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WELDING-BASE METAL INVESTIGATION

by

D. L. Cheerer, P. A. Kan_ner, R. E. Monroe, and D. C. Martin

INTRODUCTION

A program was conducted to investigate the effects of factors associated

with aluminum base plate and filler wire on the occurrence of weld defects. The

materials studied were experimental alloys of 2219-T87 and 2014-T6 base plate

and 2319 and 4043 filler wire. In the program, four factors that determine the

weld defect potential of a material were considered: (I) chemical content,

(2) internal impurities, (3) hydrogen content, and (4) external impurities.

Chemical content was used to describe all the intentional alloy addi-

tions, specified as ranges. Internal impurities were those elements limited by

specifications to a maximum level. The hydrogen content was determined by vacuum

fusion analysis. External impurities was controlled by moisture additions to the

weld shielding gas.

Welds were made with the experimental base plate and filler wire using

precisely regulated welding equipment and accurate instrumentation. The welds

were then examined by radiographic and sectioning techniques. The occurrence of

pores, which were the only weld defects observed, was related to variations of

each of the four factors between a high and a low level. Statistical methods

were used in this analysis.

The four factors were generally ranked in order of the strength of the

relationship between the factor level and the weld porosity level. The external

impurities factor was the strongest factor and was followed in strength by the

chemical content, internal impurities, and hydrogen content. The hydrogen content

5 PRECEDING P_GE BI_ANK NOT FILMED.
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of the experimental base plate was significant only at a level above the hydrogen

content of the commercial base plate available and above the majority of the

experimental base plate hydrogen contents. The hydrogen content of the filler

wire was not significant in the majority of the statistical comparisons studied.

An interaction existed between chemical content and internal impurities, which

apparently affected the significance of the relationship of each factor to the

porosity level. Minimum weld defect potential apparently existed when all four

factors were at a low level.

The size and distribution of pores within the welds were related to the

composition of the weld metal. Segregation layers were observed in the welds in

which pores formed preferentially. The shape of the segregation layer changed for

different material compositions.

The hydrogen content of the experimental base plate was low for low

chemical content and low internal impurities and was high for high chemical

content and high internal impurities. The hydrogen content was independent of

the control methods used during casting except for one severe treatment.

The porosity level of the welds increased with increasing hydrogen

content of the experimental base plate.

PROGRAM PLAN

In the Saturn rocket program, the weld quality must be kept consistently

high. The research described below was initiated and conducted to determine the

contribution of four specifically defined factors associated with aluminum

welding materials. The factors chosen were suspected to be correlated with the

resultant weld quality of gas-tungsten arc (GTA) welds using 2319 filler metal



with 2014-T6 base metal and 4043 filler metal with 2219-T6 base metal. The

factors chosen were labelled (I) chemical content, (2) internal impurity content,

(3) internal hydrogen content, and (4) external impurities. Table I shows the

specified compositions for the materials studied. The factor of chemical content

was defined as the intentionally addedmetallic alloying elements for which a

composition range is specified. The factor of internal impurities was defined

as the residual metall_c elements present in the weld for which only a maximum

composition level is specified. Internal impurities never described non-metallic

materials such as dross. The factor of internal hydrogen content was defined as

the internal hydrogen content of the welding material prior to welding and as

measuredby vacuum-fusion analysis. The factor of external impurities was defined

as impurities in the welding-arc shielding gas. The impurity addition was made

by adding water to the shielding gas to obtain a preset dewpoint. Two levels of

each factor were studied in the program. The high level of the chemical content

and internal impurities was close to the maximumallowable in Table I. The low

level of these two factors was close to the minimumallowable (chemical content)

or was present only in trace amounts (internal impurities).

MATERIALS

I

The materials used in the program were both experimentally prepared

and commercial 1/4- and 3/4-inch-thick 2219-T87 and 2014-T6 base plate. The

filler wire, which was used only in the latter half of the program, was experi-

mentally prepared 1/16-inch-diameter X2319 and X4043 filler wire.

The prefix "X" will precede alloy numbers for the experimentally prepared

materials to distinguish them from the con_mercial materials used in the

program.
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The program studied each of the four factors (chemical content, internal

impurity co,tent, internal hydrogen content, and external impurities) at two

levels, high and low. Eight of the possible sixteen combinations of the four

f_ctors at two levels were selected for study so that statistical analysis of the

results could be performed by a one-half fractional factorial analysis. This

analysis allows strong conclusions to be quantitatively drawn regarding the

effect of the factors on some experimental variable (weld quality in this

program). Eight different "types" of each alloy were prepared. Each "type" was

cast to produce the desired level for each factor.

MATERIALS PREPARATION

The experimentally prepared materials were melted in a gas-fired

furnace. The base-plate ingots and X2319 filler-wire ingots were cast in a

massive steel book mold which rotated over a 75 degree arc to minimize turbulence.

The X4043 filler-wire ingots were cast in a water-cooled cylindrical mold. All

ingots _re radiographed to ascertain their soundness. The sound ingots were

then topped and surface-milled to remove casting defects. Each ingot was of

"sufficient size to fabricate all the material needed for a single thickness of

a given composition from one ingot.

Base Plate

The base plate was hot-rolled with an average of 12 passes and 4 to 5

reheats. Surface milling at an intermediate stage of rolling removed slight

surface cracks. The X2014 base plate was hot-rolled to finished 1/4- and 3/4-

inch-thick base plate 36 inches long. The X2219 plate was solution annealed,

9



water-quenched, and cold-rolled to finished 1/4- and 3/4-inch-thick base plate

36 inches long. The X2219 was heat treated to approximate the .T87 temper. The

X2014 was heat treated to approximate the T6 temper. All of the fabricated

plates were ultrasonically inspected for defects. No defects were found in the

X2219 plate; the defects found in the X2014 plate were clearly marked so that

weld beads over the defects could be identified.

Filler Wire

The X2319 ingots were cold-rolled to 5/8-inch-diameter rod and then

cold swaged to 3/8 inch diameter. The rod was then surface machined to remove

any surface defects in the wire. The X4043 ingots were extruded directly from

the ingot to 3/8-inch-diameter rod. The rod was drawn to 1/16-inch-diameter

filler wire by a commercial welding-wire fabricator using a series of dies and

annealing times. Eddy-current techniques were used to inspect the wire prior to

level winding on reels. The reels were packed in sealed, evacuated containers

and were stored in a low-humidity area until they were opened and irm_ediately

used. The wire surface was smooth and was shown in welding tests to have no

contamination sufficient to produce observable weld defects.

#

t

MATERIALS ANALYSES

The metallic composition of the experimental and con_nercial welding

materials used during the program was determined by spectrographic and wet

chemistry methods. Some discrepancy was found between the results reported by

two different commercial laboratories even for adjacent specimens from the same

material. Since the material composition had only to be at a high or low level,

i0



the discrepancy in analyses did not affect the program results. The experimental

materials all had the levels of chemical and internal impurity content specified

by the program plan.

Internal Hydrogen Analyses

The internal hydrogen content was determined by vacuum-fusion analysis

for a 10-gram base-plate material specimen and a 5-gram sample of filler wire.

A standard surface-preparation method was used for each sample so that the

analysis could be corrected for the external hydrogen on the sample. This allowed

determination of the internal hydrogen content of all but the X2319 and X4043

filler wire. The total hydrogen content only was determined for these alloys.

The total hydrogen content was believed to be about 0.5 parts per million (ppm),

by weight, higher than the internal hydrogen content. Despite the methods used

during casting to control the hydrogen content of the ingot, the resulting

internal hydrogen content of the fabricated experimental materials did not

correspond to the level specified by the program plan. These results will be

discussed later.

WELDING

All of the welding was performed in the horizontal position using the

GTA d-c stradght-polarity process. The welds were all bead-on-plate both with

and without filler-wire addition. The weld bead for each plate was near the center

of a plate with a minimum 4-inch width and a standard 36-inch length. The tooling

used provided minimum heat sink. The welding was performed in two phases. In

Phase I, no filler metal was added to welds on experimental X2219 and X2014 base



plate. In Phase II, experimental X2319 filler wire was added forehand to welds

on commercial 2219-T87base plate. Experimental X4043 filler wire was added to

welds on commercial 2014-T6 base plate. Table 2 lists the welding conditions

established for each phase. The weld penetration for i/4-inch plate was nearly

complete. Weld penetration on 3/4-inch plate was about 40 percent. Deeper

penetration was not possible for the bead-on-plate type welds without encounter-

ing severe undercut.

All of the welding parameters were closely regulated and precisely

instrumented to eliminate experimental variations due to welding conditions.

Although the equipment was capable of completely controlling arc voltage to

+0.05 volt and arc current to +0.5% for normal welding conditions, the addition

of large amounts of moisture to the shielding gas madethe welding arc less stable.

In helium with a dewpoint of about 5 F, the arc voltage typically varied_0.5

volts and the arc current varied +2%.

The welding was conducted in a controlled-atmosphere chamberwhich

was evacuated to less than I0 microns of mercury pressure and then backfilled

with cormnercial helium gas. The moisture was added to helium to produce a high

level of external impurities by evaporating a fixed amount of water in the

helium. A dewpoint meter was used to measure the actual moisture in the

shielding gas.

All base-plate material was degreased and chemically cleaned in a

sodium-hydroxide bath follwed by a nitric-acid bath to remove a dark copper film

on the plates. Short, hot water rinses were used. The plateswere exposed to

air no longer than 1-1/2 hours after cleaning. They were then placed in the

chamberand the chamberwas evacuated. As manyas four identical welds (repli-

cations) were madefor each of the 8 combinations of factor levels for the four

different alloys in two base-plate thicknesses.
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TABLE 2. WELDING PARAMETERS USED

All welding was d-c straight-polarity,

gas tungsten-arc welding with helium

shielding gas.

Material

Base Plate Arc Arc

Thickness, Voltage, Amperage,

inch volts amperes

Work Travel,

inches/minute

Wire Speed,

inches / minute

Phase I (No Filler Wire Added)

XZZlg-T87 1/4 13.5 140 II. 2

XZ014-T6 1/4 13.5 145 II. 2

X2219-T87 3/4 13.5 170 ll.Z

XZ014-T6 3/4 14. 1 220 II. Z

Phase II (Filler Wire Added)

2Zlg-T87 I/4 13.5 180

Z014-T6 I/4 13.5 180

2Zlg-T87 3/4 13.5 280

2014-T6 3/4 13.5 280

II. 2

II.2

II.2

II. 2

m--

64

64

64

64
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WELD DEFECT ANALYSES

Two methods were used to determine the weld quality. The entire length

of all 200 welds made using experimental-welding materials was radiographed. The

radiographs all showed the 2T hole in the 2 percent thickness penetrameter at the

minimum sensitivity obtained. The radiographic standard used for classifying the

radiographs defined five classes for the fine, scattered porosity observed.

Because the radiographic method of analysis of weld defects was not sensitive to

all of the fine porosity obtained in the program, the results of metallographic

analysis were used more during the analysis of the results.

Metallographic Analysis

Over 500 metallographic sections were chosen at random points in each

of the 200 welds. Transverse sections of the welds were cut, mounted, polished

with a mild oxalic-acid solution in the polishing slurry (etch-polished,), and

photographed at 20X. Pores were the only weld defects observed in this program.

When the negatives were printed, a grid was superimposed across the print. This

grid was used for point counting to determine the theoretical volume percent

porosity. This was done simply by counting the number of intersections of the

grid with pores and then determining the total number of intersections in the

weld-fusion zone. The result of dividing the first number by the second and then

multiplying the result by I00 yielded the volume percent porosity. Figure I

illustrates a typical determination of porosity level.

14
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20X Etch-Polished R/_4174Z

Area of a fusion zone (measured by polar

planimeter) = 13.09 square inches.

Total number of grid intersections infusion

100 srid intersectionszone =' x 13.09
square inch

square inches = 1309.

Number of grid intersections coincident

with pores in fusion zone (determined by

counting) = Z88

coincident inter sections

Porosity level = total intersections x

lOO% = z8813o'-'-'q"':lOOO/o= zz.0%.

FIGURE 1. SAMPLE DETERMINATION OF POROSITY _EVEL
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PROGRAM RESULTS

A number of interesting observations were made during the program which

are summarized here:

(I) The dewpoint of the controlled-atmosphere chamber, when backfilled

with uncontaminated helium, was about -60 F. Small, spherical

pores were not observed during welding until the dewpoint was

above -20 F° As the dewpoint increased, the welding arc was less

stable and the weld bead became more rough.

(2) Regardless of the weld-metal composition, the majority of the welds

made in helium with a -60 F dewpoint (low external impurity level)

contained no porosity. The two exceptions were welds in X2014

base plate. The porosity level for these welds was low and the

results were regarded as anomalous.

(3) For both the experimental and commercial base plate, pores were

observed to have formed in the base metal beyond the fusion zone

in some of the welds. Figure 2 illustrates that the pores were

formed far beyond the fusion zone and were of a spherical shape.

No satisfactory explanation has been advanced for this phenomenon.

(4) Welds which were made over plate defects located by ultrasonic

inspection showed no conclusive effect of the defects on the weld

quality or structure.

(5) Transverse and longitudinal weld sections in both base-plate alloys

revealed macrosegregation in bonds roughly parallel to th_ fusion

zone boundary. A'microhardness traverse revealed a I0 percent

difference in the Knoop Hardness Number for the light and the

16
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2ox Etch Polished RM40687 

F I G U R E  2. P O R E S  OCCURRING OUTSIDE FUSION Z O N E  IN X2219 

High chemical  content, !ow internal  impuri t ies ,  
0. 1-ppm hydrogen content. 
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(6)

dark bands. The hardness variation indicated a definite segrega-

tion of solute elements in the weld. Figure 3a illustrates this

banding in a transverse X2219 weld section. Pores were also found

to occur in bands similar to the macrosegregation bands. Figure

3b illustrates pore banding in X2014 alloy similar to solute

macrosegregation in X2219 alloy. Figure 4 shows a similar

correspondence of pores to the macrosegregation bands found in

the longitudinal weld sections. The appearance of the segregation

bands in the longitudinal sections was changed by variations of

material compositions.

A relationship was observed between the internal hydrogen content

of the fabricated X2219 and X2014 base plate. As the chemical

content and the internal impurity content increased from the low

level to the high level, the internal hydrogen content of the

material increased with no dependence on the hydrogen control

methods used during casting. Figure 5 illustrates this statisti-

cally significant relationship. The single deviation from this

relationship was for a composition of 3/4-inch-thick X2014 base

plate which had been stirred frequently during melting with a

moistened graphite rod to attain a high hydrogen content. Less

severe methods were used to control the hydrogen content of the

remaining materials. Variations in the chlorination times and

the introduction of hydrogen over the surface of the melt were

used to control the hydrogen content of the other compositions

plotted on Figure 5. Thus, the exception to the relationship

observed was an exception to the usual casting technique too.

18



2 .ox Etch -Polished 

a .  Segregation and Pores in X2213 

RM40 6 35 

2ox 
Etch -Pollshed RM41743 

b .  Pores in X2014 
FIGURE 3 SIMILARITIES BETWEEN SEGREGATION AND PORE OCCURRENCE IN TRANSVERSE-WELD SECTIONS 

Low chemica l  content and l ow internal Impurity level .  
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20x 5% HF RM4 1064 

a. Segregation Along High- Chemical- Content and Low- Inte r nal-Impur ity Weld 

zox 5% HF RM4 1860 

b. Ordering of Pores  Along Low-Chemical-Content and Low-Internal Impurity Weld 

FIGURE 4. SIMILARITIES BETWEEN SEGREGATION AND PORE OCCURRENCE 
IN LONGITUDINAL X2014 WELD SECTIONS 
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(7) As shown in Figure 6, no relationship existed between filler-wire

composition and hydrogen content, such as that observed for the

base material. The hydrogen contents for each composition varied

about the same median value.

(8) For the welds made with moisture in the arc shielding gas, the

porosity level tended to increase as the internal hydrogen content

of the experimental base plate increased. Figure 7 shows a typical

trend for I/4-inch-thick X2014. An increase in the internal

hydrogen content from 0.4 to 0.8 parts per million (ppm) by weight

increased the median porosity level roughly from 5 to I0 percent.

There was no relationship between the weld porosity level and the

internal hydrogen content of the experimental filler material.

(9) The fact that the factors were not independent of one another

(i.e., the relationship of the chemical content and internal

impurity content to internal hydrogen content) made the planned

fractional factorial analysis impossible. In addition, the fact

that almost no defects were observed for low external impurity

levels (low moisture content) left less data than might have been

obtained for analysis. Accordingly, all welds of experimental

filler wire on commercial base plate were made with the external

impurity level fixed high so that a base-line porosity level could

be introduced. The effect of the other three factors could then

he analyzed by the variation of its average porosity level from

the base-line level. This procedure supplied a large amount of

data for the analysis of the effect of the filler-wire materials.

22



m

X X

0 13

,

0 13

0 0 0-0

i

0

0

"' 0"0

O0

D ,

(_0 "

I

_1" I_ ed -- 0

lq6!eM ,_q tudd '4ue4uo:3 ueboJp,_H IOlOj.

_O II

- -,I_

o°=+ :

. -J

=_ gg

n,.
=-_.-
°-= _6

o o I_J
_J _1 nr"

U.

23



24



STATISTICAL ANALYSIS

Because the factors were not independent of one another and the welds

made at low external impurities were essentially defect-free, statistical

analysis by the planned method was not possible. Sufficient data did exist to

permit evaluation of the factors effect on the weld defects (pores). The tests

used for the analysis yielded a measure of the significance of the variation of

the level of each of the four factors. The degree of certainty for paired

comparisons was determined. A degree of certainty under 80 percent is considered

not significant. A degree of certainty from 80 to 90 percent is low but should

be considered. A degree of certainty from 90 to 95 percent is of interest, but

definite conclusions cannot be drawn on the basis of the results. Conclusions

based on relationships with a degree of certainty of 95 percent are believed to

be sound. Table 3 shows the results of these tests. The material being tested

and the thickness of the material or (for experimental filler wire) t_e base

plate it was welded on are listed first. The following column shows the factor(s)

for which the significance of a change in level was calculated. The next columns

show the levels of the fixed factors and the hydrogen content. The last column

shows the degree of certainty. The additional comparisons were made for the

filler material when hydrogen content variations of as much as 2.5 ppm, by weight,

were not significant in the comparisons made. The additional comparisons there-

foreassumed that the hydrogen content of two compositions was essentially equal

if they varied no more than 0.4 ppm.

25



TABLE 3. RESULTS OF SIGNIFICANCE TESTS COMPARING COMPOSITIONS

Material

Base Plate Hydrogen Content(b),

Thickness, Factor Level of ppm by weight

inch Tested (a) Fixed Factors Composition A Composition B

XZZI9 1/4 I and G C H O. 1 0.7

XZZI9 3/4 C IH, EH, G 0.5 0.5

XZZI9 3/4 C IL, EH, G 0. 1 0. 1

Statistical

Degree of

Certainty,

percent

98. Z

99.8

81

XZ014 1/4 I CL, EH, G 0.4 0.4 95

X2014 1/4 E CH, IL, G 0.6 0.5 93

XZ014 1/4 E CH, IH, G 0.8 0.9 99.9

XZ014 3/4 E CH, IH, G 0.7 0.8 >99.9

XZ319 1/4 C IL, EH, G I. 4 I. 5 Not significant

XZ319 I/4 C IH, EH, G Z. 5 Z. 5 83
XZ319 1/4 Candl EH, G 1.5 1.7 93.5

XZ3 19 1/4 G CL, IL, E H l. 4 3. l Not significant

XZ319 1/4 G CL, IH, E H I. 7 Z. 5 84

XZ319 1/4 G CH, IL, E H 3.4 I. 5 85

XZ319 1 / 4 G CH, IH, E H Z. 5 Z. 0 Not significant

X2319 3/4 C IL, EH, G I. 4 I. 5 Not significant

XZ319 3/4 C IH, EI_ ,G Z. 5 Z. 5 Not significant

XZ319 3/4 C and l EH, G I. 5 I. 7 90.5

XZ319 3/4 G CL, IL, E H l. 4 3. I Not significant

XZ319 3/4 G CL, IH, E H I. 7 Z. 5 81

XZ319 3/4 G CH, IL, E H 3.4 I. 5 Not significant

X2319 3/4 G CH, IH, E H Z. 5 2.0 Not significant

X4043 1/4 C IH, EH, G I. 8 I. 8 Not significant

X4043 I/4 C and I EH, G Z. 5 Z. 4 Not significant

X4043 1/4 G CL, IL, E H I. 5 4.0 Not significant

X4043 1/4 G CL, IH, E H I. 8 Z. 5 89

X4043 I/4 Error CH, IL, EH, G 2.4 Z. Z Not significant

X4043 1/4 G CH, IH, E H I. 8 2.9 97. 1

X4043 3/4 C IH, EH, G I. 8 I. 8 91

X4043 3/4 C and I EH, G 2.5 2.4 Not significant

X4043 3/4 G CL, IL, E H I. 5 4.0 Not significant

X4043 3/4 G CL, IL, E H I. 8 2.5 Not significant

X4043 3/4 Error CH, IL, EH, G 2.4 Z. 2 Not significant

X4043 3/4 G CH, IH, E H I. 8 2.9 Not significant

Additional Comparisons( c )

XZ319 I/4 I CL, EH, G I.4 I. 7 77

XZ319 1/4 C IH, EH, G 3. I 3.4 97.8

XZ319 1/4 C IH, EH, G I. 7 7.0 93. 5

XZ319 3/4 I CL, EH, G l. 4 1.7 85

XZ319 3/4 C IH, EH, G 3. 1 3.4 98.7

XZ319 3/4 C IH, EH, G 1.7 Z. 0 Not significant

X4043 1/4 I CL, EH, G 1.5 1.8 87.5

X4043 1/4 C and I EH, G l. 5 1.8 91

X4043 1/4 I CH, EH, G 1.8 Z.Z 91

X4043 3/4 I CL, EH, G 1.5 1.8 Not significant

X4043 3/4 C and I EH, G I. 5 I. 8 93

X4043 3/4 I CH, EH, G 1.8 Z.Z Not significant

(a) C - chemical content, I - internal impurities, G - hydrogen content, E - external impurities, L - low,

H - high.

(b) G assumed to be constant if the hydrogen content difference was 0. 1 ppm unless noted.

(c) Based on the previous comparisons, G was assumed to be constant for the additional comparisons if

the hydrogen content difference was 0.4 ppm.
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DISCUSSION OF RESULTS

Tables 4 and 5 list the compositions for each alloyand base-plate thick-

ness studied in the program which resulted in the highest or the lowest weld

porosity level for a high level of external impurities (shielding gas dewpoint).

Table 4 shows that all of the experimental base-plate and filler-metal compositions

associated with the highest weld porosity level had a high chemical content level

with one exception. The exception was the 3/4-inch-thick X2014 composition which

had been stirred with a moist graphite rod during the melting prior to casting.

This was also the highest hydrogen content X2014 composition welded at a high

level of external impurities. The base plate associated with high porosity levels

also had a high level of internal impurities with an exception again in the case

of 3/4-inch-thick X2014 base plate. The levels of the hydrogen content of the

base-plate compositions in Table 4 were all high, but this could be expected from

the observed relationship of high chemical content and high internal impurities

to a high hydrogen content. The X2014 and the X2219 could be expected to have

somewhat the same relationship between composition and weld porosity level since

both were essentially copper-aluminum alloys. However, the filler metals were

two different aluminum alloys and would be expected to show dissimilar behavior.

The X4043 filler wire was essentially an aluminum-silicon alloy while X2319 filler

wire was an aluminum-copper alloy. Table 4 also showed that X2319 filler wire

with low internal impurities was associated with the highest weld porosity level.

The X4043 filler wire showed no such definite relationship. Both filler-wire

alloys listed in Table 4" showed no correlation between their hydrogen content and

the resultant.porosity level.

Table 5 shows the experimental-material composition for each alloy and

base-plate thickness studied that was associated with the .lowest weld porosity

level at a high level of external impurities.
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TABLE 4. COMPOSITIONS WITH HIGHEST CONSISTENT POROSITY LEVELS

Composition

Base Plate Hydrogen

Thickne s s, Chemical Internal Content,

Material inch Content Impurities ppm

X2219 1/4 High High 0.7

X2219 3 / 4 High High 0. 5

X2014 1/4 High High 0.9

X2014 3/4 Low Low 1. 8

X2319 1/4 High Low 3.4

X23 19 3/4 High Low 1. 5

X4043 1/4 High High 1. 8

X4043 3/4 High Low 2.4

TABLE 5. COMPOSITIONS WITH LOWEST CONSISTENT POROSITY LEVELS

Composition

Base Plate Hydrogen

Thickness, Chemical Internal Content,

Material inch Content Impurities ppm

X2219 1 / 4 High Low 0. 1

X2219 3/4 High Low 0. 1

X2014 1/4 Low Low 0.4

X2014 3/4 High Low 0.3

X2319 1/4 Low High 1. 7

X2319 3/4 Low High 1. 7

X4043 1/4 High High 2. 9

X4043 3/4 Low Low I. 5
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Of the base-plate materials associated with low porosity levels, the majority

had a high chemical content and all had a low level of internal impurities. The

hydrogen content of these base-metal compositions was low despite the influence

of the composition on hydrogen content. The X2319 filler wire associated with

low porosity levels had a low chemical content and high internal impurity content,

exactly the opposite of the compositions of X2319wire in Table 4. The hydrogen

content values were not significantly low or high. No general trends could be

determined between the X4043 filler-wire composition and the resultant porosity

level.

External Impurities

As shown in Table 3, the level of the external impurities was more

significantly related to weld porosity than any of the three remaining factors.

When the external impurity level was low, all but a few anomalous welds showed

no porosity at 20X enlargement. Moisture can readily be introduced into the arc

in amounts sufficient to cause porosity either by incomplete shielding, contamin-

ation of the shielding gas flow, or by contamination of the welding materials.

This program has reaffirmed the necessity of preventing moisture in the welding

arc when high-quality welds are desired.

Chemical Content

The level of the chemical content of the experimental materials was,

in general, the second most significant factor related to weld porosity. For

X2319 filler wire, a change from high chemical content to low decreased the weld

porosity level quite demonstrably. For the X2219 and X2014 base plate and the

X2319 filler wire, an interaction appeared to occur between the level of chemical
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content and internal impurities. For the X2219 base plate a change in the

chemical content level was not significant when the internal impurity level was

low and the hydrogen content was 0.I ppm. When the internal impurity level was

high and the hydrogen content was 0.5 ppm, an increase in the chemical content

level very significantly increased the porosity level of the weld. The effect

of the hydrogen content upon these observations was complicated by the observed

relationship between chemical content, internal impurities, and hydrogen content.

Internal Impurities

In general, a change in the internal impurities from low to high was

associated with increasing porosity levels. However, the significance of the

internal impurity level seemed somewhat less than that of the chemical content

level. The results for X2319 filler metal, however, indicated that a high level

of internal impurities was associated with a low weld porosity level. As noted

above, internal impurities werethought to interact with the chemical content

level. In many cases, it was felt that the level of the chemical content

determined the significance of the internal impurity level.

Hydrogen Content

For the ranges of hydrogen content studied, the level of the hydrogen

content had significance in only one situation. This was the 3/4-inch-thick

X2014 base-plate composition which had been stirred with a moistened graphite

rod during melting prior to casting. The resultant high hydrogen content of

1.9 ppm (more than 2 times the highest hydrogen content found for commercial

2014 used in the program) resulted in a low chemical content, low internal

impurity composition becoming the composition with the highest weld porosity

b
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level. The other base-plate compositions with the highest porosity all had high

levels of chemical content and internal impurities. However, changes in the

internal hydrogen content of the filler wire of as much as 2.5 ppm had little or

no significant effect on weld porosity. For 1/2 inch X4043, a decrease in hydro-

gen content increased the porosity level with a 97.1 percent degree of certainty

to produce an anomalous result• All other tests of the hydrogen content levels

showed no significance to changes in the levels.

Implications

The results of this program show that, for the experimental materials

studied, the composition can change the severity of weld porosity. However,

factors external to the welding materials such as surface contamination and

Shielding gas contamination are more important because they produce porosity

more readily. In general, it would appear that weld quality would be increased

somewhat if welding materials contained low levels of each composition factor.

Welds made with materials with low levels of chemical content, internal impurities,

and internal hydrogen content would be less sensitive to arc and welding-material

composition variations. These less sensitive materials would develop less volume

percent porosity than other welding-material compositions if occasionally exposed

to poor shielding conditions.

Macrose_re_ation

The macrosegregation observed in these aluminum alloys has been

reported previously by Gurev and Stout (1) and by Makara and Rossoshinskii (2) for

steel. The latter, in reviewing Russian literature regarding this macrosegregation,

related the bands to the ripple marks found on the surface of welds. He suggested
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that these were formed by the periodic growth of solid metal in welding. This

periodicity is thought to be due to the latent heat of fusion of the solidifying

metal building up to a point where growth of the solid actually stops or is

reversed,melting some of the solidified metal. The periodicity presumably

allows diffusion of active elements out of the solid nearest the solid-liquid

interface to the liquid.

CONCLUSIONS

The following conclusions were drawn from this work:

(i) Generally, for the four factors studied, changes in the level of

the external impurities (shielding gas dewpoint) were most

significantly related to the resultant weld porosity. The chemical

content level was much less significant than the external impurity

level, but it still was more significant than the remaining two

factors. An interaction between the chemical content and internal

impurity level caused the significance of the relation between the

level of internal impurities and the resultant porosity to be

dependent upon the level of the chemical content. For the ranges

studied, the relation of hydrogen content level of the filler wire

to weld porosity was the least significant relationship. In one

case for the experimental base plate, the hydrogen content was a

more significant factor than chemical content or internal impurities.

In general, increasing porosity occurred as each factor level was

changed from low to high.
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(2) For the experimental base plate, the porosity of the bead-on-

plate welds with no filler wire addition increased as the hydrogen

content of the base plate increased. For the experimental filler

wire, increasing hydrogen content of the filler wire was not related

to increased weld porosity levels.

(3) A relationship was found to exist between the composition of the

fabricated experimental base plate and the internal hydrogen

content. Despite the use of methods during melting and casting

to achieve two levels of hydrogen content for each composition,

the hydrogen content significantly increased as the base-plate

composition was changedfrom a low level of chemical content and

a low level of internal impurities to a high level of these two

factors.

(4) Macrosegregation bandswere observed in aluminumwelds which

were created during the weld solidification. Porosity occurrence in

welds was related to the bands of segregation. The shape of the

bands was dependent on the weld-metal composition.
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FUTURE RESEARf_I

t

Additional research is being planned to test the conclusions for the

experimental materials with the results for the welding of commercial materials.

A large number of commercial-material compositions will be located, welded, and

analyzed with the methods reported here. In addition, an evaluation of the use

of a radioactive hydrogen isotope, tritium, will be made. The studies will

attempt to use this tracer to locate preferential occurrence of hydrogen in

welded materials. The results of this additional work will test the applica-

bility of the program conclusions to the welding of comercial alloys and will

result in a further understanding of the problems encountered in welding of the

alloys studied.
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INTROOUCTION

This work represents nn attempt to explain the mechanisms responsible for

porosity in aluminum velds in terms of metallurgical phenomena ns well as

welding parameters. Hydrogen is considered to be largely responsible for

this problem. (I) The kinetics of this behavior are not well known, Thus,

the m_jor emphasis is being directed to_ard en nttompt to determine the ray

in which porosity forms and growS.

The progrnm is divided into two phases. The first phase co_siders

porosity effects in static fusion welds; the second phase considers the

_am_ v_rlables in bead-on-plate welds. Both phases employ 2219-T87 nnd

2014-T6 materials.

IHEORETICAL BACKGROUND

Consider e molten metal, or alloy, of a given initial composition which

is exposed to a gas Under equilibrium conditions. This assumes that the

t,,mp_rnture of the liquid-gas system and the composition and pressure of

th_ gas will renmin constant. The composition of the gas is considered

to be constnnt because the vapor pressure of most liquid metals is smell

.e_r the m_.lting point. Under these conditions, some of the gas will be

absorbed by 1he liquid m_tnl. The amount of such absorption is a function

of th- partial pressure of the gas. Another way of expressing this Is=

the n_unt of gas absorbed by the liquid melol will depend upon the

quanli_y of that gas in contact with the liquid metal. This will be e

consta.t for ony given set of "equilibrium" conditions.

If the _quilibrlum conditions change, the _mount of gas dissolved by the

liquid will change. If the composition end pressure of the gas ere held

constnnt and the temperature is Increased, the amount of dissolved gas

will usually Increase. If the temperature Is decreased, the quantity of
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dissolved gas will also decrease. Thus, for most liquid metals, es the

temperature of the melt decreases, the amount of gas which the liquid

can contain In solution decreases sharply. That portion of the gas which

the Ilquld metal cannot retain is rejected from the melt as the familiar

porosity seen in castings and welds,

The question is how does such rejection of gas front the melt occur? The

most convenient way of understanding this behavior Is based upon thermo-

dynamics and provides a probability of whether or not the reaction will

occur. The thermodynamic measure of this behavior is called the change

in free energy of the system (_ F). It, however, does not provide Informa-

tion as to the rate of the reaction.

Under the equilibrium conditions previously noted, the quantity of gas in

solution in the liquid metal was constant; in this case _ F = 0 and no

change will occur. Nhen the temperature of the melt Is decreased,_F

will be negative and a decrease In the solubility of the gas is expected.

Conversely, when the melt temperature is raised, no gas reJection will

occur; actually, more g_s will be dissolved. Under these conditions,_F

will be positive. Thus, the sign of A F Indicates whether e reaction will

or will not occur.

In ardor to employ this c_lcept for evaluating porosity formation some-

thing must be known about the behavior of a molten liquid which contains

gas atoms in solution. ^ convenient picture of this consists of an assembly

of motnl atoms and some gas atoms which are In rapid, random motion. In

this state s-v_ral gas atoms will occasionally encounter each other. They

amy remain together, or they may separate. If the conditions ere proper,

they remain together and little clusters of gas atoms will persist end
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grow in the melt. These are known as gas nuclei and are assumed to be

tiny spheres. Changes in the pressure and composition of the gas and

the temperature of the melt can cause these nuclei to grow or to disperse.

For e given set of conditions the formation or dissolution of nuclei can

be predicted by the sign of _F. The temperature, pressure and composition

of the gas over the melt and an approximation of the smallest size of a

stable nucleus must be considered for this prediction. Nhen the other

variables are maintained at a constant level, the size of the smallest

stable nuclei can be used to predict the sign of _F.

This approach readily provides an approximation for&F; A F Is found to

vary inversely as the square of the radius of the nucleus. This Informa-

tion permits an approximation of the nucleation rate. This is also found

to vary inversely as the square of the radius of the nucleating particle.

Unfortunately, the radius of the nucleus cannot be measured directly

during the welding cycle.

One way of circumventing this problem is to utilize the time-te_perature

cycle that the weld undergoes during solidification. This will provide

o measure of nucleus size.

Since the aluminum alloys under consideration here are representative of

eutectic systems (which show a pronounced thermal arrest upon solidifica-

tion ), their thermal arrests may be used as an "anchor point" upon which

to base the subsequent calculations. For a given heat input per unit

volume of metal and relatively constant cooling conditions, the tempera-

ture of this thermal arrest will occur at a nearly constant temperature.

This fact Is useful In simplifying the expressions for approximating
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the rate at which these nuclei form. It is also Important to note that

most of the porosity formation will have been completed by the time that

this temperature is reached. Thus, this temperature marks the lower

limit of pore formtlon.

Since heating end cooling rates are very fast and temperatures are

difficult to measure, the time to reach the eutectic or t_anchortt tempera-

ture is used to measure the.time available for pore formation. This also

gives a readily measurable but indirect approximation of the temperatures

and cooling rates that are of interest in welding.

Now, knowing the time for a weld to reach the eutectic temperature and

the relationship previously obtained for the nucleation rate_ the nuclea-

tion rate is found to be approximately Inversely proportional to the

square of the time required to cool the weldmetal to the eutectic tempera-

ture - e more readily useable relationship then one based upon exact

temperatures or nuclei sizes.

In a similar way the growth rate of the nuclei can be shown to be approx _

imntely directly proportional to the square of the time required for the

weld to cool to the eutectic temperature. Other quantities such as the area

fraction occupied by pores and the average pore size can also be approximated

in this way. The derivations of these relationships are given in the

appendix.

In order to make practical use of these relationships the way in which

they were derived must be kept In mind. The precise mechanism of nuclei

formation Is not known on an atomic scale end is considered to be based

upon the laws of probability. Further, the theoretical relationships
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used in the present work are approximations. The experimental methods

used for pore detection and measurement provide average values of those

pores which are visible; many pores, particularly those formed Just

before solidification is completed, are subwnicroscoplc tn size and

cannot be included in this analysis because of the practical difficulties

of counting and measuring them. In addition, the welds which are being

studied here are not true welds in the sense that two pieces of metal

are being Joined. When these factors are considered in the light of

practical applications to reel welds, where many additional variables

are operative, then it becomes apparent that it is imperative that the

general understandings of the formation end growth of .porosity be obtained.

(The acquisition of extremely detailed relationships would be very diffi©ult

to apply to reel situations.) Thus, the primary objective of this work

is to establish broad relationships regarding the factors affecting the

formation of porosity which can be used to understand and minimize this

problem in a practical way.

In order to establish these relationships, the variables have been

selected so that they include situations encountered in welding practice.

The variables being investigated ere: the contamination level of the

atmosphere, the arc current and voltage, the arc time and the materiel

thickness. Combinations of these five factors are being tested according to

a statistical plan given in Table I. This plan will permit the determina-

tion of the Individual effects of the variables end will also help to

indicate if any two-way Interactions exist between the variables.

EXPERIHENT^L TECHNIOUES

A schematic diagram of the test apparatus for the static welds Is given
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In Figure I. Tm0-1nch discs are being used for Phase I of the program.

The specimens ere cleaned with 8 mixture of nitric an_:l hydrofluoric acld,

rinsed in wafer and dried. They are then cleaned in Freon T-F vapor.

The speclmene are then stored in the Eringard welding box, Figure 2, where

they are kept in either an atmosphere of dry helium or In a vacuum.

Prior to welding, the specimens ere briefly removed from the chamber

and are drilled to receive the thermocouple wires. They are again

degreased in Freon T-F vapor and returned to the chamber. The specimenl

are kept in the chamber overnight under a vacuum before testing. This

procedure is used to minimize surface contamination, particularly moisfure_

which might Influence the experimental results.

The specimen is pieced upon the fixture, Figure 2, end the assembly iJ

inserted into the felt chamber within the Eringard welding box. A shim,

Figure 4, is used to ensure that the desired distance between the top of

the specimen and the electrode will be within 0.005 in. The test chbmber

is sealed and the controlled atmosphere is introduced into it and

monitored, Figure 5, until the outlet sampling indicates that the

desired atmosphere moisture content has been established. The devices

which are used to measure and record welding variables are shown In

Figure 6. The prescribed welding cycle is then applied to the specimen.

Upon completion of this cycle the atmosphere is again analyzed. At this

point, pure dry helium is used to purge the test chamber. This iJ done

tO prevent contmlnetion of interior of the Eringard welding box. _hen

the purge is completed, the welded sample is removed for examination.

Figure 7 shows a radiograph of a typlcei specimen.

After the radiograph is made, a mocrophofograph of the fop surface is made.
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F IGURE 2 
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F IGURE 4 

FIXTURE IN WELDING CHAMBER WITH SHIM IN PLACE 

, 

F IGURE 5 
FIXTURE INSIDE CHAMBER PRIOR TO WELDING 
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FIGURE 6 

DEVICES TO MEASURE AND RECORD WELDING VARIABLES 

FIGURE 7 

RADIOGRAPH OF TYPICAL I/4-INcH SPECIMEN 
SHOWING POROSITY AND LOCATION OF THEFMOCWPLE WIRES 

POSIT I VE REPRODUCT ION 1 
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The specimen is then sectioned to provide e portion of the weld which

contains the center and is about I/8-1n. thick. This specimen is polished

with 600 grit AI203, etched with Flick's reagent end repollshed with the

AI203 followed by MgO. The polished specimens ere used to determine the

average pore volume fraction and the average pore diameter.

Sections of a given weld nugget are examined under 20X magnification

using a grid area which is about 0.04 x 0.04 inches and contains 144

squares. The number of pores in each grid are counted and the total

length of the grid segments which traverse the pores is measured. The

total length of the grid lines in each small grid area is also determined,

This process is continued until the entire section has been explored,

Figure 8. The sums of all the grid segments and grid lines are then

determined. These data permit the calculation of the pore volume

fraction end the average pore diameter by the method of Guttmen end Smith

( 2 ). The equations for these calculations are:

La
Pore Volume Fraction m _ (I)

L

Average Pore Diameter- Lad (2)

where La is the sum of the grid segments which traverse pores, L Is the

total length of all of the grid lines, d is the spacing of the grid lines

and M is the number of pores.

The pore volume fraction determined in this way was compared to percent

porosity as determined by specific gravity measurements. The porosity

values based upon equation (I) were approximately 30_ higher then those from

the gravimetric measurements.
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The planar technique given above is only as good as the degree to which

a random plane is representative of the porosity of the sample. The

gravimetric method provides a reliable measure of the amount of porosity

in the sample but does not give information regarding its size and dis-

tribution. A combination of these two methods was used to obtain a more

reliable measure of the average pore size. The gravlmetrically-determined

specific gravity was used in equation (I) to determine the quantity La.

This factor was inserted into equation (2) to calculate the average pore

diameter. The two largest sources of error In the Guttman and Smith

approach are the factors La and M. The use of the gravimetrlc specific

gravity in these calculations minimizes the error In Leo The error In

the calculations for the average pore diameter is very small and is

principally due to that in the determination of the value of M, The

factor M is the easiest to determine; its error is smaller than those of

the other factors but it still is not representative of all of the sample,

A method for the determination of H which is more representative of +he

entire sample is now being used. This technique employs the difference

In the density between wrought material and a given weld. This permits

the calculation of the total volume of porosity in a volume equivalent of

one gram of weld metal. The average pore volume, as determined from the

combined planar-gravimetrlc method, is divided into the total pore volume

and gives the average number of pores in the volume equivalent of one

gram of weldmetal.

The sectioned specimen is radiographed for X-ray density measurements,

Figure 9. Such measurements have not been helpful because of the very

large amount of very fine porosity. These pores are too fine to permit

estimates of pore fraction by X-ray techniques. After this, micrographs

are made for the determination of dendrite-cell size (Figure I0),
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F IGURE 9 

TRANSVERSE RADIOGRAPH OF TYPICAL I/4-INCH THICK SPECIMEN 

[ i'C5 ~ I!, i . ,I Fk.3: ~ ~ * , L.' 1 

FIGURE IO 

MICROGRAFH OF TYPICAL DENDRITE CELL STRUCTURE 
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The nugget is then carefully excised with a jewellers saw and Its

specific gravity is measured. Following this, the nugget is chemically

analyzed for hydrogen content. Selected nuggets are also given complete

chemical analyses. Measurements of surface ripples have not been

possible to make because these do not appear on the surface of the

specimens. These will be measured on the bead-on-plate specimens.

The bead-on-plate specimens, Figure II, are prepared and tested in as

nearly the same way as the static fusion weld specimens as i6 possible.

These specimens permit the use of two thermocouples instead of one.

They also require a larger test chamber, Figure 12, The only other change

is that travel speed is used instead of arc exposure time. The porosity

measurements are made on a I/8-1n. section excised one inch away from the

therm_ouple which showed the clearest ther_l arrest.

present Status of Proaram

phase I

The testing conditions and results of the static fusion welds made on

2219-T87 with moisture contamination are given in Tables 2 and 2. These

data were statistically analyzed by means of a Bi=Med _4 routine on the

Douglas 7094 computer. Response surfaces were determined for each of the

five dependent variables with respect to the five independent variables.

The Independent variables are: Xl, water vapor present in the shielding

gas; X2, amperage; X_, voltage as a function of arc-gap; X 4, arc-exposure

time; and XS, thickness of the material. The dependent variables are:

YI, percent porosity; Y2' solidification time; Y], the hydrogen content

of a weld nugget; Y4, dendrite spacings and YS, the number of pores tn a

volume equivalent of one gram cube of weldmetal. The following equations

have been found at the 95_ confidence level=
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APPEARANCE of MPICAL BEAD-ON-PLATE WELD SPECIMEN. 
MATERIAL PHASE 2 PART A .  

2219-T87 
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FIGURE 12 

VIEW OF BEAD-ON-PLATE SPECIMEN I N  PLACE READY FOR 
CLOSURE OF CHAMBER 

A 



TABLE 2

ACTUAL TESTING CONDITIONS FOR PHASE

(2219-T87 MATERIAL)
I, PART A

EXPER IMENT ATMOSPHERE AMPERAGE VOLTAGE '

AND (WATER VAPOR

SPEC IMEN CONTENT (AMPS (VOLTS

NUMBER o PPM 4.5% ) :L I AMPS) 4. O. I VOLTS )
Ii j 1 i ii m

ARC
EXPOSURE

TIME
( SEC + O.5 SEC.

i

1951 250 119.0 15.0 60
19103 250 119.5 15.0 60
1912 250 119.5 14.0 60

2

191 <15 98.0 13.9 40
19125 <15 88.0 13.8 40
1911 I <15 89.0 13.8 40

3

1962 500 144.0 14.9 80
193 500 146.0 19.0 80
1924 500 150.0 15.2 80

4

AI98 500 154.0 14.5 40
A 1926 500 148.0 14.8 40
A 1937 500 148.0 12.0 40

5

AI922 <15 91.0 14.5 80
Ai93 <15 90.0 15.5 80
AI925 <15 90.0 15,5 80

6

AI95 500 151.0 13.2 80
AI910 500 150.0 13.7 80
AI923 500 154.0 12.8 80

7

AI935 <15 89.0 17.6 40
AI932 <15 91.0 17.7 40
AI915 <15 89.0 17.5 40

8

19128 <15 90.0 17.3 80
19102 <15 88.0 19.0 80
1983 <15 88.0 16.5 80

9

198 500 153.0 14.8
1981 500 148.0 15.0
19112 500 148.0 15.0

i i

40
40
40

e Prefix hA" indicetes _/4-in. meterlell ell others 1/4-in.
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TABLE2 (CONT'O )

ACTUAL TESTING CONDITIONS FOR PHASE I, PART A
( 2219-T87 MATERI AL )

EXPER IMENT" "
AND

SPEC I MEN
NUMBERo

|

I0
19121
1936
1953

II
AI919
A1921
AI92

12
A 1938
AI941
AI94

13
19113
19119
19127

14
1980
1958
19114

15
19107
1994
1915

16
1973
1954
19176

17
AI936
AI933

18
A 1927
AI91
AI97

AllwW)SR4ERE"

(WATER VAPOR
CONTENT

i ,M± 5jl}
ii ..

250
250
250

5OO
5OO
5OO

<15
<15
<15

<15
<15
<15

5OO
5OO
5OO

<15
<15
<:15

5OO
500
500

500
500

<15
<:15
<15

i

AMPERAGE

(AMPS
+ I AMPS)

i i I

117.0
124.0
116.0

89.0
91.0
91.0

143.0
149.0
147.0

147.0
148.0
148.0

89.6
89.0
88.0

154.0
149.0
151.0

88.0

90.0
92.0

85.0
88.0

144.0
143.6
148.0

VOLTAGE

( VOLTS
+ O, I VOLTS)

.n i i i ii

15.0
14.3
16.0

15.1
15.9
17.0

12.3
13.8
12.8

14.8
15.0
13.4

17.2
16.8
16.5

17.0
16.2
16.3

13.0
13.8
13.0

12.5
13.0

15.0
15.5
15.0

e Prefix RAn indicates 3/4-1n. material; all others 1/4-in.

i

ARC
EXPOSURE

TIME
(SEC +0.5 SEC.)

60
60
6O

80
80
80

40
40
40

8O
8O
8O

40
40
40

40
40
40

8O
80
80

40
40

8O
8O
8O

6O



TABLE 2 (CONT 'D)

ACTUAL TESTING CONDITIONS FOR PHASE
(2219-'1"87 MATERIAL)

I, PART A

EXPER IMENT
AND

SPEC IMEN
NUMBERo

19
1992
1996
19._1

20
1969
19104
1912.3

21
192g
19_33
1995

22
1934
1916
1971

23
1987
1945
19179

24
1997
1928
19108

25
19130
19120
I9-X

26
1985
1957
1925

27
19101
1919
19147

ATMOSPHERE
('dATER VAPOR

CONTENT
em 4.55)

ii

250
250
250

5OO
5OO
50O

<15
<15
<15

250
250
250

25O
25O
25O

250
25O
250

25O
25O
250

25O
25O
25O

25O
25O
250

=

AMPERAGE

(AXPS

4. I AXPS)

128.0
113.6
116.0

119.4
119.0
117.0

124.0
117.4
120.0

148,0
156.0
147.5

91.6
89.6"
89.0

117.0
117.4
119.0

120,0
123.0
120.0

117.0
120.0
115.0

120.0
120.0
118.0

VOLTAGE

(VOLTS
4. O. I VOLTS)

iN

15.0
14.9
14.3

15.8
15.1
14,6

16.4
14,1
15.0

1_3.5
14.8
14.9

15.5
16.0
16.0

16.3
16.5

16.5

12.0
12.8
14.0

15.8
14.6
15.5

14.7
14,7
18.4

e Prefix "An indicates 3/4-in, material; all others I/4-1n,
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ARC
EXPOSURE

TIME
(SEC 4. O. 5 SEC. )

6O
6O
60

6O
6O
6O

6O
60
6O

6O
6O
6O

6O
60
6O

60
60
6O

6O
6O
6O

80
8O
8O

40
40
40



TABLE3

RESULTS FROM PHASE I, PART A
(2219-T87 MATERIAL )

EXPERIMENT
AND

SPECIMEN
NUI_3ER_

|

I
1951

19103

1912

2

191

19125

19111

3

1962

193

1924

4
AI98
AI926
A 1937

5
A 1922

A193

A1925

6
AI95
AI910
A 1923

7

A 1935

A 1932

A1915

8
19 128
19102
1983

9
198
1981

19112

PERCENT
POROSI TY
( GRAYI -
METRIC)

NO
7.14
4.93

0

0

0

6.70
6.99
5.40

4.92
NO
NO

0
0
0

3.64
3.69

NO

0
0
0

0
0
0

7.74

5.34

4.72

...... i i ml = ml

At N

(_0.25
SEC )

2.75
2.75
2.25

NA
NA
NA

I1.0
12.5
11.5

NA
NA
NA

NA
NA
NA

5.50

9.25

11.25

NA
NA
NA

NA
NA
NA

5.0
NA

3.25

AVERAGE
(PORES/&t

BY
VOLUME)

NA
68, 024

140, 509

m_m

Imm

mmm

3,121
7,996
9,168

_mQ

_mm

mm_

mm_

mml

14,435
88O

NA

mli

Rum

imm

17:169

17, .546 _
,m

e Prefix '_" Indicates 3/4-1n. motet

AVERAGE
PORE

RADI US
( INCHES
X I0 -4)

==

NA
12.7
9.3

mml

mmm

22. I
15.7
14.0

imm

mml

mid

_md

mmm

38.8
28.3

NA

mmm

m_

16.8
NO

G

AvenGE
( I N"/S_C
X I0 -_ )

NA
3.11
I .49

Ill

4.09
1.29
1.01

ill

m_d

1.86
I0.20

NA

m_m

3.93
_mm

DENDRITE
SPACI NGS

( I NCHES
X I0 -4)

6.67
11.20
5.02

6,80
3.36

3.97

11.90
NO

9.61

8.20
4.27
3.25

2.69
ND
ND

7.46
9.09

12.50

2.32
3.09
2.89

5.81
ND

5.05

8.62
11.36

HYDROGEN

(PPM, 0.01
0.59)

m

24.7
ND
ND

NO
29.0

NO

33.6

NO

27.8

NO
NO

45.0

ND
ND
ND

NO
5.5
ND

21.5
ND
NO

NO
NO

53.0

NO
NO

, 16.5 5_76 , 7.81 ,,, 44.0

ol; ell others I/4-1n.
NO = Not determined; NA = Not ovoilable.
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TABLE3 (CON r'D J

RESULTS FROM PHASE I, PART A
( 2219-T87 MATERIAL)

,, , _,

EXI:'£RIMENT

ANO

SPEC IMEN

NUMBER

l

I0
19121
1936
1953

II
AI919
AI921
AI92

12
A 1938
^i941
^ 194

13
19113
19119
19127

14
1980
1958
19114

15
19107
1994
1915

16
1973
1954
19176

17
A1936
A1933

18
A 1927
AI91
AI97

= m i i

PERCENT
POROSI TY
(GPJW I -
METRIC)

3.B8

2.90
3.11

5.72
S

3.56

0
0
0

0
0
0

6.75
9.04
7.52

0

0

0

4.10
8.26
6.88

S
2.01

0
0
0

AVERAGE
(PORES/At

BY
VOU.I,F. )

I I JI

110,429
i 6, 403

120, 433

1278
240,470

6142

70, 259

20, 752

kVERAGE
PORE

RADIUS
( INCHES
XlO -4 )

II I

8.8
14.6
7.9

8.0

I1.0

mmm

40.9
7.4

2.:3.8

10.2
18.1
21.8

1.3.5

S Indicates specimen too small for removel.
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G

AVERAGE
( IN-_/SEC
X I0 ''9 )

1.04
4..34
O. 757

1.22
mi

4.46

_m

m_

67..3
0.32

14. I

I .45
6.64

--m

DENDRITE
SPACI NGS

( ,NC _ S
XlO_)

5.43
5.21

5.38

2.99
5.56
4.17

2.98
.3.11
.3.21

7.25

8..3.3

7.46

3.82
4.00
2.84

7.58
6.76
7.69

I .81
2.40

10.20
IO.O0
7.04

i ii ii

HYDROGEN

[PPM, O.OI
:1:.o.5%)

I

57
ND
ND

08
NO
NO

kO
56
ND

ND
170
NO

118

121
ND

ND
ND

ND
49
ND



TABLE 3 (CONT'D)

RESULTS FROM PHASE I, PART A
(2219-T87 MATERIAL)

EXPERIME_IT
AND

SPECIMEN
NUMBER

, i

19

1992

1996

1931

20
1969
19104
1912..:3

21

1929

1933

22
1934

1916

1971

23
1987
1945
19179

24
1997
1928
19108

25
19130
19120
19-X

26

1985
1957

1925

27
19101
1919
19147

PERCENT
POROSITY
( GRAVI -
METRIC)

3.50
6.70
3.56

5.80
3.71
5.47

0
0

3.11

2.58
4.41

1.84
4.98
6.32

5.01
5.96
4.06

1.69

3.56

3.64

3.7.8

3.99
3.99

2.48
2.93

9.24

At

3.0
2.75
2.75

7.00
8.50
3.00

4.50
4.25

4.50
3.25
3.00

4.75
2.50

3.50

2.75
3.50
3.0

4.0

NA
3.50

4.0
3.25

4.50

3.25
2.25

2.0

N

AVERAGE
(PORES/At

BY

VOLUME)

59,023
93,858
16, 632

13, 825
I O, 763
34,380

33,003
4775

44,374

68, 576
63,650

18, 766
439,375

52,473

107.920

102,686

14,192
296, 258

7,458

261,799
76, 527

ii i , ,

AVERAGE G
PORE

RAOI US
( I NC_ES
X 10-4 )

10.2
11.3
16.1

14.8
12.9
14.4

_m

10.5
20.6
12.6

8.4
11.9
13.8

17.4
6.8

I1.1

4.63
4.06
5.15

24.2
9.0

30.6

5.4
9.7

46. I

AVERAGE
( I N3/SEC
X I0 -9 )

i i

I .47
2.18
6.32

I .95
I .06

4.13

I.06

I 1.28
2.78

0.494
2.83

8.00
0.377
I .93

0.215

0.645

14.87
0.928

26.63

O. 205
1.68

DENORI TE
SPECIMENS

( I NCHES
XlO-4)

i |

4.90
6.94
5.38

6.10
4.42

ND

5.56
5.10

6.49
5.26
6.94

5.95

3.97

4.59
NO

4.63

4.63
4.06
5.75

5.38

6.49
7.14

5.38
4.42

HYDROGEN

(PPM O.OI
_0.5_)

i i i

43
NO
NO

NO
ND
86

ND

6O

36
ND

79
ND

ND

118

42

72

64



YI . 0.4 + 0.0124 X I (:5)

where

YI " percent porosity determined gravimetrlcally

X I . water vapor present In the shleldlng gas In PPN

Y2 " 6.2 - 0.024 X I + 0.(X)0048 Xl 2 (4)

where

Y2 - Therma I arrest in seconds

X I - Hater vapor present in the shielding gas in PPN

Y_ - -161.8 + 1.5900( I -0.415X 2 +22.05X 3 -0.735)( 4 -355.81( 5 -0.00282XIX 2

-O.0882XIX 3 +2.2_2X 5 +I.47X4X 5 (5)

where

Y3 " Hydrogen content in

X i . Hater vapor present in the shielding gas in PPN

X2 = Neasured amperage

X3 =Measured voltage

X4 = Arc-exposure time

X5 - Thickness of parent plate

Y4 = Dendrite spacings

Analysis of the data showed that the dendrite spacings were not a

function of any of the independent variables.

Y5 " 64,420 + 1200K -2.400( 2 (6)

where

Y5 = Number of pores in a volume equivalent of one grmu of weldmetel

X I - Hater vapor present in the shielding gas In left4

Equation (3), for the grevimetrically determined percent porosity, is only

e function of the water vapor in the shielding gas. None of the other

independent variables Influenced this behavior. In other words, within
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the 95_ confidence limits, the degree of dryness of the shielding gas

determines the extent to which porosity will occur.

The time for the weld metal to reach the eutectic temperature, equation (4),

is also only affected by the moisture in the arc atmosphere. This,

however, Is a more complex relationship than that of equation (2). The

time required for the molten metal to reach the eutectic temperature

decreases with increasing water vapor until e minimum is reached at 250

PI_. The solidification time then increases with increasing, moisture

content in the arc atmosphere. This is thought to be a result of two

simultaneous, competing processes. One of these is e cooling process;

the other is a heating process. The cooling process probably results from

the removal of heat from the melt by the hydrogen bubbles as they leave

the melt. The heating process is caused by the liberation of the latent

heat of solution by the hydrogen as it precipitates from the melt. Small

quantities of hydrogen, precipitating from the liquid, give up a smaller

amount of latent heat than they remove by absorption when they pass

through and leave the melt.

Larger quantities of hydrogen probably liberate more heat of solution

than they remove from the melt. In the system under study, the heat

removed and that liberated by the hydrogen are most closely matched when

the atmosphere above the melt contains 250 PPM of water vapor.

Equation(5_ for the quantity of hydrogen in the weld nugget, is the most

complex of all of the equations. It is e function of all of the independent

variables. Again, water vapor, in the arc atmosphere plays an important

role even though its coefficient is relatively small. This results from

the fact that the water vapor is in hundreds of PPM; this gives • large
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contribution to the equation. By the same token the effects of thickness

are considerably smaller than they appear to be, because I/4 and 3/4-in.

specimens were used. This was the only case where any of the variables,

other than the composition of the arc atmosphere, had significance at

the 95_ confidence level. A more complete explanation of this complex

behavior is beyond the scope of the present investigation.

Repeated analyses of the data for dendrite spacings, Y4, showed that it

was not a function of any of the independent variables. Plots of this

quantity versus the other dependent variables provided no significant

relationships.

Equation(6_as for equotions(3)and(4_ is only a function of the amount of

water vapor in the arc atmosphere. In a manner analogous to equation(4),

equation_)shows that a maximum number of pores occurs at 250 PPN of water

vapor in the arc atmosphere. This behavior is in agreement with equation_J.

Where long solidification times are predicted by equation(4),correspondingly

low porosities are given by equation_ the reverse of this is also true.

This behavior may be explained by the mechanism that long solidification

times permit a high degree of escape of the hydrogen from the melt; shorter

solidification times result in a greater degree of entrapment of the

hydrogen bubbles.

The volumetric nucleation rate has been defined as the number of pores

formed in a given welding situation divided by the time that the weldment

took to cool to the eutectic temperature. Equations (4) and (6) were used

to calculate the nucleation rates for the solidification times representa-

tive of the maJority of the date in Table 3. Both of these equations are

dependent only upon the amount of water vapor In the arc atmosphere.
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Water vapor contents ranging from 250 to 500 ppm were employed for these

calculations. Smaller quantities of moisture were not considered since

the low value used In this work,•15 ppm,is uncertain. The volumetric

nucleation rate as a function of the inverse square of solidification

time is shown in Figure 12. Short solidification times of about three seconds

showed high nucleation rates; long solidification times of about six seconds

showed low nucleation rates. This Indicates that the weldments whould took

longest to solidify provided the most time for the entrapped gas to

agglomerate and/or escape; those with the shortest solidification times

entrapped the greatest number of pores. However, as will be shown Inter_

the growth rate of pores formed during long solidification times was much

greater than that of pores formed during short solidification times.

Equations (3_)and(6) along with the known density of the parent plate

were used to calculate the average growth rate of the pores. As in the

previous calculations, these equations are functions only of the amount of

water vapor in the arc atmosphere. Equation (3) provided the gravimetrically-

determined porosity for e given level of water contamination. This information

along with the known density of the parent plates permitted the calculation of

the total volume occupied by the pores. These data divided by corresponding

data from equation (6), for the number of pores, provided the average pore

volumes for given contamination levels. The average pore volumes thus

obtained were then divided by their corresponding solidification times

calculated by means of equation (4) to provide the average growth rates.

These are shown in Figure 14 as functions of the square of the solidification

time. The data for contamination levels lower than 250 ppm of moisture are

considered to be interpolations because of the previously-noted uncertainty

in the low hydrogen levels used in this work.
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The data plotted in Figure 14 show 8 uC" type relationship. Samples

demonstrating long solidification times coupled with high contamination

levels showed more rapid porosity growth rates than those which showed

shorter solidification times and lower contamination levels. This effect

is probably 8 result of agglomeration, since the number of pores,

Figure 13, is small for these conditions. A °'knee" appears in the curve

at 8 solidification time of about three seconds and 8 contamination level

of 250 ppm. If the trend indicated for the interpolated portion of the

curve is correct, then the longer solidification times at decreasing con-

tamination levels indicate a decrease in the average pore growth rate.

The curve shape indicated in Figure 14 appears to be reasonable because

lower contamination levels (less than 250 ppm) would be expected to induce

less porosity than higher amounts of water vapor. In addition, longer

solidification times would provide a better opportunity for the escape of

such low levels of porosity. Thus, the water vapor level in the arc

atmosphere should be kept as low as possible and solidification times should

be at least three seconds in order to keep the porosity growth rate as

snmli as possible.

The pore volume fraction as a function of the Johnson-Mehl parameter, NG3T4_

was calculated from the data previously obtained for N,G end T as noted above.

The results are given in Figure 15. Again, the data for contamination levels

less than 250 ppm are considered to be interpolations. A sharp discontinuity

appears in this curve. Two mechanisms appear to be operative. For the low

levels of contamination and their correspondingly short solidification times

the controlling factor is probably that o£ entrapment. However, at con-

tamination levels of 250 ppm and greater the mechanism appears to be that of

the escape of porosity as well as entrapment. This is in agreement with
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the behaviors previously noted for both the nucleation and growth rates.

The second part of Phase I has two purposes. The first of these is to

correlate the behavior of 2014-T6 with that of 2219-T87 in water-contaminated

arc atmospheres. The second purpose is to describe the reactions of both

alloys when pure hydrogen, in amounts _luivalent to those employed in the

water-vapor studies, is used in the arc atmosphere. The test conditions and

results are given in Tables 4 end 5.

Preliminary statistical analyses show that more samples are needed before

any correlation can be nmde between the behaviors of 2014-T6 end 2219-T87

In water-contaminated arc atmospheres, This work has been scheduled.

The results of the influence of free hydrogen in the arc atmosphere are

very interesting. The data, Table 5, show that free hydrogen, in the amount

equivalent to more than 500 ppm of water vapor, caused no observable

porosity. This is true for both 221g and 2214 aluminum alloys. This is

considered to be conclusive evidence for the statement that hydrogen must

enter the weld pool after dissociation from water vapor. It is also Indicated

that the free hydrogen is much more difficult to ionize than is water vapor.

This may provide an explanation for the observed differences in the porosities

of welds made under nearly identical welding conditions except for the fact

that they had been welded during different days. Differences in the

humidities of the two days could account for the porosity differences.

Since weld porosity appears to result from e source of readily-ionizable

hydrogen, other sources could be the presence of organic materials in or near

the joint preparation. It is considered that the behavior of such compounds

would behave in a way similar to that of water vapor.
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TABLE 4

ACTUAL TESTING CONDITIONS FOR PHASE I, PART
(2219-T87 AND 2014-1"6 MATERIAL)

EXPER I MENT
AND

SPECI MEN
NO..N.

i

II
AI9100
A19102
A19104

AI4105
AI4106
AI4107
AI4108

13

1429
1473

1458

14
19144

19169

19143

1420
142
1412

II
AI415
AI417
A 1420

14
1435
1427
1451

AV^IU BLE
FREE

HYDROGEN
( PI_ )

i

71
71
71

71
71
71
71

<15

<15

<15

71
71
71

71
71
71

WATER VAPOR
CONTENT

(PPM + 5%)

500

500

500

5OO

5OO

5OO

AMPERAGE
(AMPS

+ I AMP)

92.4
87.8
88.2

88.4
88.4
88.0
88.4

148.0
149.4
149.0

97.6

88.0
87.8

gO.O

88.2
88.4

88.0

88.6

88.2

92.0
92.0
92.0

i .,

VOLTAGE
(VOLTS
0.1 VOLTS)

18.0
18.1
17.5

16.5
16.55
17.0
16.5

NA
15.0

14.1

16.6
16.7
17o9

16.6
16.5
16.8

14.0
14.5
14.8

5.5
15.0
14.0

AR_;"EXPOSURE

TIME

(SEC + 0.5 SEC)

80

80

80

80
80
80
80

80
80
80

40
40
40

40
40
40

80

80

8O

40
40
40

e Prefix "A" indicates 3/4-Inch materiel; the others are I/4-1ncb.
The first digit Indicates Phase I.
The second digit indicates type of material

9 Indicates 2219-T87
4 Indicates 2014-T6
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TABLE 5

RESULTS FROM PHASE I, PART B; BLOCK 5
(2219-T87 AND 2014-T6 MATERIAL)

FREE HYDROGENAVAI LABLE = 71 PI_

EXP &
SPEC I -
MEN
NO. w

"il "
AI9100
A 19102
AI9104

AI4105
AI4106
AI4107
AI4108

13
1429
1473
1458

14
19144
19169
19143

1420
142
1412

II
Ai415
AI417
A 1420

14

1435
1427
1451

PERCENT
POROSI TYi
(AT 27)(

I_GN. )

0
0
0

0

0
0

0

0
0
0

0
0
0

0
0
0

4.68 _
4.83 _lt
5.22 _

3.96tHt

II .42 _
22.59 tilt

i i i

At

( _LO.25SEC ]'

NA
7.7
3.4

NA
3.1
3.8

NA

NA

2.5
NA

I.I
I .75
NA

2.4
2.0
1.2

iW^TER VAPOR

N

AVERAGE

(PORES/4 t
BY VOLUME)

0

0

0

0 F

I0
0
0

I
i

0
0
0

0
0
0

0

o I
o I

,,,, 500 PPM

2.8
2.6
2.4

2.1
2.8
2.3

648
47,897

2,499

13,965
8,448

11.118

AVERAGE

PORE
RADIUS
( INCHES
X 10-4)

i

0
0

0

0
0
0
0

0
0
0

0
0
0

0
0
0

73
18

49

25
43
51

i

G
AVERAGE:

(IN.3/SEC.
X I0 -9)

0
0
0

e Prefix '_" Indicates 3/4-1n material; the othsrs are
_ltGravimetric Determinations.

0

0

0

0

0
0
0

0
0
0

0
0

0

59 I
8.89
200

30.6
118.6

249

I/4-1n.

DENDRITE
SPACI NGS

( INCHE_;
X I0 -4 )

4.6
3.9
8.3

2.9
5.b
7.0
2.7

7.5
7.2
6.6

5.9
2.9
8.1

3.5
3.4
3.8

4.7
5.7
m_m

3.1
2.6
i.9

HYDROGEN

(PPI4 O, OI
± o.5:1)

i
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The first portion of Phase 2 employs bead-on-plate welds on 2219-T87 and

parallels the work described in Phase I for the static fusion welds. The

welding parameters are the same as those given in Table I.

The actual test conditions and the available results are given In Tables

6 and 7. The preliminary statistical analyses will be made when the

hydrogen contents of the specimens become available. These have been

delayed because of a mechanical failure of the gas analyzer.

One preliminary observation may be made. The porosity of the bead-on-plate

welds is considerably larger than that of the static welds. This has

permitted better X-ray observation of the presence of porosity. A com-

parison of the percent porosity as determined by X-ray and by gravlmetric

means is given in Figure 16. It appears that a fair agreement exists

between these two methods up to about 20_ porosity.

I. Saperstein, Z.P. and D. D Pollock, "Porosity and Solidification in

Aluminum Welds" Douglas Aircraft Co., Engineering Paper 2046, Presented to

HSFC AluminunWelding Symposium, Huntsville, Ala., July i964. (This paper

contains a comprehensive list of references on the effects of hydrogen

in aluminum welds.)

2. Smith, C. and Guttman, L., Trans. AIME, Jan. 1952, p. 81.

3. Cottrell, A. H., _heore+icai Structural Metallurgy", Edward Arnold,

London, p 241, 1951o
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TABLE 6

ACTUAL TESTING CONDITIONS FOR PI_SE
(2219-1"87 MATERIAL)

I I ,, PART A

EXPERIMENT
AND

SPECIMEN
NUMBER_

i i

I
2927
_4--C
2942

2
2921
2946
2972

3
29_
2970
2971

4
A2915
A2923
A2958

5
A295
A2936
A2961

6
A2922
A2930
A2931

7
A2927
A2955
A2963

8
294-B
2953
2959

9
2950
2957
2984,

ATMOSPHERE

(WATER VAPOR

CONTENT

RF'M, :e. 5g)

250
250
250

<15
<15
<15

5OO

500
500

5OO
5OO
5OO

<15
<15
<1.5

500
5OO
5OO

<i5
<i.5
<i5

<15
<15
<15

5OO
50O
50O

AMPERAGE

(AMPS :!:
I AMPS)

120.0
121.0
122.0

91.6
90.0
91.0

149.0
151.2
150.0

160.0

90.0
88.0
94.0

150.0
150.0
15.3.0

90.0

91.0
91.0

90.0
89.0
88.0

1.50.0
150.0
148.0

"VOLTAGE

(VOLTS +
O. I VOLTS)

1.5.7
17.0
16.5

15.8
15.5
16.5

18.5
21.5
20.7

19.0

1.3.5
13.0
16.0

14.0
14.0
13.0

18.0
20.0
19.0

21.5
19.5
20.0

17.0
17.5
18.0

m ii

WELDING
TRAVEL
SPEED

(IN/MIN .1: O. I0 IN)

• i I

i.5
i.5
1.5

I.0
1.0
1.0

2.0
2.0
2.0

1.0
1.0
1.0

2.0

2.0

2.0

2.0

2.0

2.0

1.0
1.0
1.0

2.0
2.0
2.0

1,0
1.0
1.0

* The prefix "A" indicates 3/4-1n. material; the others are 1/4-in.
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TABLE6 (CONT'D)

ACTUALTESTINGCONDITIONSFORPHASE
(2219-T87 MATERIAL)

II, PART A

'f:XPERIMENT .....

AND

SPEC IMEN
NUMBER e

= ill i i ,

10

2920

29 79

II
A2913
A2952
A2966

12
A292
A_50

13

29 14
2975

14
29 I
2974

15
2955
2983

16
2954
2976

17
A29 19
A2926

A294 I

18
A2934

A2937

19

2928

297.3
2977

ATMOSPHERE
(WATER VAPOR

CONTENT
PPId, + 5%)

IL g L R In

250

250

5OO
5OO
5OO

<15

<15

<15

<15

5OO

5OO

<15
<15

5OO

5OO

5OO

5O(:)

5OO

<15
<15

250
250
250

AMPERAGE

(AMPS +
I AMPS)

120,0
120.0

90.0

91 .O

149.0
150.0

89.0

90.0

149.0
149.0

90.0

90.4

8g.5

90.0
90.6

149.0

121.0
120.0
120.0

• The prefix "A" indicates 3/4-in. materiel;

VOLTAGE

(VOLTS ±
0. I VOLTS)

16.0
20. I

18.0

18.0

15.2
15.0

19.0
19.0

14.0
18.0

14.0
15.0
15.0

18.5

17.0
19.5
19.8

the others are

......WELDING
TRAVEL

SPEED
(IN/MIN ±0.10 IN)

1.5
1.5

2.0
2.0
2.0

1.0
i,0

2.0

2.0

1.0
1.0

1.0
1.0

2.0
2.0

1.0
1.0
1.0

1.0
1.0

1.5
1.5
1.5

1/4-tn.
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TABLE7

RESULTS FROM PHASE ii, PI_:_T A
(2219-T87 I_TER IAL)

EXPER IMENT PERCENT At
AND POROSI TY

SPECIMEN (GRAV I - (¢43.25 SEC)
NUMBER e METR I C)

N
AVERAGE
(_ES/At

BY
VOLUME)

i i

I
2927 2.64 7.5 13.031
294-C 2.08 5.5 8324
2942 5.58 4.75 7828

2
2921 0 6.25
2946 0 6.5
2972 0 6.0

tm

_e

_J

3
29 23 4.05 13.0 6944
2970 5.00 13.5 976
2971 2.75 12.75 5878

4
A2915 4.90
A2923 3.56
A2958 4.27

5
A295 0 0.8
A29_36 0 O. 6
A2961 0 O. 5

_Q

_m

6

A2922 6.3 3.5 47,003
A2930 10.3 3.0 112,485
A2931 16.5 2.7 64,552

7
A2927 0 4.0
A2955 0 4.3
A2963 0 4.3

8
294-B 0 6.2
2953 0 6. I
29 59 0 6.9

_m

m_

om

9
2950 24.5
2957 4.65 25.6 4872
2984 4.86 29.5 702

• i |

AVERAGE
mORE

RADIUS
( INCHES
X I0 -4)

II
13
20

Q_

m--

13
27
12

23
19
16

13
12
17

wQ

_m

w_

_t

_m

13
'23

e The prefix "A" indicates 3/4mln. material; the others are

79

G

AVERAGE
(IN3/
SEC
X I0 -9 )

ii i

0.80
1.81
7.18

0.77
6.37
O.M

2.51
2.44
7.79

m_

om

I/4-1n.

[' DENDR'ITE
SPACI NGS

(IN
X 10-4)

9.6
9.3
9.4

9.8
9.8

I1"1

I0.0
5.9
3.8

11.6
11.4
11.4

3.2
5.6

4.0
5.2
5.3

7.7
5.1
6.6

9.1
5.6
7.9

8.9
10.6

HYDROGEN

(PPN,
0.01

I I I



TABLE 7 (CONT'D)

RESULTS FROM PHASE II, PART A
(2219-T87 MATERI AL)

'EXI_ERIMEN_r

AND
SPEC IMEN

NUMBER

i

I0
2920

2979

II
A2943
A2952
A2966

12
A292
A2950

13
29 14
2975

14
29 I
29 74

15
2955
2983

16
2954
2976

17
A2919
A2926
A2941

18
A2934
A2937

19
2928
2973
2977

PERCENT
POROSI TY
(GRAV I -
METRIC )

5.67
3.49

21.8
16.3
16.58

0
0

0
0

4.52
6.50

0.32
0

9.88
15.88

5.32
2.82
3.70

At

(_0.25 SEC)

i • I i i

3.7
4.9

3.3

3.5
3.5

5.3
6.0

4.7
4.7

5.8
3.3

20.2
20. I

5.3
5.4

6.1
5.3
5.7

3.0
5.0

5.5
5.25
7.6

• i

N

AVERAGE

(PORE S/At
BY

VOLUME _,

17,994

I O, 730
165,970
24,748

mm_

79.49 I
3533

I0, 521
_m

5064
2153

8341
933

morn

mm_

14,803
9368

77. 594

AVERAGE
PORE

RAOI US
( INCHES

. X,,.I,O-4 }

17
16

34

II

23

mo

ml

8.1
31

5.4
m_

,28
44

28
35

w_

R_

15
14

6.9

G
AVERAGE

(IN3/
SEC

X. 1,0-9) j

5.25
3.67

51.03
I.53

14.09

0.38
38.75

0.032

17.02
30.24

_mm

2.70
2.42
0.18

DENDRI TE
SPACI NGS

(IN
X I 0,4)_

I1.1

"3.2
4.1
4.1

6.1

4.8
7.6

9.6

10.9
8.8

3.5

3.4
3.6
5.6

6.6
5.8

10.9
10.6
6.2

i

HYDROGEN

(PPM,
0.01

io. 5g)

8O
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POROSITYFORMATIONAS A NUCLEATIONANDGROWTHPROCESS

The evolution of gas from a melt is e process which is dependent upon two

major mechanisms: the nucleation of stable agglomerations of gas molecules

and the growth of such nuclei into bubbles, which appear as voids or porosity

in the solidified matrix. Classical thermodynamics (Reference 3 ) n_y be used

to demonstrate the factors affecting the two major parameters end to show how

these may be used to explain observed, experimental behavior.

Nucleation

A stable nucleus of formerly dissolved gas will form when the Gibbs free

energy (_F) becomes negative. This quantity may be expressed as the sum

of component tree-energies:

_F -- -_F m +_F s +AF c , (I)

WhereOF is the chemical free energy ofthe nucleating gas, AF s is its
m

surface free energy andAF c is its strain energy. Since this work is primarily

concerned with gas evolution in the liquid state, AF c will be negligible.

Under these conditions, Ar s set the lower limit on the size of the stable

nucleus. If_F s is too large (molecular agglomeration too small), the nucleus

will redissolve. IfAF s is small (molecular agglomeration large), the nucleus

will grow.

Equation (i) may be rewritten as

_F -k I a3 + k2 a2 (2)

where k I is the chemical energy per unit volume and k2 is the surface energy

per unit area and a is the radius of the nucleating particle. The equilibrium

nucleus size derived from equation (2) is found to be
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ao -
3k

I

and the change in free energy thus becomes

(3)

27k I 2

The smallest stable nucleus that will form an observable void in a eutectic

system, such as under consideration in this work, is that which forms at the

eutectic temperature and has sufficient time to grow. Under these conditions,

the equilibrium nucleus size, ao of equation (3), will be a constant, and equa-

tion (2) may be employed to reexpress equation (4) as

_F - Const. k2 (5)

Thus, the change In free energy wi II be an inverse function of the radius (r)

of the particle as given by

I
_F - Const.

2
r

(6)

since the surface energy varies inversely as the area of the gas nucleus.

In the liquid state considered here, the diffusion of the gas at(xns through the

liquid to the growing nuclei will be relatively unimpeded (Reference I_). The

nucleation rate, N, may be approximated by

N - Const. exp. -Z_F/RT (7)

However, the temperature at the eutectlc is constant until solidification Is

completed, so that equation (7) may be rewritten (using equation (6) and a

series approximation for ex) as
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N=Const.
r 2

Equat/on (8) provides an approximation of the rate of nucleation of the small-

est observable gas bubbles which grow at the eutectic temperature. The rate

of growth, G, of these bubbles must now be described. The growth rate of a

sphere is given by (Reference 14)

G = dV=41rr2 dr , (9)
dt dt

where V Is the volume of the growing bubble and t is the time, At a given

temperature, the eutectic temperature, the bubbles may be assumed to grow at

an essentially constant rate. Expressed mathematically,

dr . Const. dt. (10)

Integration of this equation gives

r = Const. (t - t E) (11)

where t E is the time of growth at the eutectic temperature. For a given alum-

inum alloy composition subjected to a given amount of superheating, t E will be

very nearly a constant value. Thus, ell bubbles which grow larger than what

was previously defined as the smallest observable bubble will have radii that

are a direct function of the time that the molten material was allowed to grow

at temperatures above the eutectic.

Equation (11) may also be employed to provide further insight into the nuclea-

tion rate as given by equation (8); this becomes

N = Const,

(t - tE)2

(12)

Thus, the nucleation rate is shown to be Inversely proportional to the time
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that the melt is kept above the eutecti¢ temperature - in agreement with ob-

served behavior.

In applying equation (11) to equation (9), the growth rate may be rewritten as

G =Coast. (t - tE )2 (1_)

Integration of both sldel of this equation with respect to time, between the

tGdt - Const. (t - tl:)3

E

limits of t E and t, gives

(14)

This is an expression for the total volume of all bubbles at an initial time,

t. The total volume of Voids grown after that is

df l _rt_Gdt _ N (I- f) dt , (15)

where f is the fraction of the gas that is contained in the bubbles. When

equation (15) is integrated and equation (12) is substituted for N,

(t - tE)2

(16)

Thus, the fraction of the gas that has precipitated from the melt and coalesced

to form bubbles is primarily a function of the time that the melt spent above

the eutectic temperature. To a first approximation, equation (16) may be shown

schematically as in Figure IA, where most of the bubble #or,mtion occurs

before t E. The volumetric fraction of porosity is also expressed by equation

(16), except that the proportionality constant is different.
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FRACTION OF VOLUME OF AVAILABLE GAS IN BUBBLES

(THE FRACTION OF VOID FORMATION AFTER "1"E IS LARGELY
UNOBSERVABLE),

Io0

0
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COOLI NG T I ME OF MELT
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FIGURE IA
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IITRODU_ION

The effects of conta_Lnation influx into the inert helit_ shielding
envelope during production welding of _19-T67 aluminum has been a
controversial probleu for a nuaber of years. The continued increase
in requirements toward ultra high reliability in alu_inua weldments
has emphasized the need to quantitatively define the effect of this

uncontrolled variable on weldment quality.

To evaluate various ga_ contamination effects on 2219-T87 alwainua a
study program was initiated for the NASA/MSFC Welding Develol_nent
Laboratory by Tae Boeing Quality Control Research Section. The four
gases - hydrogen, ox_en, nitrogen and water vapor - were the major
v_rtables, maintaining other paro_eters such as voltage, amperage,
Joint prepa_tion and cle_uing procedures constant.

Since porosity is recognized as one of the n_or problems in al_Binua
weldments, the program was designed primarily to determine the ma_nltude,

frequency and level of porosity that would result from the specific gas

contaminants when introduced into the arc zone. However, the physical

properties (bend ductility, fatigue life, and tensile strength) are yet

to be evaluated with only bend _uctility being studied in the initial

phase of work.

The experimental approach was based on a gas sa_pliag concept developed
at Boeing, where it was established that gases extracted near the weld
arc and analyzed coul_ be related to weldment quality.

The initial phase of the Effects Study program has been completed. The

initial study included (i) the determination of the relationship of the

contaminants to weld characteristics, (2) the establishment of general

concentration range of the conte_ts requiring quantitative defini-

tion and (3) the design of a quantitative study.

PROGRAM DESID_

A statistical prograa was designed as a guide to experimental weldment
preparation and evaluations. The objectives of the design were to
determine:

i. The variability between panels welded under similar conditions
(used to test for significance of the variables);

2. Whether variability between welded panels made under siailar conditions
is the same with or without the presences of contaminants;

S. Whether contasLlnants have a significant effect on weldment quality;
and
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_. Whether there are any st_Lflcant interactions aaong contaatnants.

T_e des_n _:_luded a tota_ of 39 treataents (exl_r_tal runs) _hich
were broken down _to the fol._vi_ parts.

le

2.

A c_ete 2_ factor_ _ 16 lzme_;

A _ level of each contaatnsnt with other at their lowest measurable
level, sewm l_ls;

3- Repeated rm_ at the center of the factorial to cleteraine variability
with eon_ present, four panels;

_. Repeated runs wAth the loeest measurable levels of contaatnants to

_-teratne variability under siLtlar conditions, 12 panels.

A 30 inch test _l_ent was prepar_ and evaluated for each of the required
teat runs.

Step 0he

_he cheaically cleeaed panel was reaoved from the plastic wrapping and
placed on the vorkbeneh as shorn. A _ fl].e, _'o_xl. _ooth on
the flat surfaces to prodnee a knife e_e, _s used to serape the surface
adjacent to the _otnt. Particular care was taken to scrape the panel
fr_ the freshly cleaned area toeard the oxide-coated surface. In this

manner the scraper cu_,s benes'r_h the oxldLe stu_a_e reduct:_ the posstbl].tty
of _ contaatna_ton futo the base aetal. The scrapt_ process vaa
carried out on both sides of the panel until the surface oxide was rem_v_
3/_-_ back fr_ the _ e_e.

The veldment panel vas place_ in a wise anal the butt Joint filed in the
same manner as the sides, filing from freshly exposed metal tom_ the
oxide-coated surface. In thls case the flle proved to be more ef/'ecttve
for cleaatag the butt Joint _ the _ scraper becanse it was
easier to keep the tool flat on the Joint vhen removing the oxide layer.

Step Three

:he top _auel was placed in the wel_aent ft_a_ a_ a_ by p_a_ns
two alig_aent arms on the Jig table. A aetal fiager projected fr_s each
of the ares at a height equivalent to the ce_terltne of the back_ bar.
The top panel _s positioned to rest on the all_nmmt am fingers and
securely clamped in place using a torque wrench on the ftDger bolts.
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Step Four

The bottom panel was inserted, pressed ti@htly against the top panel

butt edge, and clamped with torqued finger pressure.

Step Five

The matched pair of panels mounted in the fixture was loaded into the
chamber. _he chamber was evacuated to a pressure ranging from 3 x 10-5
tO 6 x lO-b_m _g, l_S valved off, and backfilled with helium in

approximately 30 seconds.

Step six

After backfill of the chamber, the ma_s spectrometer was calibrated to

check for sensitivity. The gas flows in the backup bar and weld cup

were then adjusted to the predetermined setti_ of 15 cu ft/hr in the

torch cup and 1/4 cu ft/hr in the backup groove.

Introduction of the 1_, H_, 02, and H20 gas components .into the shielding
gas was made quite simple by using the measurement instrumentation. The

highest contaminant to be added was admitted to the helium stream until
the required concentration was reached. The next highest concentration of

gas was then added, and so on until all contaminants required were flowing

into the shielding gas. The concentrations were then rechecked and re-

adjusted, since change in the gas flows as a result of the additions had
caused v_riations in the initial concentration setting. The process of

making a flow change to effect the desired mass spectrometer reading for

each gas was repeated several times; with each adjustment, the required

mixture was more closely approximated. This process was carried out in

a relatively few minutes since the response time of the instrument to

changes in concentration is less than 30 seconds. G_s flows through
the torch and backup were established and controlled with calibrated

flowmeters located in the exhaust tube of the atmosphere control chamber.

Calibration was performed before and after welding to establish sensi-

tivity variance of the mass spectrometer. Calibration was established by:

i. Running pure helium through the torch to establish background levels;

e The sensitivity for each gas was found by flowing gas n_xtures
(analyzed independently with a gas chron_tograph and by the

manufacturer) past the inlet port.

Step Seven

In the welding operation, three people were required to produce a test

weldment. The gas analysis specialist monitored gas concentration duriDg
the operation. The welder observed the weld as it was formed and corrected

any mechanical deviation in arc length, wire feed, and fluctuation in arc
characteristics. The technical weld specialist monitored voltage and

amperage settings an_ made minor changes as required.
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As woul_ be expected when fusion-_l&tng aluatnma in the horizontal
position, a prinellml problea vas the establtstaent of a schedule
that _ _e _ing of the top bead. A nunber of trial
vel_ were aa£e ustag hellm only to establtoh a veld setting that
___4 pro4nee test psnels with an acceptable bead shape an_ quality.
The only vazlables that vere adJuste4 once the schedule vas estab-
lished _we in voltaKe an4 _ in vbAch sna3_ chsaKes were re-
quired to c_pen_te for the variation cased by gas concentration
ch_. These changes were necessary to proauce a wel4 with the

proper penetratloa.

step 

Prior to removal of the veldment panel _ the cbsnber, the mass

speetrcmeter was again checked for _itivlty vlth the calibrated

gases. The panel vas then renovea from the chamber and flxture.

Step Hine

The fixture was cleaned by wipi_ with ganze dampened with met_l

eth_l ketone prior to loa_ the next test panel.

Step Ten

The final steps in the weldnent sequence was recordi_ of data, visual

exa_tlon of the vel_ed _est penel, an_ steel-sta_ing the Identl-

flcatlon code on the panel end.

RESULTS AHD CO_IOKS

Yollc_ the preparation of the test veldments the samples were evalu-

ate_ by radiographic, gravlmetric porosity, and bend analysis as weal

as visual observation of general _1_ bead chazacteristtcs. The _ta
was then c_ processe4 and evaluated statistically.

Since time does not petit, the statistical trea_ent of data will not
be &lscussed. Th_ iDfoxwation i8 outline_ in detail in the Boeing
_t 1 Ref_. The resul_ of the stu_ are pictorially illus-

 oto 11 16.

Photo 11 shows _e metallosx_phie anal_is of velds prepared at low
eonta_t_tion levels. Photo 12 to 16 show the effects of contait_tton
ad&ttions. As can be seen the addition of coition provides a

vide range of porosity dependin_ on the type and level of the gas
in_.

Reference 1 Inert Gas Weldment EfTects Study Phase I Report,
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Photos 1 to 10: TEST WELDMENT OPERATION 
SEQUENCE 
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Photo 11: MRALLOGRAPH IC PHOTOS 
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In general, the statistical eusalysis showed that in almost all cases,

porosity increases when hydrogen is increased. This is also generally

true for rater vapor; however, in some cases on increase in water vapor

causes a _rease in porosity dependent on the levels of the other

contaainauts. An increa:e in ox_Een may also cause an increase or de-

crease in porosity. For example, when studying the three-factor inter-

• etlon oxen, ws r vapor  ble i. (o2,  aO)
for large porosity in the total weld, the following is noted: _'in_mse

in h_gen causes an increase in porosity, except vhen oxygen is at the

low level and water vapor is at the high level. An increase in water

va_or causes an increase in porosity, except when ox_ is at the low

level and h_ is at the high level. An increase in oz_q_en decreases

porosity when hydrogen is at the high level and water vapor is at the low

level, and when hydrogen Is low and water vapor is high. However, an

increase in oxygen vhen both hydrogen and water vapor are high increases

l_rost_, A similar evaluation showed that increasing nitrogen can In-
crease or decrease porosity, depending on the levels of the other contsainants.

The same type of effects were noted for the transverse shear strength (Bend

Test) when studying the four-factor interaction: Increasi_ h_en _e-

creases the shear strength in 8cue cases and causes no change in others.
Increasing water vapor or nitrogen can either decrease or increase shear

st_h. Increasing oxygen ineresses shear stz_n_h except when h_zosen
is at the hlgh level and nitrogen and water vapor are either both at the
low level or both at the high level.

There were significant effects and interactions for aost of the measures

of wel8 quality evaluate4; however, the effect on porosity appears to be

the most important. While there were some significant effects and inter-

actions dete_ed i_ the bend test data, the size of these effects was

sasll. Only when the eontaainants vere varied beyond the range covered

by the factorial experiment were the effects large. For exile, when

hydrogen was increased to 16,800 ppa, a large decrease in the shear

strength and increase in the ben_ angle were observe.

It was concl_d as a result of this analysis that all contaainant8
studied have an effect on weld quality and that the effect of tMe eon-
taainants is not in_ependent. The fact that the mean of the weld
quality responses dt_ not coincide with the values at the center of the

fac_rial design suggests the relationship between the ¢oz_Lu_ata and
weld qusltty Is nonlinear. To establish a valla relationship It was
de_ that all contaalnants must be studied in the continuation

queatitative phsse an_ that aore than _ levels of each eonteminant

=ust be includ_L in the experimental design. Review of the Phase I

results indiea_es thst the Sl_cing of levels of the contmeination for
Phase IX should be arltlmetle rather than on a logarithaic scale.

FUTm_ STUDIES

Since the initial objectives to establish a si_niflc_ut relationship between
shieldi_ gas contmLinants and weldaent quality was accc_pllshed, a second
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phase program was designed to detenaine a more quantitative relationship.

In the second phase of study we have attempted to design a program to

yield data which can provide some co_n basis for relating shielding gas

contamination as defined in this study to weld problems throughout industry.
In order to accomplish this the following mathematical considerations have

been postulated as an initial step toward defining the contamination

variables in terms that can ultimately be related to other weld schedule

parameters. For this purpose, a weldment quality level expressed as QL

has been defined as the weld bead characteristics resulting from gas con-

taaim_tion at one fixed weld schedule: This quality level may be expressed

in terms of porosity, bend ductility, fatigue life, or a combination of

properties related to the gas contamination. The determination in Phase I

that contamination is related to the quality of the weld allows the

quality level (QL) to be expressed as a function of the contamination
effect (C) as follows:

QL= F(CI' C2' C3"---Cn) (i)

Where CI, C2, C3---C n represents the contamination effects of contamiDants
I, 2, 3, to n.

The contamimLtion effect of a given contaminant (x) can be expressed in

terms of the quantity of weld bead as:

%,,= (2)

Where Cx = the contamination effect of contaminant (x)

R x = the level of contamination

W x = the quantity of the weld bead per unit inch affected

The level of contamination (Rx) is a function of the concentration and the

flow rate of the gas. The quantity of weld bead (Wx) is a function of the

energy input, filler metal addition, heat dissipation, travel speed, cooling
effects of the gas, etc. In the special case where all variables remain

constant except a single contaminant (x), QL would be related to Cx as
foll_:

k cx (3)

Where (k) is the proportionality constant relating the contamination level

(Cx) to a quality level such as percent porosity. The study will be con-

ducted at one weld schedule s_ th.e constant (k) for that schedule only

will be determined. Since the quantity of the weld bead (Wx) is related"

%o the contamination quality level (QL) (Equation 2), the Phase II program

should provide an insight to the effects that changing other weld parameters

will have on the properties of the weld at a constant contamination level.
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In light of the test results an_ the theoretical considerations, Phase IT
was designed to quantitatively establish: (i) the level of porosity re-

sulting from each specific concentration of contamination_ (2) the concen-

tration at which porosity begins to occur, (3) the levels of porosity re-

sulting from the addition of mixe_ conlmmination, and (_) the mechanical

relationships resulting from the contamination additions. In addition

to the work previously scheduled, a preliminary survey will be made of

the effects of contamination on the root surface of the weld bead only,

to better simulate production conditions.

In the secon_ phase of study the evaluation of samples wlll include

radiographic, aetallogrsphic, fracture toughness, tensile, fatigue an_

gravimetrlc analysis.

In our opinion this program is a significant step in attaining higher

weldment quality in 2219-T87 aluainwa and three important results as re-

lated to gas contaminants are expected from this study as follows:

le An increase in engineeriug flexibility in establishing structural

design requirements to the desired porosity level, strength,

ductility or fatigue life; and

2. To provide information necessary to control contamination levels to

fabricate to the engineering requirements; and

3. To ultimately aid in attaini_ the major objective of higher re-

liability in aluminum weldments.

I04



!

f

106



EFFFL_S OF POROSITY ON MECHANICAL PROPERT_

OF -  m I TW  UMI MW nS

_ii¸ _i;-_

Reference NAS 8-]-1335

REPORT OF PROGRESS

January 19, 1966

Edward J. Ruper%

John F. Rudy

MARTIN MARIETTA CORPORATION

MARTIN COMPANY

WELD I_ RESEARCH AND DEVELOPM_

DENVER, COLORADO

PRECEDING PAGE BLANK NOT FILMED.

107



Z

EFFECTS OF POROSITY ON MECHANICAL PROPERTIES

OF 2014-T6 AND 2219-T87 ALUMINUM WELDS

I. INTRODUCTION

The objective of this program is to derive a working relationship

betwee_ the mechanical properties of a weld and porosity within the weld.
The final statement of this relationship will be in a form to enable

intelligent acceptance or rejection (repair) of a given "irregular" weld,

when the expected service loads are adequately defined. In essence, the

objective is to establish an improved weld acceptance criteria.

The method for obtaining the data to meet these objectives is to pro-

duce a statistically significant number of defective welds, to classify

these defects according to a system which has utility as a non-destructive

tool in actual production welds, and to measure the mechanical properties

of the classified welds. More specifically, the intent is to propose

several systems of defect classification and to evaluate these systems by

determining the relative ability of each to predict the mechanical proper-

ties.

In examining this methodology description it becomes apparent that

the primary experimental challenge falls into three areas, (1) obtaining
with a reasonable degree of predictability, desired levels of porosity in

experimental welds, (2) deriving useful defect classification systems, and

(3) obtaining mechanical property measures which are meaningful to the

prediction of weld joint performance in real structures. A section to

follow, Present Status/is sub-divided into these three subject areas.

II. EXPECTED FINAL STATEMENT

At the conclusion of this effort it is expected that weld acceptance

criteria correlations will be provided over a wide range of spherical or

gas bubble-like porosity for the following combinations: (1) 201&-T6 welded
with &O&3 filler wire and 2219-T87 welded with 2319 filler wire, (2) thick-

nesses of 1/_ and 3/& inch plate, (3) flat, horizontal and vertical-up

welding positions, and (&) in terms of static strength and ductility both
longitudinal and transverse to the welding direction and transverse fatigue

strength. It is not possible to predict at this time exactly what form the

porosity classification systems will take, or which classification system

shows the best ability to predict mechanical properties. However, the
classification systems to be tested for their ability to predict will in-

clude (1) classification according to arbitrarily defined standards of

degrees of "badness," (2) volume pore percentages per unit weld length, (3)

and pore cross section percentages at the fusion line or bead edge as com-
pared with similar pore percentages in the center one-third of the bead.

108



II. EXPECTED FINAL STATEMENT (Continued)

Since the porosity producing techniques which are being used produce primarily

spherical porosity, such considerations as the presence of sharp corners will

not be included in these classification systems. However, size distribution
of porosity will be included.

It is expected, based on prel_ry test data now available, that
criteria for welds which see essentially a static load will be quite different

than dynamic or fatigue loading weld acceptance criteria.

It will be recognized, in the final statement of acceptance criteria,

that the alternative to accepting an irregularity as-is is to introduce a

weld repair. Therefore, mechanical properties of defective welds will be com-

pared with mechanical properties of repaired welds in addition to mechanical

properties of original "perfect" welds. The basis for these comparisons have

already been established for 201_-T6 in the forms shown in Figure l, which
illustrates the deterioration of transverse tensile strength with increasing

number of repairs, and Figure 2, which compares as-repaired strengths with the

strengths of the reasombly bad "P5" porosity level. P5 corresponds to a weld
which contains a volume pore percent in the range _ to I:_

In addition to the above comments pertaining to the direct objective of

this program, statements will be provided concerning "side issues." For

example, the techniques for obtaining porosity will provide an indication on
the amount of contamination which can be tolerated. These toleration levels

will differ for the two alloys, for the three welding positions, and for the

two thicknesses. Also, the introduction of contaminants to the arc plasma
results in electrical disturbance of the plasma and changing electrical

characteristics. It may be possible to correlate backwards and to make useful
statements which enable electrical measurements to be used as indications of

the presence of contamination in production welds. In addition, it is noted

that different types of contamination, for example, hydrogen or moisture in the

arc atmosphere or hydrated co_tLngs on the filler wire or base metal, result

in different patterns and types of porosity. These data can be useful in

solving production porosity problems by providing an indication of the con-

tamination source _hich has caused the particular difficulty encountered.

III. FOI//_ ON EFFORT SUGGESTED BY THESE EXPERIMENTS

Since the "side effects" mentioned above are not part of the major

objective of this program, conclusions involving these effects will not be

firmly established at the completion of this program. Therefore, additional

effort will be required to tie these suggested relationships down to firm

statements. For example, the correlation between the type of porosity and

the mechanism of contamination will require additional experimental activity,

but could be quite practical and useful. Similarly, correlations between

electrical measurements of the arc parameters and contamination level would
be useful.
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III. FOLLOW ON EFFCRT SUGGESTED BY THESE EXPERIMENTS (Continued)

The major follow on effort which is suggested by this program is to

expand the acceptance criteria which will be derived to include non-spherical

porosity shapes. Welding fabricators generally have much more difficulty in

predicting the expected mechanical property effect of non-spherical porosity,

than in the assessment of gas porosity. Such designations as "porosity with

tails" and dross or oxide inclusions require, in the present state of the

criteria art, either a certified Witch Doctor or an overly conservative approach.

Another area of suggested follow on is repair techniques. If weld repairs

could be performed with less damage to mechanical properties, then a more con-

servative weld acceptance criteria becomes a more practical approach to the
problem of producing reliable hardware.

IV. PRESENT STATUS

A. Introduction of Porosity

For reasons of economy in performing these experiments, it is

necessary that predictable levels of porosity be produced in each

of the alloy-thickness-welding position combinations at a

frequency along the weld seam which is sufficient to provide an

adequate number of evaluation specimens. This precludes welding

under "optimum" or simulated production conditions and taking the

porosity which happens to occur. However, in introducing contami-

nation intentionally, the necessity for producing a type of porosity

which is representative of that found in production must be recog-

nized. Also, the contamination which is introduced should, ideally,

effect the mechanicalproperties only by way of the porosity which

is introduced, and not by other contamination effects on the

physical metallurgy of the weld bead. These considerations dictated

that the contamination methods to be used should introduce hydrogen,

since the greater part of the welding literature is in agreement

that hydrogen is the important practical cause of aluminum welding

porosity. In actual practice the source of hydrogen is moisture,

which breaks down in the high-temperature arc plasma. Preliminary

experiments investigated two routes for introduction of hydrogen

and moisture to the weld puddle. The first was to contaminate the

filler wire by various pre-weld anodizing and moisturizing treat-

ments. The specific wire treatments evaluated have been reported

in the previous program review, and included various times, bath

temperatures, and current densities in anodizing treatments, and

exposure to various temperature-humidity environments for various
times. The general conclusion derived from these experiments was
that filler wire contamination was an effective means of intro-

ducing porosity, but that the level of porosity to be obtained from
a given filler wire treatment was not predictable. The porosity
which was obtained tended more toward the dross or oxide inclusion
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A. Introduction of Porosity (Continued>

geometry rather than the gas pore geometry, but could not be made

to be really "bad" on a volume percentage basis. Thus, these

porosity producing techniques were abandoned in favor of the more

predictable results which have been obtained by metering hydrogen

and/or moisture into the shield gas stream. However, the success

of this technique in producing non-spherical porosity will be
useful for follow on efforts in that direction.

The technique of metering contaminants into the shield gas provides

predictable levels of porosity for a given level of contamination,

and provides this level of porosity with a reasonably uniform dis-

tribution over the entire length of the two-foot weld panel. However,

it has been found necessary to change the contamination levels for

some material, thickness, and welding position. For example, porosity

level No. 2 was obtained with the following shield gas compositions

for each of the indicated welding conditions:

ALLOY POS ITION CONTAMINANT

20IA-T6, I/A" THK

2014-T6, THE
2219-T87, 1/4" THK
 19-T87. i/4"

201/,-'16, ..3//-I." THK..
2219-T87,

FLAT
HORIZONTAL

FLAT

HORIZONTAL

FLAT

FLAT

$CFH Hydro/_en
2,5-30OF Dew Point

5CFH HydroKen

2CFH HydroKen ,,

-20°F Dew Pt.+ _CFH Hydrogen

-20oF Dew Pt.+ 5CFH Hydrogen

These required adjustments suggest several conclusions which can be
stated at this time.

I.

@

More contamination is required to produce porosity in flat welds

than in horizontal welds. For example, moisture plus hydrogen

is required in flat position welding if pores greater than 0.020

inches are to be obtained. By comparison, extensive porosity
(up to level A) can be obtained in horizontal welding by metered
additions of moisture alone.

Porosity in flat welding is randomly distributed, whereas porosity

in horizontal welding favors the upper edge of the bead.

3. Porosity is more difficult to obtain in 2219 than in 201&.

A. Porosity is more difficult to obtain in 3/A-inch thick welds
than in I/A-inch welds.

. The ability of hydrogen to produce porosity seems to vary from

tank to tank of hydrogen, suggesting that a contaminant in tank

hydrogen plays a part in porosity formation.
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A. Introduction of Porosity (Continued)

6. Hydrogen is a more effective porosity producer than moisture,
but the combination of hydrogen plus moisture is most effective.

7. Porosity is more difficult to introduce in filler passes than in

initial, or fusion passes.

. Contaminated filler wire tends to produce angular or sharp-

cornered voids, while shielding gas contamination tends to

produce spherical or gas voids.

. Moisture in shielding gas at less than -30°F Dew Point does not

develop appreciable porosity as measured in two-foot long
panel welds.

Several conclusions can also be presented concerning the "side
effects:

lO. Electrode configuration has been found to be a critical

parameter in successful performance of horizontal welding.

Ii. Less filler wire, measured in inches of wire per inch of weld,
is required as shielding gas contamination increases. This

probably follows from changes in bead geometry as a function

of gas composition.

12. Welding parameters, arc current and arc voltage, require

adjustment as gas composition is changed. Generally, contami-

nated plasmas require higher arc voltage and lower arc current

if the bead geometry is to be maintained as consistent as

possible.

B. Definition of Defect Classification Systems

In the present status Qf the program, the system for classification
of the degree of porosity has been primarily by comparison with a

rough sequence of x--ray standards. Specimens are grouped prior to
mechanical testing according to these standards, and analysis of the

effects of porosity on mechanical properties have been performed in

these terms. However, prior to testing each individual specimen is

re-xrayed both straight-on, and by a double x-ray "paralkx" system.

This will enable re-evaluation of all mechanical propert_ data in

terms of the pore location criteria suggested in the introduction.

In the final analysis, pores which are exposed on th_ fracture
surface willalso be classified and considered.

112



CI Mechanical Property-Porosity Relationships

Static tensile properties versus arbitrary standard levels of

porosity are plotted for several conditions in Figures 3 to 6.

The X-rays used as standards by arbitrary definition are as

sho_vn in the slides. As pointed out, this is only a preliminary

classification system, but some conclusions can be presented.

In general_ static strength and ductility do not fall off

appreciably until porosity gets fairly bad, by comparison with

generally accepted porosity standards in the industry. Transverse

weld strength is more sensitive to porosity than longitudinal weld

strength. Also, ductility as measured in the ]ongitudinal specimen

does not appear to be overly sensitive to porosity level. Weld

strength of 20_4-T6 is superior to 2219-T87, and does not appear to

be any more sensitive to the degree of porosity. However, longitudinal

weld ductility is greater for 2219. With both alloys_ ductility

falls off more rapidly with increasing porosity Mien pulled in the
longitudinal direction.

AlthQugh the fatigue data are rather sketchy at this time, it is

appearent that porosity is much more potent in influencing fatigue

behavior that in inf uencing static tensile behavior. For example_

life at 25 Ksi is i,i00,000; 24,000; Ii,000; and only 2,000 respectively

for levels O, 2, 3, and 4.
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PREFACE

This report is submitted by the Manufacturing Research Department of the Lockheed-

Georgia Company for presentation at the third NASA, R-ME-MW Weld Development Complex

Meeting. The investigation was conducted under contract NAS 8-I1458 for the Manu-

facturing Engineering Division of Marahall Space Flight Center of the National

Aeronautics and Space Administration.

The welding portion of the program was carried out by the Manufacturing Research

Department 42-11. The radiographic inspection and evaluation was performed by

the Quality Standards and Test Laboratory, Department 58-12. The mechanical

evaluations were also carried out by the Quality Standards and Test Laboratory,

Department 58-12.
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IN'IRODUCTION

This study of the inert-gas welding process is to determine and quantize the

significance of the welding variables and to analyze the factors necessary for

the successful transfer of weld settings which produce welds with similar char-

acteristics.

Within the range of the investigation, the significance of each independent

variable, and their interactions have been established for the primary responses

of weld joint efficiency. The confidence limits for weld transfer have been

established to be within acceptable manufacturing limits.

Conclusions from previous programs indicated several definite welding parameters

that require considerable investigation if we are to be able to transfer with

confidence from machine to machine and from facility to facility. To accomplish

this, it has been necessary to first determine what the significant variables

for each response are, and then determine the degree of control that we are able

to maintain. This study is concerned with TIG and MIG welding in the horizontal

position with the work insulated from the holding fixture to simulate the

minimum tooling, tack-up welding technique. No hard tooling or back-up inert

gas was used. The material used was 1/4", 2219-T87 and 3/4", 2219-T87 aluminum

alloy. Square butt edge preparation was used for both the 1/4" and the 3/4"

thickness for TIG. Square butt edge preparation was used on the 1/4" MIG weld

test.

The welding programs were statistically designed so that the most meaningful

data could be obtained and analyzed using computers.
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TENSILE TEST SPECIMEN FOR
DETERMINING YIELD,ULTIMATE
AND ELONGATION.

SECTION A_A

LONGITUDINAL SECTION

EXAMINATION OF PEN
TRATION AND WELD
QLIOLITY.

CROSS SECTION SPECIMENSECTK)N B--B TOBEPOL,SHEDAND ETCHED
FOR M/)CROGR/_HIC OR
MICROGRAPH IC EXAMINATION
OFTHE WELD GEDMETRY "

WELD TEST SPECIMEN OF I/4" AND 3/4" THICK 2219-T87

ALUMINUM ALLOY

FIGURE 1 -
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o WELDING TEST PROCEDURE:

a. Facilities and Equipment

The welding units used in this project were as follows:

WeldingUnit No. 1

Power

Head

Carriage

Wire Feed

Instrumentation

SciakyModel S-6 functional control 600amperes

DC welding power source.

Airco Model HME-E automatic head for the gas

tungsten arc or the metallic inert arc welding

system.

Lockheed developed all-position boom and carriage

mounted on a Webb weld positioner. The carriage
is controlled by a Servo-Tech tachometer feed-

back governor.

Airco Model AHF-B feedrolls with Airco Model

AHC-Bfeedback type governor control.

Texas Instrument "Servo/riter" 4 channel poten-
tiometric recorder.

Weldin_Unit No. 2

Power

Head

Carriage

Wire Feed

Instrumentation

- SciakyModel S-6 functional control 600 amperes

welding power source.

- Precision Sciaky (MIG - TIG) welding head with

proximity head control.

- Servo-Tech control system to operate a Lockheed

designed carriage.

- Airco AHC-B wire feed control with tachometer

feedback governor.

- Minneapolis-Honeywell "Electronic 17" four channel

potentiometric recorder.
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Instrumentation

Welding arc voltage is measured by potentiometric recorders. An adjustable

range unit is used for suppression of I0 volts and for a chart span oi" 2 or

5 volts as required for the welding condition. The chart paper traveling

at a speed of 6 inches per minute is ruled into lO0 divisions making each

division 0.02 or 0.05 volts. The instrument calibration accuracy is

-+0.30% of the span. Laboratory standard instruments, certified by the

U. S. Bureau of Standards, are used for calibration checks.

Welding arc current was measured by potentiometric recorders. Nozmally

a chart span of 5 millivolts is used and zero suppression as required.

This gives a chart resolution of 0.5 amperes of welding current per chart

division. A 5OO-ampere, 90-millivolt shunt calibrated at z 0._% was used.

Laboratory standard instruments are used for calibration of the current

measurement system.

A new system developed by Lockheed is used to continuously monitor the

electrode proximity. This new system is independent of the arc voltage

and is used to measure the electrode position by the potentiometric re-

corder on the same chart with the welding voltage. This system was

used for all welds during this project.
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l_iG1mE5 - Four Channel Potentiomatric Recorder
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Electrode Proximity Recording System

It is necessary to better understand the relationship between the welding

voltage or arc length control of the TIG process and the proximity of the

torch to the work. They system developed during this phase will contin-

uously record the head proximity and movement during the welding process.

The electrode proximity recording system uses an induction cartridge type

gage that is actuated by a bell crauk responding to movements of the auto-

matic welding head, (see Figure 6).

The system uses a 5,000 cps power supply amplifier and a deviation in-

dicatingmeter. The system also includes a trace recording of these

signals during weld/ng.

do Temperature of the Weld Puddle

The relationship between the temperature of the weld puddle and the time

at temperature was studied. A method of taking a single point temperature

envelope measurement of the weld was devised. For this measurement a

thermocouple is attached to the back side in the center of the joint.

As showaon the temperature recorder trace, the maximum temperature (MT)

is indicated by the maximum point on the trace curve. The time at tem-

perature (TT) is measured directly off of the recording trace as a

function of chart Speed. The total time as well as the area of the

temperature trace envelope was taken above the 450"F level. This tem-

peraturewas chosen as the probable beginning of metallurgical change.
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FIGURE 7 - Temperature Recorder Trace
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5. WELDING PARAMETER CONTROL DEVELOPMENT:

ao TIG _eldin_ Control Studies

During many tests, the electrode position was held constant. With this

condition the voltage was erratic and there was an erratic depth of

penetration. However, when the voltage was held constant with an auto-

matic voltage control head, the electrode position was erratic and equally

erratic penetration measurements resulted.

It was concluded that present automatic voltage head control or constant

electrode position control alone do not adequately maintain process control

of the welding arc and molten puddle. Another control system must be

applied to hold a constant electrode position (Ep) in addition to a

constant current (C), constant voltage (V), carriage travel speed (T),

and filler wire deposit rate (Wd).

The wire feed system presently used is reasonably accurate and reliable,

therefore, no attempt was made to couple this system to the other systems

influencing the welding arc process. All of the systems used, in various

ways, incorporated the other four welding variables. All of the systems

were designed to be regulated by equipment settings and still maintain process

control of the welding arc and the molten puddle. Cross coupled feed-back

controls are defined as controls used for measuring the response of one

variable and to simultaneously change the settings of another variable.

For example, a change in Ep causes a change inC. Self coupled feed-back

controls are defined as controls used to measure the response of a

variable and to adjust the controls of that same variable until the
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WELDING PARAMETER CONTROL DEVELOPMENT: (Continued)

TIG Weldi_Control Studies (Continued)

response agrees with the desired set-point. For example, if Ep deviates

from the set-point, the error is measured on the recora_er, amplified and

used to operate a servo system bri_Epback to the set-point. The

basic difference in these two feed-back systems is the source of the

feed-back information. The cross-coupled system depends upon the response

of another variable caused by a change in the welding process, while the

self-coupled system is a direct measurement of the response, independent

of all other variables necessary to make up the welding process.

Six weldingcontrol systems have been examined withvarious results. The

first three systems have been evaluated and are considered inadequate for

accurate control of the welding process. Tests with the last three systems

indicate that they may be capable of maintainingprocess control of the

welding arc and the molten puddle. Further development will be required.

I. Automatic Voltage Control Head

C - Self-coupled feed-back when using a function control power supply.

V - Cross-coupled feed-back to adjust Ep.

T - Self-coupled feed-back from a tachometer.

Ep - No coupled feed-back, completely dependent upon the voltage
control system.

Results:

Ep assumes any position and is allowed to wander if the voltage control

is satisfied. Although this system is in wide use it is considered

inadequate for accurate control of the weldingprocess.
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WELDING PARAMETER CONTROL DEVELOPMENT: (Continued)

TIG Welding Control Studies (Continued)

2. Automatic Electrode Position Control

C - Self-coupled feed-back when using a function control power supply.

V - No coupled feed-back, directly dependent upon Ep control system.

T - Self-coupled feed-back.

Ep - Self-coupled feed-back from sensing element to maintain constant

position of the electrode in respect to the work surface.

Results:

Voltage wanders causing appreciable changes in penetration and geometry

of the melt zone.

3. Carriage Control Coupled to Electrode Position

C - Self-coupled feed-back.

V - Cross-coupled feed-back to adjustment Of Ep to control voltage.

T - Cross-coupled feed-back directly coupled to Ep for speed control.

Ep - No coupled feed-back indirectly dependent upon voltage control

system.

Results:

Wild fluctuations in carriage travel speed without changing other variables

in the welding process. This system was discarded.
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WELDING PARAMETER CONTROL DEVELOP: (Continued)

TIG Weldin_ Control Studies (Continued)

e Current Control Coupled to Electrode Position

C - Cross-coupled feed-back, directly coupled to Ep movements for
control of current.

V - Cross-coupled feed-back for adjustment of Ep to control voltage.

T - Self-coupled feed-back.

Ep - No coupled feed-back, directly dependent upon voltage control
syste_ and will indirectly respond to change in current.

Results:

An evaluation of this system was made with the "classic" experiment and

the 3/4" central "composite" experiment.

_o Current Control Coupled to Voltage

C - Cross-coupled feed-back, directly coupled to voltage changes
for control of the current.

¥ - No coupled feed-l_ack, directly dependent upon Ep control system
and will indirectly respond to a change in curTent.

Self-coupled feed-back.

Self-cot_pled feed-bank.

T m

Ep-

Results:

Response of this system is dependent upon chants in the welding arc and

_.he molten puddle to control two weld variables. These changes are slow

and allow the equipn_nt to "hunt". Evaluation of this system is incomplete.
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WELDING PARAMETER CONTROL DEVELOP: (Continued)

TIG Weldin_ Control Studies (Continued)

6. Self-Coupled Feed-Back

C - Self-coupled by Silicon Control Rectifiers.

V - Self-coupled by a voltage regulator.

T - Self-coupled by tachometer.

Ep - Self-coupled by sensing element.

Results:

The function control constant current power supply senses a voltage change

to control the SCR and maintain a constant current. The system was not

compatible with the voltage regulator available. Evaluation of this system

is incomplete.
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b. Electrode Position Ali_ment and Distance frQm Work

During the first test series of horizontal welds, the electrode was centered

over the joint, however the cross section after welding clearly indicates

that the melt zone is not symmetrical about the center line of the electrode.

In fact, the point of maximum penetration is approximately 0.075 inch above

the electrode center line. For several specimens having complete pene-

tration all the joint was not covered by the melt zone. During all further

welding of 1/4 inch thick material the electrode was centered 0.075 inch

below the joint. Additional tests were conducted to further evaluate this

phenomenau.

A possible explanation has been determined to explain the cause of the

nons_metrical melt zone pattern of horizontal welds.

During the weld process, molten metal flows from the top of the arc

cavity to the lower side. Thus the top plate is continuously exposed

to the arc while the bottom plate is insulated by the molten metal. Also,

the resistance of arc plasma is extremely low. When the arc is allowed

to radiate there is very little inducement for the arc to go to the

nearest point. These two conditions cause the melt pattern to be non-

symmetrical about the electrode and will cause the point of deepest

penetration to be above the centerline of the electrode. This distance

above the electrode centerline seems to decrease with the depth of pene-

tration. The type of melt obtained by the arc also will change this
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Electrode Position Ali_nment and Distance from Work (Continued)

distance as noted in the 3/4 inch thick material. Tracings of welds U178ST

A&B and U158ST A&B are typical examples showing two different types of melts

and the change in location of the point of deepest penetration.

For all of the 3X photograph cross section tracings shown in this report,

the electrode was centered over the joint (dash line ending at the original

material surface). The electrode position and tip diameter are also shown

by the "U" shaped bracket.

Although some welds appear to overlap, the overlap is, in fact, intermittent

with some "gaps" of unfusedmaterial occurring along the length of the welds.

For several welds, U154ST for example, overlap was indicated by the cross

section, but the melt zone did not cover the joint. This condition cannot

be detected in the X-ray nor was it observed during the first 3X photo-

graphic examination of the cross section. This condition, however is very

apparent in the fracture surface of the tensile test specimen.

One source of erroneous data has been the nonsym_etrical melt zone. Close

examination of several tensile test fractures and the cross section re-

vealed that approximately .I00 inch of the joint was not fused by the

melt zone. Consequently, the tensile strength data from these 3/4 inch

thick specimens were low.
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Electrode Position Alignment :_nd Distance from ",Work (Continued)

Another phenomenon observed duming this series of tests that required

additional investigation was the relationship of the electrode po:_ition

and depth of penetration. Several specimens had considerably deeper pene-

tration on one side than on the other. The welds on each side .were set up

with identical weld part,meters and examination of recordings confi_ned that

setups were accurately established. In several cases the second "weld had

less penetration than the first wel_. However, in additional tests, the

reverse was indicated. In these welds, the electrode position was noted

to be deeper in the welds with less penetration. The electrode position

for these welds was controlled by the automatic head to maintain a constant

arc voltage regardless of the electrode position. In eve_{ case the arc

voltage recordings were stable and accurately controlled at the correct

settings.

There is considerable evidence from previous experience indicating that a

deep electrode position is associated with deep penetration. However, the

evidence obtained during this project has indicated that the electrode

position variation recorded for any given weld setting (voltage, current,

travel speed) using automatic voltage control is an indication of vari-

ations in penetration. The deeper electrode positions result in less

weld melt penetration.

148



MANUFACTURING RESEARCH

A STUDY OF INERT-GAS WELDING PROCESS

TRA_ILITY OF SET-UP PARAMETERS

GMP_: 944
NAS S-11435

Electrode Position Al_t and Distance from Wor_ (Continued)

It _ay be concluded that; (i) with a given welding setup and with auto-

matic voltage control the deeper electrode position indicates a hemispherical

arc cavity has developed and will result in a reduction of penetration, and

(2) penetration due to changes in electrode positionwere as great as the

changes caused by the classic parameters.

C. Inert Gas Flowmeter

A calibration check of the flowmeters currently used indicated a 200%

error. The regulators and flowmeters were immediately discarded and a

two stage regulator was installed with a more accurate flowmeter.

do Torch Resistance Variation

The electrical resistance of the welding torch can cause errors in the

welding set-up parameters. A method of measuring the error was developed

which utilizes a tungsten electrode with one end silver soldered to a

copper block sad the other end inserted in the welding torch. A current

simulating the welding arc is passed throt_Eh the torch, electrode and

copper block. Four potentiometric recorders are used to record the voltage

drop through the torch, electrode sad the total drop through both the torch

and the electrode. The fourth recorder is used to measure the simulated

welding current. Using 0bra's law the resistance of the torch may be com-

puted from these recordings. Data taken by this method shows a wide

variation and an inconsistancy in electrical resistance of the welding

torches tested. This variation can cause variation in the welding set-up

parameters.
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Torch Resistance Variation (Continued)

This problem was eliminated by designing and building a high current, low

and consistent resistance torch. This Gelac torch was used throughout the

program.

e. Shieldin_ Gas Contamination

The analysis of the helium shielding gas indicated that 19 oi" the 20

cylinders would be classified as low contamination. The gas contamination

of one cylinder exceeded the capability of the measuring equipment. Eight-

teen cylinders were deliberately contaminated with ambient air and were

used for the high and medium levels of shielding gas contamination during

the various weld test.

f. Weldin_ Test Program

During the test program, "Significance of the Variables and Transferability",

there were three separate statistically designed weld experiments con-

ducted and many separate data points established covering 1/4" and 3/4"

2219-T87 aluminum. The data has been divided into several data sets for

analysis of the variables versus the important responses such as weld

joint performance, penetration and radiographic quality.

The original variables were chosen as the most probable having any

significant influence on the strength and quality of the weld joint and

the control of the welding process.
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Welding Test Program (Continued)

Since the electrode position (Ep) is now recognized to be another welding

set-up parameter that must be controlled in order to predict the weld

penetration, it was added to the regression analysis computer program

as an input variable. The equations now produced for predicting ultimate

strength (Ftu), yield strength (Fry), area of melt zone (M), area of heat

affected zone (H), and penetration (P), are much more accurate than pre-

vious equations in which Ep was net employed as an input variable.

The experiments using 1/4", 2219 TIG process data are divided into two

data sets. The first data set treats weld back bead temperature as an

independent variable, along with current, voltage, weld travel speed,

shielding gas purity, temperature of the weldment, electrode position and

electrode tip diameter. By this treatment the relationship between weld

bead temperature and ultimate strength could be analyzed. In the second

1/4" data set, weld bead temperature is treated as response or dependent

variable.

The 5/4" data has been divided into four data sets. The first consists of

a one-sixteenth fractionally i_plicated factorial design at two levels, in

which current, voltage, weld travel speed, wire deposit, gas purity, gas

flo___Ew, temperature of the weldment, electrode position, and electrode tip

diameter were treated as independent variables.
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Welding Test Program (Continued)

The second 3/4" data set consists of a central composite rotatable design,

which treats current, voltage, travel, wire deposit, weldment temperature,

and electrode position as independent variables.

The third 3/4" data set consists of welds treating current, voltage, weld

travel, and electrode position as independent variables. This data set is

to determine the confidence limits when only these four basic variables

are evaluated.

The fourth data set is a composit of all data on 3/4" TIG.

Computer Anal_sis

Each data set was fitted to a polynomial of up to ten variables by the method

of least squares. This analysis was accomplished by using an I.B.H. 7094

step-wise multiple regression program with variable transformation.

An "F" level may be chosen so that only significant variables are included

in the final regression to amy desired level of confidence. Each equation

was developed for a 9_ or 9% confidence level.
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WELD PAIL'_METERS TUNGSTEN ARC 5/4" DATA SET 1

TUNGSTEN ARC WELD 2219 - T87 ALLOY

5/4" THICK DATA SET 1

ARC CURRENT

ARC VOLTAGE

TRAVEL SPk-_rh

WIRE DEPOSIT/IN. OF WELD

GAS PURITY

GAS FLOW

INDICATED FLOW

WORK T]_PERATURE

JOINT GAP

ELECTRODE TIP DIAMETER

CODE

LETTER HIGH MEDIUM LOW

C 4.40 4.20 4.00

v n.5 11.55 11.2

T i0 9 8

wd .3835 .1817 o

GP 1.50 0.90 0.30

af 1.25 Z.O0 0.75

1.54 1.21 .88

°F 1.50 1.15 .75

J .020 .010 0

D .155 .122 .i08

GMRI: 944

NAS 8-11435

UNITS FOR COMPUTER

AMP/100

VOLTS

I.P.M.

IN5 x lOO/IN.

P /lOO

scfh/lO0

@F/100

INCH

INCH

FIGURE ii -
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REGRESSION ANALYSIS SUMMARY

The IBM 7094 computer print-out of the multiple step-wise regression analysis

is presented in mmmmry form for each problem.

For example; the analysis sheet for 5/4", Data Set i, Ftu vs. %_eld Set-up

(Table 27) shows that variation of ultimate strength is analyzed with respect

to the independent welding variables of current, voltage, wire deposit, gas

purity, temperature of the weldment, electrode position and electrode tip

diameter.

There were 35 data points in this experiment as indicated by the "number of

data" notation. An "F" level was chosen to insure, with at least a 9_ prob-

ability, that any variable entered into the regression equation is valid.

The standard error (standard deviation) of Y, is used to determine the con-

fidence interval or confidence limits of the predicted Ftu. In the problem

in this example the standard error is 4.6187. , The predicted value for Ftu

is computed from the regression equation.

Ftu = -.41018 (V.T.) +2.00715 (GP. °F)

+755.584 (Ep. D) +78.09681

If

Then

This is shown in

Voltage (V) = 11.5 volts

Travel (T) = 8.0 I.P.M.

Gas Purity (GP) = l0 par_s/million

Temperature of Weldment (°F) = 75°F

Electrode position above work (Ep) = .040"
Electrode Tip Dismeter (D) = .1215"

Ftu = 44.226 KSI is predicted.

the Ftu table for this problem.
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REGRESSION ANALYSIS SUMMARY (Continued)

The confidence limits for a predicted value of Ftu or 44.226 is calculated

as follows:

Confidence limits = 44.226 + S (t) _

_ere "t" is obtained from the "t" distribution table i'or a particular con-

fidence level. The "Z" is chosen for the confidence level desired such as

90%,

For 90% confidence level the lower confidence limit = 44.226 - 4.6187 (1.28)

= 44.23 - 5.91

= 38.32

At the 9_ confidence level the lower confidence limit = 44.226 - 4.6187 (1.65)

= 44..23 _ 7.52

= 36.66

At 99% confidence level the lower confidence limit = 44.226 - 4.6187 (2.34)

= 44.23 - 10.76

= 33.47

This implies for instance that for the 90% confidence limit, there is a 90%

probability that all welds, made at these settings and under the same con-

ditions will have an ultimate strength above 38.32 KSI.

The coefficient of determination, which is the square of the multiple

correlation coefficient, in this example is 74%. This indicates that the

regression equation accounts ror 74 percent oi" the variation observed in

the response, Ftu. The variation not accounted for in the equations may be

due to significant variable not included in the test, experimental error, or

an incorrect assumption of the mathematical model.
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REGRESSION ANALYSIS SUMMARY (Continued)

The sum of the partial derivatives of each of the variables presented in the

regression are presented in the regression analysis summary sheet. The solution

of any one oi the derivatives shows, in temms of the units used in the welding

process, the effect of w_z_-lng that variable. This is a good way to evaluate

the significance of that variable as related to our ability to control that

variable. This may be presented in tables and graphs for the important re-

sponses such as ultimate strength and penetration.

Note that only the terms containing a change in the weld parameter remain in

the equation. If there is no change in the other parameters, the derivative

is zero and the term drops out.

The Beta coefficient for each term in the regression indicates the order of

statistical significance of the variables with no units involved.

It is understood that the variable that is the most significant statistically

may not be the most important or most significant variable from the standpoint

of control of the process. For example a variable that is of low statistical

significance may be the variable of most concern if that variable is out of

control.
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STEPWISE REGRESSION

Ftu vs. C, V, T, Wd, Gp, Gf, °F, Ep, D

3/4" 2219 TIG Horizontal

NO. OF DATA

NO. OF VARIABLES

WEIGHTED DEGREES OF FREEDOM

F LEVEL TO ENTER VARIABLE

F LEVEL TO REMOVE VARIABLE

35
55

35.oo
4.13o- 95%

4.13o - 95%

F LEVEL

STD. ERROR OF Y

MULTIPLE CORRELATION COEFFICIENT

COEFFICIENT OF DETERMINATION

5.1o19
4.6187
0.86120

74%

VARIABLE

V-T)Voltage.Travel
Gp. °F)Gas Purity. °F

(Ep-D)Elect.Position'Tip Diam

COEFFICIENT

- .41018
2.00715

733.38416

STD. ERROR

.07189

.88862

184.69308

CONSTANT = 78.09681

Ftu = -.41018(V-T) +2.O0715(Gp.°F) +733.3842(Ep'D) +78.09681

dFtu = -.41018(V)dT
-.41018(T)dV

+2.00715(°F)dGp
+2.00715(Gp)d°F

+733.3842(Ep)dD

+733.3842(D)dEp

CONFIDENCE LIMITS FOR CONFIDENCE LEVELS OF:

9(_%>Ftu - 5.91
95% >Ftu - 7.57
99% >Ftu - 10.76

FIGURE 12 - Regression Analysis Summa_--_-Sheet
3/4" Data Set I
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a. _ata se_ _r I, (3/4")

3)es_n

_, e_ez-iwnt.e_._,,_ Zo=_a_ setm=_,r i, (5/4")_ a 1/16=,p_oa_,,

fimc%ic_l factorial desert with control points added for quadratic analysis.

These experiments were run usi_ the constant current, voltage control,

TIG, weldi_ sys_m with nine independent w arables and ele_n dependent

variables. The Joints were double welded with one weld from each side.

The indepen_at wLriables are:

The responses are:

I. _.t_w.tes_ (_'_u)

2. _'±elas_e_ (_;_)

_. m=_a_ (E)
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Data Set Number i, (5/4") Continued

4. Melt Area (Section) (M)

5. Melt Crown (Section) (Mc)

6. Penetration Overlap (Section) (Q)

7. Heat Effected Area (Section) (H)

8. Penetration (one weld) (P)

9. Weld Bead Buildup (Section) (B)

10. Electrode Position (P)

II. Porosity (X-Ray) (X)

GMRI: 944

NAS 8-I1455

Preliminary analysis of this data indicated that Joint Gap was not a

significant varisble, therefore it was not entered in subsequent data

sets. The electrode position data was entered for computer regression

analysis as an independent variable.

Results

Ftu

The analysis of the data indicates that the variables represented in the

regression equation account for 74% of the variation in ultimate strength.

At the 9_ confidence level the confidence limit is: Calculated Ftu-

5.9]xsi.
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Data Set Number I, (3/4") Continued

The variables in order of statistical significance are-

I. Voltage x Travel Speed

2. Electrode Position x Tungsten Tip Diameter

Gas Purity x Weldment Temperature

With all other variables held constant, an increase in travel speed causes

a decrease in ultimate strength. The amount of this decrease is dependent

upon the level of the voltage. The higher the voltage, the greater the

decrease in ultimate strength.

Delta "V"

With all other variables held constant, an increase in voltage causes a

decrease in ultimate strength. The higher the travel speed, the greater

the strength loss caused by increasingvoltage.

Delta "GP"

With all other variables held constant, an increase in gas impurity causes

an increase in ultimate strength. The amount of increase is dependent

upon the temperature of the weldment. The higher weldment temperatures

result in the greatest gain in strength.

Delta "EP"

With all other variables held constant, an increase in electrode distance

from the work results in a slight increase in ultimate strength, the

greater the Electrode Tip Diameter, the greater the increase in strength.
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Data Set Number i, (3/4") Continued

Ultimate Strength Tables

The table of Ultimate Strength versus a range of the values of the

variables appearing in the regression indicates that the best strength

combination occurs where voltage is at the low end of the range of the

experiment (ll.5 volts), travel is low (8.0 ipm), gas impurity is high

(160 ppm), weldment temperature is high (150°F), electrode position is

high (+ 0.040"), and electrode tip diameter is high (0.1550").

This table predicts strength values for weld variable combinations that

are beyond the normal range of the welding process control system. This

is caused by entering electrode position as an independent variable. This

was done in order to analyze the significance of the variables and their

relationship to one another, therefore the equation is not intended for

weld setting optimizing.

Penetration

The analysis of this data indicates that 83% of the variation observed in

this experiment is accounted for by the variables in the regression equations.

The variables controlling penetration in order of their statistical sig-

nificance are:

1. Current x Electrode Position

2. Voltage x Travel Speed

3. Current

4. Electrode Tip Diameter

2. Gas Purity x Weldment Temperature

162



MANUFACTURINGRESEARCH

A STUDY OF INERT-GAS WELDING PROCESS
TRANSFERABILITY OF SET-UP PARAMETERS

: 944
NAS 8-n435

Data Set Number I, (3/4") Continued

Delta "C"

With all other variables held constant, a change of +I0 amperes will cause

an increase in penetration of about 0.0125" dependent upon the electrode

position. The greatest penetration will occur at the greatest electrode

to work distance.

Delta "T"

With all other variables held constant, an increase of one inch per minute

travel speed will cause a decrease of about .030" in penetration. The

exact change in penetration is dependent upon the voltage. The hi_her

voltages result in a greater loss of penetration.

Delta "OF"

With all other variables held constant, an increase in weldment temperature

will result in an increase in penetration. The amount of the penetration

increase is dependent upon the gas purity. The greater the contamination,

the greater will be the increase in penetration.
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!.00000 11.55000

i.00000 11.65000

1.0000011.75000 ..........................
1.00000 11.85000

1.00000__11.95000 ..............
1.00000 12.05000

 ,FTU

-4.73758

-4.77860

-4.81961

-4.86063

-4.90165
-4.94267

FIGURE 13 - Delta Ultimate Strength vs.

Delta Significant Variables
3/4" Data Set 1
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MAJ_WACTUE]3_ w"_A'n_'_H

A STUDY 01;'I_ERT-GAS WELDING I_0CESS

_x:r_T 01_ SET-UP pA'RA_Z_'_m_,..

0.10000
0.10000
0.10000

8.00000 .-0. 3281_.
9.00000 -0. 3691G ......

10.00000.... ............................ -0._1018

FIGURE I_ - I)el%_ Ul%ima%e SiTe_ VS.
I)el_ Sidle.an% Yaris_les

_/4" I_ta Set I
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A,GP@ °F = /",. F% u,

0.20000 0.75030
0.20000 .... 1.00000
0.20000 1.25000
0-'20000 ........I'.50000

O. 30107

0.40143

0,50179

0.60211'

FIGURE 13b - Delta Ultimate Strength vs.
Delta Sigmificaut Variables

3/4" :Data Set I
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MAIW;PAC_RIm_ R__

A STUDY OF II_t_-C, AS _._n_ PROCESS
OF SE_-UP P_

0.25000 0.10000 ..... 0.050!8
0.25000 0.30000 O.iSOS_
0.25000 O.SOOGO 0.25089
0.25000 0.70000 O. _5125

-0,25000 -0.90000 ........ 0._5161
0.25000 1.10000 0.55197

-0.25000 .... 1.30000 ........... 0.65232
0.25000 1..50000 O. 75268

PX_ 150 - Del_a Ul%Ima%e S%z_ vs.

Del_a Si_ificant Vazi&bles

5/4" :DataSet I
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STEPW!SE REGRESSION

P vs. C, V, T, Wd, Gp, Gf, °F, Ep, D
5/4" 22!9 TIG Horizontal

NO. OF DATA

NO. OF VARIABLES

WEIGHTED DEGREES OF FREEDOM

F LEVEL TO ENTER VARIABLE
F LEVEL TO REMOVE VARIABLE

7o

55

7o.oo

3.990 - 95%

3.990 - 95%

F LEVEL

STD. ERROR OF Y

MULTIPLE COR?tELATi0N COEFFICIENT

COEFFICIENT OF DETERMINATION

4.9308

0.0289

0.91267

VARIABLE

(C)Current

C.Ep)Current.Elect. Position

V.T) Voltage.Travel
Gp.°F)Gas Purity.°F
D_ )Tip Diam 2

COEFFICIENT STD. ERRS{

•15391 .02163

.27289 .02982

- .00256 .00034

.00912 .00411
-5.36202 1.26815

CONSTA_[f = .18704

p

dP=

•1339!(C) +.27289(C.Ep) -.00256(V.T) +.00912(Gp.°F) -5.56202(D2) +.18704

.15391dC +.27289EpdC

+.27289CdEp

-.O0256Vdr

-.O0256TdV

+.O0912Gpd°F

+.O0912°FdGp
-2 (5 . 36202 )DdD

CONFIDENCE L_ITS FOR CONFIDENCE LEVELS OF:

90% = 30.04740

95% = 30.05664

99w//o= 30.07439

_IGURE 14 - Regression Analysis Summary Sheet

3/4" Data Set I
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A STUDY OF n_tT-_Lg WELI)ING HtOCESS
TI_A_I_LITY OF SET-UP PARAMETE_

0.10000 -0.09000 o.01093
.0.10000__-0. 08000 ................... 0. 01121_
0.10000 -0.07000 0.01148

_0,10000__-0. 06000 ........................ 0.01175.
0.10000 -0.05000 0. 01203

_0 ._10000__-0.0_,000 ..... 0. 01230_
0.10000 -0.03000 0.01257

_0.10000_-0. 02000 ................... 0. 01285_
0.10000 -0.01000 0.01312

_0.10000--0.0 ............... 0.01339_
0.10000 0.01000 0.01366

__0o10000__0.02000 ................... 0.0139_
0.10000 0.03000 0_01_21

_...10000 0...0_000 ......... 0.01_8.

FIGURE 15 - Delta PenetT_tlcm vs.
Delt_ Sisnificant Variables
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_0.01000 .....4.00000 0.01092
0.01000 4.10000 0,01119

0,01000 4.20000 0,01146

o.olooo 4.30o00 0.01173
o, oz_______ooo___4,4_o0oo .........................................o, oz2o z

FIGURE 15a - Delta Penetration vs.

Delta Significant Variables
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G_U- 944
8-1'435

il,

1.00000 11.55000
1.00000 11.65000

1.0000011.75000
1,00000 11.85000
1..00000 11.95000
1.00000 12.05000

-0.02957
-0.029_2
-0. 03008
-0. 03031_

......... -0,03059
-0.03085

FIGURE 15b - Delta Penetration vs.

Delta Significant Variables
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Data Set Number 2 and 7, (314")

Design

A central composite rotable designed experiment was selected from

Experimental Designs by Cochran and Cox, page 571. Five weld set-up

parameters were applied to the experimental design and control system

No. 4 (voltage-proximity-current) was used for welds No. 305 through

35_. Data taken was analyzed by use of the 3314.001 Gelac Computer

Program.

Control system No. 4 depends upon an automatic voltage control head to

maintain a constant voltage movement of the head. A proportional control

of the current is mechanically attached to the electrode position recorder.

Through this coupling system head movement also adjusts the current. This

current adjustment stabilizes the head movement and results in a more stable

welding process.

In Data Set Number 2 and 3, the following variables were entered for

computer analysis as independent variables:

1. Current (C)

2. volt (v)

5. Travel Speed (T)

4. Wire Deposit (Wd)

5. Temperature of the _reldment (°F)

6. Electrode Position (Ep)
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TRANSFERABILITY OF SET-UP PARAMETERS
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Data Set Number 2 and 7, (5/4") Continued

Data Set No. 2 consists of 13 data points for the evaluation of ultimate

strength, yield strength, and elongation.

Data Set No. 3 consists of 121 data points for the evaluation of weld

geometry.

Results Data Set Number 2

Ftu

The regression for ultimate strength derived from this data accounts for

43% of the variation in ultimate strength.

At the 9_% confidence level, the only variable entering the regression is

voltage. The confidence limit for a confidence level of 90% is - 0.105 KSI

ultimate strength.

Examination of the data indicates that there was very little variation in

ultimate strength and only 43% of that variation accounted for.

Further experimentation will be necessary to properly evaluate the variables

that are significant for a variation in ultimate strength when using the

"voltage controllingelectrode position controlling current" system.
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Data Set Number 2 and 3, (3/4") Continued

Results Data Set Number

Penetration

The regz_ssion equation derived from the computer analysis of Data Set

No. 3 includes the following variables in order of their statistical

significance:

1. Voltage

2. Current x Voltage

3. Weld Travel Speed

The variables in the regression equation account for 76% of the variation

in penetration. At 90% confidence level, the confidence limits are plus

sad minus 0.019".

Delta Voltage

With all other variables held constant, an increase of 0.I0 volts would

cause an increase in penetration of approximately 0.00495". The variation

in penetration is dependent upon the current level. The higher the current

the greater the increase in penetration caused by an increase in voltage.

Delta "T"

With all other variables held constant, an increase in travel speed of

1.0" per minute, will cause a decrease in penetration of approximately

-0.100". The amount of variation caused by a change in travel speed

becomes greater as the travel speed decreases.
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Electrode Position vs. Penetration

Design

In order to evaluate the significance of the electrode position a short,

2 level, "classic" experiment was designed in which voltage, current, and

weld travel speed were varied one at a time. This was done so that the

variation in the electrode position and penetration could be isolated

without a computer analysis.

A second object of this experiment was to evaluate the TIG welding control

system where voltage controls the electrode position and the electrode

position is coupled to the current control. This current stabilizes the

weld torch movement and results in a more stable welding process.

Results

The trace recordings taken of voltage and current while testing this

control system show that there is about twice as much deviation in

these variables as compared with the conventional TIG voltage control

system. At the same time there is much less deviation in the resulting

electrode position.

This resulted in a welding system that is much more stable than voltage

control TIG. Welds can be made at extreme combinations of voltage,

current and weld travel without loss of control of the process.
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Electrode Position vs. Penetration (Continued)

This system does not control penetration in the sense that the value of

penetration is predicted and dialed into the control, but it does tend

to stabilize the penetration at whatever level is established by the

combination of significant variables.

do Data Set Number 4, (3/4")

2219 Horizontal Weld Number 153 through 359

This data set consists of a composite of all of the 3/4" TIG welds.

represents equipment, control system, as well as weld setting changes.

This data also includes all of the experimental designs used.

Results

Penetration

The regression equation derived from the computer analysis of the com-

posite of all 3/4" TIG, horizontal welds consisting of 266 data points

includes the following variables in order of statistical significance.

I. Current x Travel

2. Travel x Travel

3. Current

4. Electrode Position x Electrode Position

5. Gas Purity x Electrode Position

6. Current x Voltage

7. Travel Speed x Gas Purity

W]lis
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Data Set Number 4, (5/4") Continued

The variables in the regression account for 75% of the variation observed

in penetration. At the 90% confidence level the confidence limits are

plus and minus O.0565".

Delta "T"

With all other variables held constant, an increase in travel speed of

1 inch per minute will cause a decrease in penetration. The amount of

this penetration decrease is dependent upon the operating level of the

current, travel speed, and the purity of the gas. The decrease in pene-

tration caused by an increase of 1 inch/minute in travel speed is predicted

to be as high as -0.083" at slow travel speeds.

Delta "C"

With all other variables held constant, an increase in current of l0

amperes is predicted to cause an increase in penetration of up to + 0.023"

at the slower travel speeds. In addition to travel speed, the variation

caused by current is dependent upon voltage.

Delta "Ep"

With all other variables held constant, an increase in the electrode position

(out from the weldment) of 0.010" will cause an increase in penetration

when the electrode tip is below the surface and a decrease in penetration

when the electrode position is above the surface. The change in pene-

tration can range from + 0.15" to -0.009", depending upon the gas purity

and electrode position.

178



r

• °

A STOLE OF INEET-GAS WELDING I_EESS

_&.es_'m_._II,ZTi OF S_-'T-O'eP_

Gmmz= 944
8--L_435

i

#,

P = .46622(C) +.00456(C.V) -.04721 (C.T) +.00951 (T 2) +.O0192(T.Gp)
+. 67682 (Gp.Ep) - 12.31961 (Ep2) -. 76923

........................ i. - . t

4.0000__11.0000 6.0000
4.0000 11.0000--6_0000
4.0000 11.0000 6.0000
4.0000 11.0000
4.0000 11.0000
4.0000 II.0000
4.0000 11.oooo
CoooO--11Toooo_
4.0000 11.0000

0.1000
0.1000
0.1000

6_0ooo--0j8ooo
6.0000 0.8000
6.0000 0.8000
6.0000 1.5000

6.0000 1.5000

6.0000 1.5000
4.0000 11.0000
4.0000 11.0000

4.0000 11.0000
4.0000 11.0000

8.0000 0.I000

8.0000 O.lOOO
8.0000 o.1ooo
8.0000 0.8000

-0.0200

0.0100

0.0400
-0.0200

0.0100
o-_0 4 o o

-0.0200
0.0100
0.0400

-0.0200
0.0100

0.0400
-0.0200

0.0100
0.0400

4.0000 11.0000 8.0000
4.0000 11.000010.0000
4.0000 11.0000 10.0000
4.0000 11.0000
4.0000 11.oooo
4.0000 11.oooo
40000 1_ 0000

4.000Ll1.0000
4.0000 II.0000

4.0000 II.0000

4.0000 II.5000

4.0000 11.5000

4.0000 !1.5000

__.0000 11.5000
4.0000 11.5000

4.0000 11.5000

4.0000 Ii.0000 8.0000 0.8000

4..0000 II.0000 8.0000 0.8000

4.0000 11.0000 8.0000 1.5000 -0.0200
4.0000 11.0000 8.0000 1.5000 0.0100

1.5000 0.0400
0.1000 -0_0200
0.1000 0.0100

10.0000 0.1000 0.0400
• lojoooo o.8ooo---:0702 oo

I0.0000 0.8000 0.0100
I0_0000 0.8000 0.0400

10.0000 lt5000__?0.0200
I0.0000 1.5000 0.0100

10.0000 1.5000 0.0400
6.0000 0.1000
6.0000 0.1000

4.0000 11.5000
4.0000 11.5000

6.0000 0.1000
6_.0000_0.8000
6.0000 0.8000
6.0000 0.8000
6.0000 1.5000

6.0000 1.5000

-0.0200
0.0100
0.0400

-0.0200
0.0100
0.0400

-0.0200

0.0100

L

0.50048
0.50620
0._8976
0-.49907-
0.51901
0.51677
0.49766
0753181

0.54379
o;3894_
0.39519
O. 3787_
0. 39074
0.41068
0.40844

• 0_39202
0.42617

0.3 5_.5!
0.36025

0.34380
0.35849

0.37843

0.37620
0.36246
0.39661
0.40859

0.5 ._2
0'49888

0,50819
0.5281)

0.52589

0.50678
0._4093

4.0000 11.5000 6.

4.0000 11.5000 8.

4.0000 11.5000 8.

__oooo 1!.sooo 8.
4.0000 11.5000 8.

4.0000 11.5ooo 8.
4.0000 11.5000 8.

4.0000 11.5000 8.

0000 1.5000 0.0400

0000 0_._1000 -0.0200
0000 0.1000 0.0100
0000 0.1000 0.0400
0000 0.8000 -0.0200
0000 0.8000 0.0100

0000 0.8000 0.0400
0000 1.5000 -0.0200

FIGURE 17 - Penetx_tion

3/4" I_ta Se_;4

179

O. 55291

0.39858

0.40431

0.38786
0.39986

0.41980

0.41756
0.40114



MANUFACTURING RESEARCH

A STUDY OF, INERT-GAS WELDING PROCESS

TRANSFERABILITY OF SET-UP PARAMETERS

mini: 944
NAS 8-I1435

4.0000
4.0000

4.0000

4.0000
4.0000

4.0000

4.0000

4.0000
4.0000

4.0000

11.5ooo 8Toooo ......lU.50o0.......o.oi0o
11.5000 8.0000 1.5000 0.0400

11.5000 10.0000 0.1000 -0.0200

11.5000 10.0000 0.1000 0.0100

--11.5000 I0.0000- 0.I000 0.0400

II.5000__I0_9000 0.8000 -0.0200
11.5000 I0.0000 0.8000 0.0100

11.5000 I0.0000 0.8000 0.0400
11.5000 10.0000 1.5000 -0.0200

1i.5000 I0.0000 1.5000 0.0100

4.0000 11.5000 I0.0000 1.5000 0.0400

4.0000 12.0000 6.0000 0.1000 -0.0200
4.0000 12,0000-----6_0000--0/I000---0'0100

4.0000 12..0000___ 6_..0000 0.1000 _0.0400
4,0000 12.0000 6.0000 0.8000 -0.0200

4.0000 12.0000 6.0000 0.8000 0.0100
_. 00d0---12. 0000 6. 0000_0. 8000--- 0-.04 oo
4.0000 12.0000 6.0000 1,5000 -0,0200

4.0000 12.0000 6.0000 1.5000 0.0100

4.0000--_!21.0000--6.:0000--1.5000---0.0400
4.0000 12.0000 8.0000 0.I000 -0.0200
4.0000 12_.0000 8.0000 0.I000 .....0.0100

4.0000 12.0000 8.0000 0.I000 0.0400

A. 0000__12.0000__8,0000__0.8000___-_0.0200
4.0000 12.0000 8.0000 0.8000 0.0100

4,0000_ 12.0000 8.0000 0.8000 0,0400
4.0000 12.0000 8.000.0 1.5000 -0.0200

4.0000 12.0000 8.0000 1.5000 0.0100

4.0000 12.0000 8.0000 1.5000 0.0_0

4._000__12.0000 I0.0000 0.I000 -0.0200
4.0000 12.0000 I0.0000 0,1000 0.0100

4.0000 12.0000 10,0000 0,10000.0400
4.3000_ 12.,0000 10.0000 0.8000 -0.0200
4.0000 12.0000 10.0000 0.8000 0.0100

4.0000 12.0000 I0o0000 0.8000 0.0400
4.0000 12.0000 I0.0000 1.5000 -0.0200

4.0000 12.0000 I0.0000 1.5000 0.0100
4.0000 12.0000 I0.0000 1.5000 0.0400

4.2000 11.0000 6.0000 0.1000 -0.0200
4.2000 11.0000 6.0000 0.I000 0.0100

4.2000 ll. O000 6.0000 0.I000 0.0400

-_-0.4-3529
0.44727

0.36365

0.36937

0,35292
0.56761

0.38755

0.38532
0. 37158

0.40573

O. 4177i
0.51872

0.52444

0.50800

0.51731
0.53725

0.53501

0.51590

0.55005
0.56203
0.40770
0.413431
0.39698

0.40898
0.42892

0.42668
0.41026

0.44441

0.45639
0. 372.77

0. 37849

0.362_4
0.37673

O. 39667

0.39444
0.38070

0.41485
0.42683
0.54710

0.55283
o. 536 38

4.2000 Ii.0000 6.0000 0.8000 -0.0200 0. 54569

FIGURE 17a - Penetration

5/4" Data Set 4

180

• °



MaBI]FAOI_B.I]_ IIESFABOH

A STUDY OF INleT-GAS %TELDIB_ PHOCESS

_LITY OF SET-UP PARAME'EE_

944
ns 8-11435

4.2000 II.0000 6.0000

4.2000 11.0000 6.0000

4.2000 11.0000 6.0000

4.2000 II.0000
: .2000 II.0000--

4.2000 11.0000
4.2000--11.0000

4.2000

4.2000--

4.2OO0

_.2000

4.2000

4.2000

4.2000
4.2000
4.2000

II.0000

II.0000 .....

II.0000

Ii.0000--

II.0000

11.0000

11.0000

11.0000

11.0000

0,8000 0.0i00
0.8000 0.0400
1.5000 -0.0200

6.0000 1.5000 0.0100
670000" 1.5000 .... O.O400
8.0000 0.I000 -0.0200
8.0000 0,1000--0'0100

8.0000 0.i000 0.0400

8.0000 0.8000--0.0200

8.0000 0.8000 0.0100

8.0000--0,8000 0.0400

8.0000 1.5000 -0.0200

8.0000-----1,5000 0.0100

8.0000 1.5000 0.0400
10.0000--0.1000 -0'0200

I0.0000 0.i000 0.0100

4.2000 11.0000 I0.
4.2000 11.0000 10.

4.2000 11.0000 I0.

4.2000 11.0000 I0.
--4.2000 ILO000 10.

4.2000 II.0000 I0.

4.2000 11.0000 I0.

4.2000 11.5000 6.

4.2000--Ii. 5000 6.

0000 0.I000
0000 0.8000

0000 0.8000

0000 0.8000
0000--1,5000--

0000 1.5000

0000 1.5000

0000 0.I000
0000--0.I000

_.2000 11.5000

4.2000 11'5000

4.2000 11.5000
-4.2000 II.5000----

4.2000 11.5000
4.2000 11.5000 ....

4.2000 11.5000

6.0000 0.I000

6.0000 0.3000---
6.0000 0.8000
6.0000 0.8000

6.0000 1.5000
6.0000 1'5000--

6.0000 1.5000

0.0400

-0.0200

0.0100

0.0400
-0.0200

0.0100

0.0400

-0.0200

0.0100

0.0400
-0.0200
0.0100

0.0400
-0.0200
0.0100

0.0400
4.2000 11.5000
4.2000 11.5000

-4.2000 11.5000

*.2000 11.5000

4/2000 11.5000
_.2000 11.5000

4.2000 II.5000

4.2000 11.5000

8.0000 0.I000 ---0,0200

8.0000 0.I000 0.0100

8.0000 0.1000---0.0400

8.0000 0.8000 -0.0200

--8.0000 0.8000----0.0100

8.0000 0.8000 0.0400
8.0000 1.5000 -0.0200

8.0000 1.5000 0.0100

4.2000 11.5000

4.2000 11.5000

8.0000 1.5000 0.0400
i0.0000 0.I000 -0.0200

0.56563

O.56339
o:5 428
0.57843
0.59041
0.41720

0.42293

0.40648
0.41848

0.43842

0.45618

0.41976
0 .-45391

0.46589

0.36338

0.56911

0_35266

0.36735

0.38729

0.38505
0.37131

0.40546
0._1744

0.55668
0556240

0.54595
0.55527

0.575.21

0.57297

0.55385

0.58801

0.5999S
0.42678
0.43250

0.41606
0.42805

0.44799
0. 4457.6
0,z_2933

0.46348

0.4754G
0.37296

FIGURE 17b - Penet_tion

3/4" I_ta Set 4
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Arc Current

Arc Voltage

Travel Speed

Wire Deposit/In. of Weld

Gas Purity

Gas Flow

Indicated Flow

Work Temperature

Joint Gap

Electrode Tip Diameter

WELD PARAMETERS ¼" DATA SET i AND 2

TUNGSTEN ARC WELD

2219 - T87 Alloy

4I'' Thick, (Single Weld)

Code

Letter High Medium

C 2.85 2.75

V 12.75 12.5

T 25 21

Wd 1.228 -955

Cp 1.50 .90

Gf I.25 I. 00

1.54 1.21

OF I•50 i•15

J .020 .010

D •125 .108

Low

2.60

12.25

19

.682

.50

-75

.88

.75

0

.o9o

GMRI: 944

NAS 8-11455

Units for

Computer

Amp/ i00

Volts

Ipm

In.3x zoo/in.

_=/lOO

scfk/100

°F/IO0

In.

In.

FIGURE 18 - Weld Parameters

41" Data Set I and 2
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G_I: 944
NAS 8-11435

STEPWISE RFAIRESSlON

Ftu vs. C, V, T, Gp, °F, D, Ep, MT, _'f, AT
4/_ 2219 TIG Horizontal

NO. OF DATA

NO. OF VARIABLES
WEIGETED DEGREES OF FREEIK_

F LEVEL TO ENTER VARIABLE

F LEVEL TO R_0VE VARIABLE

29
66

25.OO
2.89- 9O%
2.89 - 9O%

F LEVEL

ST/). ERROR OF Y

MULTIPLE CORRELATION COEFFICIENT
COEFFICIENT OF DE_ATION

4.0432
2.2419
0.97103

94%

VARIABLE

(C) ........ Current

C-D). .. Current-Tip Diameter

T)... Travel

IT-D)... Travel.Tip Diameter
D2)...[.[_ Tip Diameter(2)

(D-MT) ..... Tip Diam-Max Temp

COEFFICIENT

-141.84611
9- 52253

-566.98919
- 24.87564
- 40.75639
8086.81989

4.83399

CONSTANT = 495.61423

Ftu = -141.84611(C) +9.52253(C-T) -366.98919(0-D_)
-24.87564(T)-40.75639(T-D) +8086.81989(D z)

+4.83399(D'M_) +495.61425

dFtu = -141.84611dC +9.52253Td0 -366.989191)dC

-24.8756dT +9.52253CdT -40.75639DdT

+2(8086.81989)DdD -366.98919CDD

+4.83399MTdD -40.75639TdD
,4.85399DdMT

CONFIDENCE LIMITS FOR CONFIDENCE LEVELS OF:

90% >Ftu - 2.93 95% >Ftu - 3.81

ST]). ERROR

44.4OO96
1.924o7

182.51091
5.32856

13.23178
2563.56616

1.79849

99% >Ftu - 5.61

FIGURE 19 - Regression Analysis Summary Sheet

Data Set 1
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eo TIG Data Set 1 and 2, (1/4")

Summary

Design

The experimental design for data set number 1 and 2 (1/4") is a 1/16

replicate fractional factorial design with central points added for

quadratic analysis.

These experiments were run using the constant current, voltage control,

TIG, control system with nine independent variables and fourteen de-

pendent variables or responses.

The independent variables are:

1. Current (C)

2. Volta (V)

3. Travel Speed (T)

4. Wire Deposit (Wd)

5. Gas Purity (Gp)

6. Gas Flow (Gf)

7. Weldment Temperature (°F)

8. Joint Gap (J)

9. Tungsten Tip Diameter (D)

The responses are:

I. Ultimate Strength (Ftu)

2. Yield Strength (Fty)

3. Elongation (E)

4. Melt Area (Section) (M)

5. Melt Crown Area (Section) (Me)
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TIG Data Set I sad 2, (1/4") Continued

6. Melt Fall through Area (Section) (Hf)

7. Heat Effected Area (Section) (H)

8. Penetration (P)

9. BuildUp (WeldBe ) (B)

I0. Electrode Position (From Work Surface) (Ep)

n. Porosi (x-ray) (x)

12. Max. Temperature of Back Bead (Mr)

13. Time above 450°F (Back Bead) (Tt)

14. Area under Temperature Curve (At)

above 450°F

Preliminary examination sad analysis of the data indicated that for the

range of joint gap evaluated there was no significant variation in the

responses that could be attributed to Joint gap. Therefore, joint gap

was not entered in subsequent data sets.

In 1/4" data set I, electrode position (Ep), maximum temperature (Mt),

time temperature exceeded 450°F (Tt), sad area under the temperature

curve (At) were entered in the regression aualysis as additional in-

dependent variables.

Results_ Data Set I

Ftu

The analysis of this data indicates that the variables expressed in the

regression equation account for 94% of the variation observed in Ftu.

At the 90% confidence level, the confidence limit is calculated
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TIG Data Set I an_ 2, (1/4") Continued

Ftu -2._3 KSI. The variables represented are listed in the order of

statistical significance as follows with the product of two variables

indicating significant interaction.

i. Current x Travel Speed

2. Travel Speed

3. Tungsten Tip Diameter

4. Current x Tungsten Tip Diameter

5. Ctu_rent

6. Travel Speed x Tungsten Tip Diameter

7. Tungsten Tip Diameter x Maximum Temperature of

Back Bead.

Chan_e in Current (Delta C)

With all other variables held constant, a+change in current will cause

a corresponding+ch_e in ultimate tensile strength (Ftu). The exact

amount of the resulting change is dependent upon the values of the

interacting variables, welding current and travel speed.

Delta "T"

With all other variables held constant, a+change in travel speed will

cause a corresponding+change in Ftu. The exact amount of the change

is dependent upon the values of the interacting variables; welding

current and tungsten tip diameter.

°
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TIG Data Set 1 and 2, (1/4") Continued

Delta "D"

With all other variables held constant, a_chauge in the tungsten tip

diameter will cause a corresponding change in Ftu. The exact amount

of the change depends on the current, travel speed, maximum temperature,

and tungsten tip diameter involved. The smaller the initial tip diameter

the more significant a change becomes.

Time- Temperature

The time at temperature over 450°F, the maximum temperature, and the

area under the temperature curve about 450°F, were entered for computer

regression analysis as independent variables to study their relationship

to the ultimate strez_-th. The resulting regression at the 90% confidence

level accounted for only 34% of the variation in Ftu. Maximum temperature

was the only significant variable. At the 90% confidence level the con-

fidence limit was calculated; Ftu -8.9 (KSI).

The analysis of the data sad the regression for X-Ray or porosity in-

dicates that the variables in the data set account for only 25% of the

variation in porosity at the 90_/_confidence level.

The variables presented in the regression are listed in order of

statistical significance.

Gas purity x area under temperature curve

Gas purity x time at temperature above 450°F
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MANUFACTURING RESEARCH

A STUDY OF INERT-GAS NELDING PROCESS

TRANSFERABILITY OF SET-UP PARAMETERS

GMRI : 944
NAS 8-I1455

TIG Data Set 1 and 2, (1/4") Continued

An increase in shielding gas impurity causes an increase in porosity

depending upon the area under the time-temperature curve. The greater

the area the greater the increase in porosity. At the same time, the

greater the maximum temperature, the greater the porosity increase.
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NAS 8-11435

@ Transfer Weld Summary

The first four data sets were developed using Welding Unit No. 1. This

unit was used with conventional voltage control during the welding for the

1/4" data set 1 and 2 and during the welding for 3/4" data set 1.

Replicates of several of the weld settings used in 3/4" data set i were

transferred to 3/4" data set 2. Data set 2 was run using Welding Unit No.

i With the control modified to the configuration of control system No.

which is with voltage controlling electrode position and electrode position

controlling current. These welds were transferred successfully with vari-

ation in weld strength and geometry well within the 90% confidence limit

range.

Further transferexperimentation was conducted by transferring from Welding

Unit No. 1 with "voltage-proximity - current" control to Welding Unit No. 2

with "voltage-proximity" control.

Difficulty was encountered during these experiments with several weld

parameter combinations. It was found that some weld parameters that produce

very stable and controllable welds when using "voltage-proximity - current"

control, producedunstable and uncontrollable welds when transferred to the

"voltage" control system. Transfers from the "voltage" control system to

the "voltage-proximity - current" system is accomplished with no difficulty

from a stability and control standpoint.
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MANUFACTURING RESEARCH

A STUDY OF INERT-GAS WELDING PROCESS

TRANSFERABILITY OF-SET-UP P__RS

Transfer:Weld Summa_ (continued_

The transfer weld data, Weld No. T-I through T-20 are replicates of Weld No.

305 through316, and Weld No. 334 through 339 from data Set No. 2.

The average penetration observed from Weld No. T-l, T-20 was .564".

The standard deviation for this data was 0.05 which gives 90% confidence

limits of 0.482" to 0.646". All of the replicates of this weld setting run

in Welding Unit No. 1 were within these limits.

The solution of the regression equation from 3/4" data Set No. 4, using the

same weld parameter settings as used in the T-1 through T-20 series, gives

a predicted penetration of 0.531". The 90% confidence limits for this

equation give limits of from 0.475" to 0.5883". The transfer weld penetrations

are well within these limits.

The average ultimate tensile strength produced by the transfer welds T-l,

T-20, was 40.89 KSI. When these settings were transferred back to Welding

Unit No. l, Weld No. 334-339, the ultimate strength was 42.9_ KSI. This is

well within the 90% confidence limits of the T-l, T-20 data set.

CONCLL_IONS:

The tables and charts, along with the regression analysis summary sheets to be

presented in the final report provide, at a glance, many more conclusions about

the relationship of the variables than is practical to present in abstract.

Therefore, only the major contributions are presented here.
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CONCLUSIONS: (continued)

It is concluded that:

I. Data Analysis

With statistically designed experiments, computer reduction and analysis of

data it is possible to quickly solve problems and explore the relationships

of the variables far beyond our capability using "conventional" techniques.

One set of raw welding data may be used in different combinations with

computer analysis to simulate many additional welding experiments and equip-

ment modifications.

. TIG Penetration

Within the range of the data, the variables that account for a majority of

the variation in weld penetration are:

Travel Speed

Current

Tungsten Tip Diameter

Electrode Position

Weld travel speed becomes very critical to penetration control at low speeds.

Electrode position control is least critical when operating approximately at

the weldment surface and becomes significantly critical when operating above

or below the surface.

Electrode tip diameter becomes increasingly critical as the diameter decreases.

When using the Voltage-Proximity-Current TIG, control system, weld travel

speed is the variable of greatest significance.
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CONCLL_IONS: (continued)

3. TIG Ultimate Strength

Within the range of the data, the variables that account for a majority of

the variation in Ultimate Strength are:

Tungsten Tip Diameter

Current

Weld Travel Speed

Tungsten tip diameter becomes critical at small diameters.

TIG Porosity

Within the range of the data, the variables that account for variations in

porosity are:

Inert-Gas Purity

Time-Temperature Function

Although these variables are the only ones entering the regression at the

90% confidence level, they account for only a small percentage of the vari-

ation in porosity. The predominant porosity variables are not identified.

@ Transferability, TIG

In order to transfer the following conditions must be met:

a. Goo_ instrumentation must be provided for the basic four TIG welding

variables of (I) Current, (2) Travel Speed, (3) Electrode Position, and

(4) Voltage, in order of importance.

The instrumentation should be high resolution, calibrated equipment,

preferably trace recording type.
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CONCLUSIONS: (continued)

b. The static variables, gas purity and tungsten tip diameter must be

maintained constant.

Where the conditions above are met, along with duplicate conditions of weld

joint preparation, tooling and welding position, duplicate trace recordings

indicate duplicate welds.

A change of the welding control system from one system to another may pre-

clude the ability to successfully transfer a weld setting. For example,

settings that are stable and satisfactory when welding with the conventional

"voltage" control system can be transferred to the "Voltage-Proximity-

Current" system but the opposite is not always possible. However duplicate

trace recordings of the four dynamic variables indicates duplicate welds

regardless of system change.

An accumulation of variation in the minor static variables such as wire

deposit rate, gas flow, gas purity, etc., will cause significant variation

in the resulting welds. Wire deposit volume normally is not a critical

variable, however, the angle and position of entry into the weld puddle is

extremely sensitive. The filler wire angle and position of entry must be

duplicated in order to duplicate welds.
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RECOM_NDAT IONS:

It is reco_endea that:

I. Additional development programs be conducted to determine the significance

of the tooling and welding position variable on the weld Joint performance

responses.

@ A program be initiated for the development and improvement of TIG welding

control system so that the basic dynamic TIG parameters of current, voltage,

and electrode position may be controlled and set independently.
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NOTICE - Preliminary Re oor_

This report contains information which is of a

preliminary nature and is subject to correction or

modification upon the collection and evaluation of

additional data.

FOREWORD

The work covered by this report has been sponsored

by National Aeronautics and Space Administration under

Contract No. NAS8-11930 issued by Marshal Space Flight

Center.

The principal investigators for this work have been

D. Q. Cole and A. E. Bennet under the direction of

L. W. Davis and the Contracting Officer's Technical

Representative at NASA is Frank Jackson.
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ABSTRACT

This report contains a summary of accomplishments during

the first ninemonths of an eighteen month program to develop

methods, tooling concepts, and processes to control the time-

temperature characteristics in the weld and heat affected zone,

in order to improve tensile properties and reduce porosity in

aluminum weldments.

A literature survey,

revealed that although a

conducted during the first four months,

considerable amount of work has been

done to control heat input, there has been little documented

experimental work on controlling thermal patterns by heat

extraction. This program proposes to investigate means of

producing and controlling optimum thermal patterns by balancing

heat input and heat extraction through use of cryogenic liquids

and auxiliary heat sources if required.

Although only very preliminary data have been obtained

during the four months since the beginning of experimental

work, there are strong indications that the technical concepts

of the program are sound and that it will be possible to

accomplish the objectives of the program. Initial tests indi-

cate that increased tensile properties and reduced porosity in

weldments in 5/16-Inch and 1/2-inch 2014-T6 plate have resulted
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from shortening the time-temperature cycles and controlling the

solidifi=ation pattern by using liquid'CO2 as a chilling agent

during welding.

Future work will include verification of the preliminary

data, extension of this work to weldments in 2219_-T87 plate,

and establishment of optimum thermal patterns for weldments in

both materials by devising additional means of adjusting and

controlling the balance between heat input and heat extraction.
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I. P_ Ob_ectlves

The objective of this program is to develop methods, tooling

concepts, and processes to control the time-temperature character-

istics in the weld and heat affected zone, in order to improve

tensile properties and reduce porosity in aluminum weldments.

The need for this work has been brought about by the increas-

ing requirement for higher strength-weight ratio and for greater

reliability of weldments in aerospace vehicles, in particular the

aluminum components for the Saturn V. These weldments have had

a high incidence of porosity. Improved joint efflciencies are,

of course, extremely desirable to meet the stringent design

requirements.

A secondary objective of this program is to advance the

state-of-the-art by developing control methods which will aid

the welder in consistently producing better welds in all

materials.

strengthened by

pounds from the

must be

Technical Approach

IDcrease Ouench Rate

The copper bearing heat treatable alumlnum alloys are

controlled precipitation of intermetalllc com-

solid solution by aging. These precipitates

finely divided and uniformly dispersed in order to
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accomplish strengthening. This condition is attained by a

sensitive time-temperature relationship. Unless the proper

relationship is maintained throughout all stages of fabrica-

tion, a soft matrix and/or brittle planes of weakness will

result. Welding produces an adverse tlme-temperature history

in that the high temperatures can produce coalesence of grain

refining and strengthening elements, and slow cooling produces

overaglng. Slow cooling near the melting point also produces

excessively large grain growth which can result in additional

loss of strength by forming planes of weakness.

Also, unless conditions are such that gases can escape

through the molten liquid, slow cooling through the melting

range can result in gross porosity (usually lineal), while

fast cooling may produce fine scattered porosity which may

not be detrimental.

The use of chill bars has long been used to achieve quench-

ing during welding. While this method is perhaps adequate for

welds in non-critical structure, it has three distinct advan-

tages: (I) non-uniform contact between the chill bars and the

work piece can cause erratic chilling with resultant hot and

cold spots along the length of the weld; (2) the degree of

chilling is not easily adjustable to the variety of materials,

thicknesses, configurations, etc; and (3) "hard" tooling

cannot always be used.
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Some efforts to control weld chilling by selection of special

chill bar materials, such as titanium, and insulator type materials,

have indicated some promise in overcoming erratic chilling but are

subject to the other limitations and produce only a limited degree

of heat extraction.

The concept currently being utilized for this program is to

produce chilling by impingement of a cryogenic liquid on the weld-

ment during welding. This method appears to hold promise for

overcoming the major disadvantages of "hard" tooling for chilling,

and it is expected that by properly selecting the cryogenic liquid

and setup for applying it during welding, the required increase

in chill rate can be achieved.

B. Alter Solidification Pattern

It has long been the practice in aluminum casting to reduce

gross porosity by effecting chilling in such a manner that the

casting solidifies from the bottom up and as nearly unidirection-

ally as possible.

Application of this practice to welding should also result

in reduced porosity in aluminum weldments. It is, therefore,

expected that proper application of chilling by means of cryo-

genic liquids, with or without the use of auxiliary heat sources,

will reduce porosity in aluminum weldments.
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III. ProzramOutllne

A. General

The program is divided into two phases. The first consisted

of a survey of literature and industry. The work on this survey

was performed over a period of four months and was completed in

August 1965. The second phase consists of the experimental work

whlchhas been in progress for approximately five months and is

scheduled to be completed in September 1966.

IV. Literature R@viewed

The purpose of the survey was to obtain information which

might be helpful in the performance of this program, by avoiding

duplication of effort and/or by supplementing the original

program concept.

Current abstract bulletins published by the National Aero-

nautlcs and Space Administration (STAR) and by the _Defense

Documentation Center (TAB) were checked for reports of work

pertinent to fusion welding of aluminum, and significant reports

were acquired for review.

A similar survey was made of applicable technical books and

periodicals, including those of the American Welding Society,

the American Society of Metals and the American Institute of

Mining and Metallurgical Engineers. Particular emphasis was

devoted to issues of the Welding Journal published during the

past ten years.
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Slxty-three reports were selected for review and were classi-

fied under three general subject areas according to their principal

interest to this program:" (I) Tlme-Temperature Studies, (2) Heat

Flow During Welding, and (3) General Welding Techniques.

No reported or unreported work was found which would indicate

that any part of this program is a duplication of effort. A con-

siderable amount of information was obtained which will facilitate

the experimental portion of the program, particularly that work

pertaining to heat transfer analysis and specific welding tech-

niques currently in use for fabricating aerospace structures by

welding the particular materials involved.

V. O_ganlzatlons Contacted

Those organizations and individuals who were considered to

be involved in work related to thls program were contacted for

personal interview or for interview by telephone. The coopera-

tion was excellent, and in some cases special data were furnished

and tours of plant facilities arranged. In general, a great

deal of interest was expressed in this program.

It appears that at the present time, no specific work is in

progress to develop data in addition to that already reported

in the literature for development of time-temperature controls

or theoretical heat flow information for welding of aluminum

alloys.

211



However, in some work recently completed by Frankford Arsenal

it was determined that three significant trends were noted in the

mlcrostructure which indicate the merit of the use of super-chil-

ling during welding of aluminum: (I) the amount of mlcroporosity

was substantially lessened, (2) the width of the zone of grain

boundary melting at the interface was reduced appreciably, and

(3) a finer grained cast structure was obtained.

All of this work was performed on 0.090" thick 2014 and 2024

aluminum alloys. In one set of experiments the chill bars (both

top and bottom) were cooled with brine at -45°F. In a second set,

for which data has been published recently, the chill bars were

cooled with liquid nitrogen. In each case, welding was performed

after the parts to be welded reached a selected temperature,

-30°F and 250°F, respectively. Difficulty with condensation of

moisture on the parts was overcome by enclosing the part in a

flexible bag containing dry argon or helium.

A large amount of work has been done and is currently in pro-

gress to improve the quality of weldments in aerospace components

fabricated from aluminum. Although only a few specific studies

have apparently been conducted on a laboratory basis for deter-

mining the effect of time-temperature on properties of weldments,

a good many of the process controls adopted for shop welding

are aimed in the direction of controlling thermal patterns.
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VI.

A.

ExoerJmental' Pro2rAm

The experimental program consists of two essential steps.

The first is to establish realistic target thermal patterns

designed to improve the weld properties. The second will be

to devise and test various means of providing the temperature

controls through heat input studies and studies to determine

the effectiveness of heat extraction by cryogenic liquids.

For these studies, plate in two thlcknesses (1/2-inch and 5/16-

inch) in each of two alloys (2014-T6 and 2219-T87) will be used.

Tensile properties of the 2014-T6 material are shown in the

following table:

Figure 1

2014-T6 Parent Metal Tensile Properties

Material

5/16" 2014-T6

5/16" 2014-T6

1/2" 2014-T6

1/2" 2014-T6

Grain

Direction

Long.

Trans.

Long.

Trans.

Yield

Strength
(psi)

64,800

64,000

62,400

60,900

Ultimate

Strength

(psi)

69,900

70,900

68,100

69,200

Elon_atlon
in I" (1)

15.0

15.0

14.0

11.7

Welding will be performed in the horizontal position by the

semi-automatic TIG process, using direct current straight

polarity, on square butt joint preparation, with 2319 filler
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wire and helium shielding gas. It is contemplated that various

cryogenic liquids and auxiliary heat sources will be used to

alter thermal patterns during welding. Tensile tests and hard-

propertieshess surveys will be used to correlate mechanical

with thermal pattern.

B. Modification of ' Equipment

Existing equipment was modified as shown in the following

photograph(Figure 2) for welding test panels from one side in

the horizontal position. The basic equipment consists of a

Miller Model 600/1200 power supply, a Miller high frequency

unit, a Berkley Davis side beam and carriage system, an Airco

TIG welding torch and wire feed system with mounting brackets,

a fixture for 12" x 48" weld panels, a cryogenic Jet spray

system and suitable brackets and attachments for mounting

radiometers.

C. Instrumentation

As shown in the following sketch (Figure 3) the instru-

mentation for monitoring welding process variables and thermal

patterns in the weld panels consists of Weston ammeter and

voltmeter, an optical tachometer, a Leeds & Northrup 12-channel

temperature recorder with thermocouples, an Airco helium flow-

meter, an Airco filler wire speed regulator, a Tektronlc

oscilloscope, and infrared radiation thermometers.
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Figure 3.

SKETCH OF EXPERIMENTAL SETUP

12 CHANNEL

TEMP.

RECORDER

INFRARED

RADIOMEIERS

_WELD TORCH

AND WIRE FEEDER

WELD

CARRIAGE

OPTICAl_

TACHOMETER

WELD

PANEL WELD

POWER
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D. Referenc_Weldments

In order to establish reference data to which future

experimental welding will be compared, weldments in each of the

aluminum plate materials are to be fabricated under monitored

conditions without the use of chilling. The thermal pattern data

in connection with the mechanical and metallurgical character-

istics of these weldments will be used as the starting point

for alteration of thermal patterns to improve the properties.

E. Preliminary Check-out of Crvo2enlc System

Preliminary trials of the liquid CO 2 system shown in the

following sketch (Figure 4) indicate that more than adequate

chilling effects can be Obtained on the back side of the weld.

A 250 lb. container with flexible delivery tube and a variety

of nozzles with orifice sizes from 0.008" to 0.032" are avail-

able for subsequent modifications.
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Figure 4.

Jet Arrangement No. 1:

li
• rice)

I I_ Weld Torch

/ ...................... (_,-.-- Backing Material

_, _ _'" Jet (.024"orifice)

Liquid C02 Source

Backing Material No. 1: Adhesive glass tape over
non-adhesive glass tape.
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VII. Preliminary Data

A. Weld S_hedules

Using the weld setup and jet arrangement shown in the pre-

vious sketches, welding schedules were developed and heat Input

calculated for the penetration passes in 5/16" and 1/2" plate

as shown in the following table:

Figure 5

I

I

L

L

Weld Panel Thickness Weld Heat Input
Number (inches) Chilled Parameters (BTU/In.)

.

IAI

IECI

1F2

i

1DC3

5/16

5/16

1/2

1/2

no

yes

no

ye s

250 amps

14 volts

9.0 Ipm

235 amps

16 volts

6.9 Ipm

300 amps

16 volts

7.5 ipm

310 amps

15 volts

6.0 ipm

22.2

31.1

36.4

44.1

It Is realized that these schedules may not be optimum, and are

subject to modification as experimental work continues. Welds

in the 1/2" thicknesses were made without filler wire. Those

in the 5/16" thicknesses were made vlth the addition of 2319

filler wire in a subsequent weld pass.
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:HILLED, 1/2" 2014-T6, PENETRATION PASS

!,NO CHILLING, 1/2" 2014-T6, PENETRATION PASS
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jet arrangements in combination with minimal heat input, a quench

rate closer to the theoretical required for maximum properties

can be achleved (100°F/sec).

Figures 12 - 14, inclusive, show similar data for welds in

5/16" plate. The effect of chilling is even more pronounced in

the thinner material, as the same jet arrangement was used as

for the thicker material; i.e., more chilling was available per

unit of metal than for the 1/2" plate.

C. Radiomraohlc Insoection

All welds contained some degree of porosity. Those made

by one penetration pass without the addition of filler wire

(IF2 and IDC3) contained relatively small amounts of fine

scattered porosity. The two welds made by one penetration

pass and one filler pass (IAI and IECI) contained substantial

amounts of large porosity. Of this group, the unchilled weld

(IAI) exhibited 60_ more porosity than the chilled weld (IECI).

A large amount of this porosity in the unchilled weld was

lineal, while the porosity in the chilled was essentially

scattered.

Results of preliminary X-ray examination and tensile test

fracture studies indicate that chilling the back side of the

weld with liquid CO 2 effects some reduction in gross porosity.

For welds in 5/16" 2014-T6 plate, the average porosity for all
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CHILLING, 5116" 2014-T6, PENETRATION PASS.

CHILLED,-5/16" 2014-T6 PENETRATION PASS.
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speclmensfrom the unchilled weld panel was 5_, while the aver-

age porosity for all specimens from the chilled weld panel was

2_, indicating that chilling reduced the amount of this porosity

by a factor of more than two. _

For specimens from the 1/2" plates, welded without the addi-

tion of filler, X-ray results and fracture studies indicated

less than 1_ porosity in both chilled and unchilled welds.

Gro_ lineal porosity appears to be associated with the

addition of filler wire. The causes for fine scattered porosity

have not yet been determined. In both instances, the causes

must be investigated and corrected before the effect of chilling

on eliminating or reducing porosity and improving weld proper-

ties can be properly evaluated.

While these results cannot be considered conclusive, and

indicate the need for further refinement of general welding

techniques, there appears to be sufficient evidence of improve-

ment to warrant further development of the current concept.

D. Metallur_ical Examination

Examination of the structure of the Welds by macrosection

indicated that chilling substantially reduces the extent of the

heat affected zone and also reduces grain size as shown in the

two following illustrations (Figures 15 and 16).
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MACROSECTION OF WELD 
PANEL lF2, 1/2", 2014, NO FILLER 

NO CHILLING 

. 

. 

MACROSECTION OF WELD 
PANEL 1DC3, 112" 2014, NO FILLER 

CO 2 CHILLED 

Figure 1 5  
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NO CHILLING 

C 0 2  CHILLED 

Figure 16 
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2014 alloy are shown.

shown in Figure 11.

ration

proved

Figure 15, macrosections of two welds in 1/2" plate of

The thermal pattern for these welds was

It will be noted that the size and orien-

of grains in the weld bead has been considerably im-

by chilling in spite of the fact that the fit-up between

the plates was not as good and a wider weld bead was required.

It will also be seen that the heat affected zone is narrower

when chilling is employed.

In Figure 16, two bead on plate welds in 1/2" plate are

shown in which the heat input was the same in both cases.

Again, it will be seen that the grains in the weld bead are

smaller and differently oriented and that the heat affected

zones are considerably more narrow in the chilled weld.

E. Tensile Tests

I. Weld Soecimens

Location of specimens for tensile testing was selected

from the X-ray films so that representative porous and non-

porous areas were included. All specimens were 12 inches long

with the weld bead Zransverse and centered in a 1" x 7" reduced

section (the weld line being parallel to the direction of rol-

ling). Six specimens were prepared for each weld panel, three

with the weld bead intact and three with the weld bead flush

with the parent metal.
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2.

The following table (Figure 17) shows averages of

tensile test results for specimens from welded panels in

5/16" and 1/2" 2014-T6 plate.

9

Figure 17

Comparison of Tensile Properties of Unchilled Welds

@nd W_ds Chilled by Liquid CO 2 in 2014-T6 Plate

(Preliminary Data)

Specimen

5/16"

Bead on

I/2"
Bead on

Test
Tensile Prooertles

Yield (psi)

Ultimate (psi)

Elongation in 2"

Yield (psi)

Ultimate (psi)

Elongation in 2"

Unchilled

27,900

42,100

5.0

27,500

45,300

5.5

Chilled

30,300

45,500

7.0

31,500

47,600

6.0

Improvement

8.6Z

8.1Z

20.0_

14.57.

5.8 
9.17o

All tests were performed at room temperature. In order to

evaluate the effect of chilling on tensile properties, it was

necessary to select tests for specimens which contained less

than I_ porosity in the fractured area so that the effect of

porosity would not mask the effect of metallurgical changes.

It was further necessary to limit these specimens to comparable

groups, which again narrowed the selection.

It appears that there are improvements in tensile strength

ranging from approximately 5_ to 14_ for welds chilled by CO 2
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over unchilled welds, with corresponding increases in elonga-

tion. Although the observed improvement is based on limited

data, it is believed that there is some justification for

optimism as the tests were randomized by the fact that two

thicknesses were welded, thus averaging out variables which

might not have been precisely controlled.

3. Infrared R_diation Thermometer Evaluation

Attempts to quantitatively interpret the signal from

a line scanning infrared radiometer with respect to tempera-

ture of specific points on the weld panel during welding were

unsuccessful. On the basis of work performed to date, it is

felt that a great amount of additional effort and costly

supplementation would be required to utilize effectively the

llne scanner as a monitor for thermal patterns during welding.

Single point radiometers appear to offer more promise; and

therefore, it is expected that efforts in the near future

will be confined to this type.
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VIII. F_t_re Work

It is expected that during the remainder of the program

means of producing and controlling optimum thermal patterns

for the materials under consideration will be developed

(Figure 18)

Figure 18

Devise and Test Means of Controllln_ Thermal Patterns

Optimum Time-Temperature Cycles

Minimal heat input control

Auxiliary chilling devices

Optimum Solldi£1catlon Patterns

Auxiliary chilling devices

Auxiliary heating devices

Additional cryogenic liquids (nitrogen, argon, and possibly

helium) will be investigated; various Jet arrangements, posi-

tions, and orifices will be tried; and, if necessary, auxili-

ary heat sources will be used to obtain the desired time-

temperature cycles and solidification patterns.

9
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IX.

be possible to achieve

tensile properties and

supplementation of

mal pattern

improvement

Conclusions

Based on this preliminary data, it appears that it will

the goal of the program to improve the

reduce porosity by refinement and

present concepts for controlling the ther-

during welding. Tensile results indicate an

in strength of 5 to 14% with increases in elonga-

tion of up to 20_. Chilling apparently reduced gross porosity

in welds made with filler wire by a factor of more than two.
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RELATIONSHIPS BETWEEN WELD QUALITY

AND NON-VACUUM ELECTRON BEAM

WELDING PROCEDURES

k

F. D. Seaman

Westinghouse Electric Corporation
Astronuclear Laboratory

ABSTRACT

Critical procedure details for non-vacuum electron beam welds have been identified

and related to such qualities as undercut, bead width, contour and porosity. Welds that

are conslstant with actual quality standards have been produced. The strength of one-side

one-pass welds produced exceeds the reported strength of TIG welds. Work has been

accomplished on .250 inch 2219-T37 and is being continued to include .5 inch 2219-T37

and T87.
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INTRODUCTION

During 1964 Westinghouse engineers had completed a systems engineering study aimed

at developing an electron beam welder specifically for the demanding conditions of non-

vacuum welding. This approach notonly freed the electron beam process from the confinement of

a vacuum chamber but also provided the gun with some of the flexibility of an automatic TI G welding

head.* Further, limited tests indicated that the unit might show a number of advantages over con-

venfional arc processes (i.e., lower distortion, less heat input, higher welding speeds, etc.)**

On June 15, 1965 a contract between NASA (Manufacturing Engineering Laboratory)

and the Westinghouse Electric Corporation was initiated. Phase I of this contract is a welding

engineering study. Phase II required the construction of a light weight, portable non-vacuum

electron beam welding head, manipulator and enclosure. The Phase II effort is progressing

satisfactorily, butisnotwitnln the scope of this paper and will not be discussed further.

The objective of the Phase I welding portion of the program was to demonstrate in Task C

the practical capabilities of the 15 KVA portable, light weight, versatile non-vacuum electron

beam welding unit (XWEB 15121) by applying it to materials and thicknesses characteristic of

existing space hardware and inspecting the welds according to actual hardware standards -

as opposed to the generalized in-house study that had preceeded this contract. In order to

meet the above objectives it was necessary to complete two prellminary experimental programs

using an available 10 KVA laboratory welder and translate the findings of these programs to the

demonstration of the welding capabilities of the 15 KVA unit.

Task A (10 KVA Laboratory Welder) - An existing Westinghouse 10 KVA non-vacuum

electron beam welder was applied to the study of the relationship between welding

procedure details and the achievement of the radiographic quality established in

ABMA-PD-R-27A, Class 2 (and other standards as set forth in ABMA-PD-W-45).

* J. Lempert, J. Lowry, F. Seaman, C. Williams, "A Compact Non-Vacuum Electron Beam
Welder" Proceedings of Electron and Laser Beam Symposium, 1965, p. 393.

** F. Seaman, J. Lempert, J. Lowry, C. Williams, "Joining 2219 Aluminum Alloy with the

Westinghouse Non-Vacuum Electron Beam Welder" 9th National Symposium "Joining of

Metals for Aerospace",Society of Aerospace Materials & Process Engineers, Nov., 1965.
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Task B (10 KVA Laboratory Welder) - The above relationships were applied to the

10 KVA welder to permit the development of optimum as-welded mechanical properties.

Task C (15 KVA XWEB 15121) - Utilizing the 15 KVA XWEB 15121 portable,

non-vacuum electron beam welder (to be built under Phase II) as government furnished

equipment, scale up the information obtained in Tasks A and B to weld thicknesses

of 0.5 in. (or, if possible, greater).

PROGRAM STATUS AND SCOPE OF THIS PAPER

At the presenttPhase I Task A has been largely completed and thus is discussed in some

detail - though the results must be considered tentative until all testing is finished. Task B

has been started and only gross data can be presented. An analysis of variance will be used

to determine which data represents significant findings and therefore would be eligible to

appear in the final program report. Task C has not been started therefore is not included. In

order to present the data the report has been divided according to the above tasks into:

Partl - TaskA

Part II - Task B

EQUIPMENT

The 10 KVA laboratory unit on which welding tests covered by this paper were conducted

is shown in Figure 1. This welder (unlike the XWEB 15121 unit being built in Phase II of this

contract) is a stationary device designed to test developmer_t components. It is mounted in

a lead cabinet having a lead glass window in the access door to permit viewing of the weld

Referring to the photograph, the cylinder at the top of the gun house an oil-insulated section

designed to permit the use of high voltage cables as a means of feeding power to the gun. The

section of the unit marked by the Westinghouse trade mark@-_ is the acceleration chamber which

houses the cathode assembly. The electron beam is accelerated and electrostatically focused in

this region using voltages up to 150 KV. The magnetic lens may be observed directly below.

The exit orifice of the gun is housed in a cylindrical lead enclosure and can be observed in the
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Westinghouse 10 KVA Laboratory Welder Used for Tasks A and B (Phase I )  
FIGURE 1 
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center of the picture immediately above a rack and pinion-driven cart situated directly

underneath the gun.

Electrons are released from the cathode of the gun and focused through differentially

pumped orifices by a combination of electrostatic and electromagnetic electron optical

systems. A positive pressure is applied at a special gas protection orifice which is located

just below the exit orifice of the gun producing the flow of gas to the work area which directs

particulate matter and vapor away from the nozzle. This orifice protection system minimizes

contamination of the vacuum system. The use of the protective gas nozzle also permits control

of the atomic number of the gas which is pumped into the vacuum system.

The stainless steel fixture .(essentially parallel plane surfaces spaced about 1/2 inch

from the center line of the weld) is placed on the power-driven cart directly underneath the

gun. Using the adjustable table below the cart the work can be moved vertically through the

nominal working range of the process (1/4" - 1/2" gun-to-work piece spacing).

MATERIAL

Material for the program was 2219 aluminum alloy furnished in the T37 condition.

nominal chemical analysis was as follows:

The

Typical Si Fe
Percent

.20 .30
(maximum

unless other-

wise stated)

Cu Mn Mg Zn Ti V Zr

5.8/6.8 .2o/.4o .o2 .10 .02/.01 .05/.is .10/.2s

Other

Total

.15
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The mechanical properties of each of the 48" x 96" sheets from which test panels were

cut have been determined* are as follows:

TENSILE STRENGTH AVERAGES

Thickness Ultimate (psi) Yield (psi) Elongation (%)
(Inches) Longitudinal Transverse Longitudinal Transverse Longitudinal Transverse

.250 66,160 66,560 52,500 50,670 15.9 14.4

.354 69,310 69,450 57,120 55,590 14.2 --

* NASA-MSFC - Manufacturing Engineering Division Request No. 83.
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PARTI TASKA

USEOF A 10 KVAWELDERTOSTUDYBASICRELATIONSHIPS
BETWEENPROCEDUREDETAILSAND WELDQUALITY

In Task A the existing, demountable 10 KVA welder (Figure 1) was applied to study

the relationships between welding procedures details and the achievement of weld quality.

Four hundred welds were prepared and analyzed. This welding was accomplished in five

experimental series. The experimental design and thefindingsof each series are discussed

under a separate heading in the following sections:

Section A-l: Covers the relationship of procedure details such as power, speed,

focus (lens current), gun-workpiece distance to the physical features of the weld. These

features include contour of the upper surface, underbead drop-through and penetration.

Section A-2: Deals with various means for controlling porosity.

SECTION A-1

RELATIONSHIP BETWEEN PHYSICAL FEATURES OF A NON-VACUUM ELECTRON BEAM

WELD AND MACHINE SETTINGS

I N TRODUC TI ON

A four factor experiment was designed to establish the relationship between the physical

features of the weld and machine settings using the following controlled variables (or factors):

Power (A): 2 levels were tested (both at 140 KV)

3.6 Kw

6.0 Kw

Gun-Work Piece Distance D T (B):

D T = 3/8"

D T = 7/16"

DT= I/2"

3 levels were investigated
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Process Speed (C): 3 levels for physical data

B/M = Bench Mark (i.e., maximum speed to produce full penetration

for a given process)

85% B/M = Bench Mark speed minus 15-20% of Bench Mark

70% B/M = Bench Mark speed minus 30-40% of Bench Mark

Lens Current IL

High:

Low:

Medium:

(D): 3 levels - values vary with power level

Maximum lens current usable without distorting beam so

that it overheats gun.

Minimum lens current usable without distorting beam so

that it overheats gun.

Lens current midway between high and low value for the

particular power level.

Four response variables were measured. Three Of these variables involved the physical

dimensions of the cross section of the weld and were utilized to draw a deductive picture of

the behavior of the welding process (particularly the manner in which heat energy was applied

to the weldment). Additionally, such dimensions as undercut have a direct bearing on weld

quality standards. The three physical variables were:

W B - Width of the underbead.

T B - Contour of the top of the weld bead(+ indicates crown; - indicates undercut).

UB - Contour of the underbead (in terms of extension below the lower surface of
the plate).

Porosity was also chosen as a response variable because of its direct relationship to weld

quality standards. Furthermore, porosity serves as a telltale relating to thermal conditions in

the weld and environmental conditions around the weld. The relationship between machine

settings and porosity are discussed in Part I Task A Section A2.

In order to determine the influence of accelerating voltage a supplementary series of

tests was run at 110 KV and 3.6 KW (actually 3.7 KW). Only one working distance was
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evaluated. The results of this series are shown in Tables I-S (for "supplementary"), II-S,

Ill-S, and IV-S.

The values of the individual response variables were subjected to an analysis of

variance* in order to determine if any of the observed effects were significant. The results

of the analysis are presented as Tables I-IV. Significance, based on 95% confidence, is

indicated by the value of the "F-Ratlo" in the right hand column. If this value is over the

value listed in the following table the effect (i.e., A, B, C, or D),or the interaction between

effects (A x B, A x D, etc.),is significant. When significance was indicated for any of the

two factor interactions the F ratio was not calculated for the individual main effect.

F Ratio Values Indicative of Significance

1 and 28 Degrees of Freedom - 4.20

2 and 28 Degrees of Freedom - 3.34

4 and 28 Degrees of Freedom - 2.71

While the experiment was designed to detect 3 and 4 factor interactions none were

found to be significant and the variance from these interactions was included in the residual.

In all of the welds produced to establish how machine settings or other mechanical

procedure details influence the undercut, drop through and other qualities of the weld the

following procedural elements were held constant (except when specifically noted).

1. Test Specimen: All material discussed under section A-1 is .250 inch thick 2219

aluminum described under "Materials". Four inch strip was sheared from 48" x

96" plates. These strips were in turn sheared to six inch lengths.

2. Type of Weld: Three welds were made in each panel at-each at a different lens

current (Figure 2). Welds were produced in the bead-through-plate mode so that

variations in joint fit up did not obscure the relationships under study.

3. Tooling: Stainless steel support blocks were used. These were spaced one inch apart

to minimize their effect on the observations.

* Davies, O.L., "Design and Analysis of Industrial Experiments", Hafner Publishing Company,
New York City, New York
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TABLE I

Source of Variation
Degrees of

Freedom

Power (A) 1
Distance (B) 2

Speed (C) 2

Lens Current (D) 2

AxB 2
AxC 2

AxD 2
BxC 4

BxD 4
CxD 4

Residual 28

(3 and 4 factor

interactions)

WIDTH AT BOTTOM (WB)

ANALYSIS OF VARIANCE

TOTAL 53

Sums of Squares

17244.91

32150.93

111067.59
45584.26

19006.47

706.48

15400.92
12424.07

19124.07
4857.41

80229.65

357796.76

Mean Squares

17244.91

16075.47

55533.80
22792.13

9503.24

353.24

7700.46
3106.02

4781.02
1214.35

2865.35

F - Ratio

19.4"*
7.95**

3.32*
I

* Significant at 95% Level

** Significant at 99% Level

Mean Values for Significant Effects

Grand Mean 168.8

Distance
Power 3/8 7/16 I/2

25 ma 194.4 233.3 132.2

43 ma 167.8 147.8 137.2

S = .054
2S = .108

Speed Lens Current

15/40 226.4 H 127.8

17.5/50 164.4 M 187.2

20/60 115.5 L 191.4
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TABLE II

Source of Variation

UNDERBEAD CONTOUR (UB)

ANALYSIS OF VARIANCE

Degrees of
Freedom Sums of Squares

Power (A) 1

Distance (B) 2

Speed (C) 2
Lens Current (D) 2

492.02
2414.78

3744.78
2671.44

AxB 2

AxC 2
AxD 2

BxC 4
BxD 4

CxD 4

Residual 28

(3 and 4 factor
interactions)

2265.14
588.48

485.15
2465.11

270.11
415.11

3313.38

TOTAL 53 19125.50

* Signlflcant at 95% Level

** Significant at 99% Level

Mean Values for Significant Effects

Grand Mean 37.2 S = .010

2S = .020

Mean Squares

492.02

1207.39
1872.39

1335.72

1132.57
294.24

242.58
616.28

67.53
103.78

118.33

F-Ratlo

11.3 **

9.57**
_m

5.21"*

Distance

Power 3/8 7/16 1/)

25 ma 38.8 42.2 21.3
43 ma 52.8 30.0 37.8

Lens

Current

H

M
L

27.2
42.3

41.9

Speed

15/4o
17.5/50

20/60

3/8
55.8
40.8

40.8

Distance

7/16

55.0

33.3
20.0

1/2

29.2

41.2
18.3
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Source of Variation

TABLE II1

UPPER SURFACE CONTOUR

ANALYSIS OF VARIANCE

Degrees of
Freedom Sums of Squares

Power (A)

Distance (B)

Speed (C)
Lens Current (D)

Mean Squares

AxB
AxC

AxD
BxC

BxD

CxD

Residual

(3 and 4 factors
interactions)

1 1420.91 1420.91
2 1009.60 504.80

2 4127.26 2063.63

2 942.93 471.46

TOTAL

2 514.70 257.35
2 11.26 5.63

2 463.59 231.79
4 553.18 138.29

4 3O9.84 77.46

4 430.85 107.71

28 1754.42 62.66

53 11538.54

* Significant at 95% Level
** Significant at 99% Level

F-Ratio

32.9 **

4.11"

3.70*

Mean Values for Significant Effects

Grand Mean -9.91

Distance

Power 3/8 7/16 1/2

25 ma -15.0 -21.3 -8.8
43 ma -12.1 - 3.3 1.1

S = .008
2S = .016

Lens Current

Power H M L

25 ma -5.2 -18.8 -21.0
43 ma -2.8 - 7.1 - 4.4

Speed

15/40 -21.5

17.5/5o - z.8
20/60 - 0.4
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Source of Variation
Degrees of

Freedom

Power (A) 1
Distance (B) 2

Speed (C) 2
Lens Current (D) 2

AxB

AxC
AxD

BxC
BxD

CxD

Residual

(3 and 4 factor

interactions)

28

m

TOTAL 53

* Significant at 95% Level

** Significant at 99% Level

Mean Values for Significant Effects

Grand Mean 113.3

Power 15/40

25 ma 13.3
43 ma 62.2

Speed
17.5/50 20/60

15.6 56.7
205.6 326.7

TABLE IV

POR OS ITY

ANALYSIS OF VARIANCE

Sums of Squares

3884.52

222.11

2133.44
364.00

200.70
1128.04

574.37
211.45

113.89

121.33

864.25

Mean Squares

3884.52

111.06
1066.72

182.00

100.35

564.02
287.19

52.86
28.47

30.31

30.87

9818.00

S= 55

2S = 110

Power

25 ma

43 ma

Lens Current

H

36.7

116.7

M

32.2

227.8

L

16.7
25O.O

F- Ratio

3.59*

18.27"*
9.30**

Distance

//'8

7 16

1 2

90.0

110.1
139.4
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RESULTS OF SECTION A-1 EXPERIMENTATION

The following paragraphs cover the findings from the portion of the program concerned

with the relationship between machine settings (plus gun- workpiece spacings) and the

physical shape of the weld (i.e., contour, undercut width, etc.).

Penetration of a non-vacuum electron beam weld thermal energy input into the non-

vacuum electron beam weld bead, such as those shown in Figure 2, can be divided into two

parts (at least). First the concentrated electron beam penetrates the surface of the metal

forming what has been described as a high pressure plasma in a cavity within the workpiece.

The lower portion of the optimized non-vacuum electron beam weld consists of a narrow fusion

zone similar to that associated with the hard-vacuum processes. This zone is a manifestation

of the electron beam mode of heat input. Inelastic scattering of the emitted beam undoubtedly

heats the surface of the workpiece creating the broad upper portion of the weld. Although

the concentrated heat input of the beam emanates from the heart of the workpiece, thermal

diffusivity can at lower speeds occur to some degree from either the scatter-source or cavity

source. Thus process speed determines how much thermal dlffusivity dominates the procedure.

Figure 3 illustrates the increasing domination of diffuslvity as speed decreased for a

given set of parameters. During these experiments this progressive change in fusion zone

cross section was recorded for power levels as low as 3.6 KW (where the highest process speed

was 20-25 ipm) and as high as 9 KW (where the highest process speed was about 110-130 ipm).

Bench Mark Welds: Since the number of power levels were to be studied and related, the

fastest weld speed at which penetration was observed for any given series of settings was

termed the "bench mark" (Figure 3) weld about which the following observations can be made.

1. The bench mark (B/M) represents the lowest heat input obtainable for a one-side

one-pass weld.

2. The weld cross section contour (as evidenced by weld bead width for example) of

the bench mark weld at 3.6 KW is not greatly different than that at 7.8 KW if

working distance and focus are held constant. The heat (K./in) input related to
I
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bench mark welds at either 3.6 KW or 6 KW is about the same (7.2 - 6 K./in.

respectively). I

There is a limited range of speed below bench mark (extended downward to about

85% of bench mark speed) where welds in .250 inch material did not exhibit a

significant change in fused zone cross section. Whether there is any disadvantage

to utilizing this range becomes a matter relating to loss of mechanical properties

and is the subject of Task B. As far as weld appearance goes it appears that either
÷

the 3.6 KW process or the 6 KW process has a - 7-1/2 inch per minute tolerance

for speed on .250 inch thick material. In order to make the best use of available

data all process speeds were stated in terms of a percentage of the bench mark

speed for that process. Conventionally tests were run at 85% and 70% of bench

mark and at thee bench mark.

The following bench mark values were adopted for this program from observations

made during the initial experiment:

3.6 KW process

6.0 KW process

7.8 KW process

9.0 KW process

20- 25 ipm

60 ipm

90-100 ipm (from subsequent tests)

above 110 ipm

Other publications* have indicated a relationship between power, accelerating

voltage and the depth of fusion into a thick block. In butt welding it was felt

to be of practical value to observe if greater power or accelerating voltage could

form a full penetration joint at higher speeds or with lower thermal energy. It was

also felt that other procedure details might influence the bench mark. Figure 4

graphically displays the various bench marks that were determined. Possibly the

increments of working distance and speed were too coarse to detect their effect

but an explainable trend does not show in the data. The higher power beam

*Meir, J. W., "Recent Developmeots in Non-Vacuum Electron Beam Welding" Presented at

International Conference on Electronic Ion Beam Technology, Toronto, Canada, May 1964.
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(6 KW) seemed most effected when the workpiece was near the gun. The lower

power beam had an erratic effect near the gun but a more distinct trend became

evident as the workpiece moved away.
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Legend: H = High Lens Current ......
M = Medium Lens Current---

L = Low Lens Current ....

*Highest speed at which penetration

was observed for a given procedure.

HL 6 KW (140 KV) Data

_M .... HLM

3.6 KW (140 KV) Data
H ML

ML "-
'" H

3/8 7/16 1/2

DT; Gun - Workpiece - Distance (inches from exit orifice to work surface)

EFFECT OF WORKING DISTANCE, POWER, AND LENS CURRENT ON BENCH MARK SPEED

FIGURE 4
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FACTORS EFFECTING UNDERBEAD WIDTH

Each of the variables A, B, C, and D is significant with regard to its ability to change

the width of the underbead with A and B interacting and C and D appearing as main effects

power. As speed was increased the mean value of the underbead width was reduced about

50% as shown in Figure 5 (a single curve can be usedsince the A x C, B x C, and C x D

interactions are not significant). Lens current can also be considered in the same fashion and

its effect can be seen in Figure 6. Changing lens current from low to medium resulted in little

reduction in underbead width. The use of a high lens current apparently impr, rts a distinct

"V" shape to the weld and underbead width is reduced by approximately 50%.

The significance of the A x B interaction in Table I suggests that the influence of

working distance (DT) depends upon the power level. The mean values for underbead width

shown in Figure 7 indicate that it is the lower (3.6 KW) power setting at which working

distance increases in importance as far as its effect on underbead is concerned.

Since the values investigated approximate boundary conditions for a practical process, it

would appear that control of speed deserves a high priority in establishing process reliability

Where full penetration (as evidenced by an adequate, uniform underbead) is used as a criterion

of qual ity.

The lack of a significant interaction between working distance and lens current (B x D)

suggests that the factors which control the width of the bottom of the weld are independent of

current density or focal point since these phenomenon presumably do change as distance and

lens current are changed.

FACTORS EFFECTING UNDERBEAD CONTOUR

Each of the variables A, B, C, and D is significant with regard to its ability to

influence the distance that the underbead extends below the plate according to Table II.
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Power (A), working distance (B), and speed (C) are all involved in two factor interactions

which are discussed below. Lens current appears to _perate independently, Figure 8, and

suggests that high lens Current (i.e.1 a beam that is focused nearer the gun) produces the

least underbead drop through.

Increasing the working distance (Figure 9) from 3/8" to 1/2" decreases the amount

of drop through. The lower ,power produces the least drop through at both distances, At

the intermediate distance of 7/16" the effect is not as easily described. The drop through

for the high power process is less than at either 3/8" or 1/2" and is greatest for the low

power series, exceeding either 3/8" or 1/2".

When the effect of working distance is established with respect to its interaction with

the three speeds (Figure 10) that were investigated, the trend toward reduced drop through

with increasing working distance is once more evident at the highest (bench mark) and

lowest (bench mark - 30% bench mark) speeds. At the intermediate speed working distance

does not appear to have a consistent effect.

FACTORS EFFECTING SURFACE CONTOUR

The control of undercut is a function of each ot the variables as noted in Table III.

Increasing speed limits the tendency of the metal to drop out of the joint - presumably

because the volume of metal that is molten for any significant period of time is minimized

by the smaller weld puddle associated with faster welding process. The effect is not severe.

Even when speed is reduced 15% the undercut is only .0078 inch. This value is below the

confidence level of the experiment and is less than 10% of the metal thickness (a value

generally used to denote unacceptable undercut). The results are shown in Figure 11.

The effect of the significant two-factor interaction involving lens current and working

distance at the two power levels is shown in Figures 12 and 13. Lens Current has a signifi-

cant effect when the process is operating at low power. Moving the point of focus toward or
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TABLE I-S (I 10 KV)

WIDTH AT BOTTOM

ANALYSIS OF VARIANCE

Source of Variation

Degrees of
Freedom Sums of Squares Mean Squares F - Ratio (1)

Accelerating
Voltage (A) 1 48.35 48.35

Speed (C) 2 213.70 106.85
Lens Current (D) 2 77.70 38.85

_m

3.73*

A x C 2 50.02 25.01

A x C 2 61.69 30.84
C x D 4 119.54 29.89 _o

Residual 4 130.57 32.64

(A x C x D)

TOTAL 17 701.57

* 95% Confidence Level

(1)Tests are made from use of residual variance of previous study. Residual variance of

2865 with 28 degrees of freedom.

Mean Values for Significant Effects

Grand Mean 178.1

Grand Mean of Previous Study

Speed

15/20 226.7
17.5/25 150.8

20/30 156.7

168.8
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TABLE II-S (110 KV)

POROSITY

ANALYSIS OF VARIANCE

Source of Variation
Degrees of

Freedom Sums of Squares Mean Squares F - Ratlo (1)

Accelerating
Voltage (A) 1 122.72

Speed (C) 2 241.00
Lens Current (D) 2 33.33

122.72
120.50

16.66

A x C 2 236.78

A x D 2 8.45
C x D 4 156.67

118.39

4.22
39.17

3.84*
II

Residual 4 9.55

(AxCx D)

TOTAL 17 808.50

2.39

* 95% Confidence Level

(1
)Tests are made from use of residual variance of previous study.

3087 with 28 degrees of freedom.

Residual variance of

Mean Values for Significant Effects

Grand Mean 55.0

Grand Mean of Previous Study 113.3

Accelerating Voltage
Speed 140-25 110-28

15/20 23.3 40.0

17.5/25 33.3 20.0

20/30 30.0 183.3
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Source of Variation

TABLE III-S (110 KV)

UNDERBEAD CONTOUR

ANALYSIS OF VARIANCE

Degrees of
Freedom Sums of Squares

Accelerating

Voltage (A) I 868

Speed (C) 2 853
Lens Current (D) 2 486

Mean Squares

868

426
243

A x C 2 103 52

A x D 2 453 226
C x D 4 481 120

Residual 4 513

(A x C x D) _

TOTAL 17 3757

128

F - Ratio (1)

7.36*

3.61"
_m

* 95% Confidence Level

(1)Tests are made from use of residual variance of previous study.

with 28 degrees of freedom.

Residual variance of 118

Mean Values for Significant Effects

Grand Mean 31.9

Grand Mean of Previous Study 37.2

Accelerating
Vol tage

140-25 38.9

110-28 25.0

Speed

15/2o
17.5/25
20/30

41.7

27.5
26.7
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Source of Variation

TABLE IV-S.(110 KV)

UPPER SURFACE CONTOUR

ANALYSIS OF VARIANCE

Degrees of
Freedom Sums of Squares

Acceleratlng
Voltage (A) 1 313

Speed (C) 2 1059
Lens Current (D) 2 402

Mean Squares

313
530

201

Ax C 2 208 104

A x D 2 401 200
C x D 4 429 107

Residual 4 629

(AxCx D)

TOTAL 17 3441

157

F - Ratio (1)

4.97"

8.41"*
--m

_E

* 95% Confidence Level
** 99% Confidence Level

(1)Tests are made from use of residual variance of previous study.

with 28 degrees of freedom.

Residual variance of 63

Mean Values for Significant Effects

Grand Mean -10.8

Grand Mean of Previous Study -9.9

Accelerating
Voltage

140-25 -15.0

110-28 - 6.7

Speed

15/2o
17.5/25
20/30

-21.7

- 5.0
- 5.8

f
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into the work increases undercut. AS noted back in Table !1, drop-throughofthe underbead is

effected in the same manner by lens current. No significant lens current effect was

observed with the high power process.

An increase from the closest to the furthest working distance reduces undercut. However,

as was the case for the underbead contour, the intermediate point of the low power process

shows a reverse trend.

INFLUENCE OF REDUCTION IN ACCELERATING VOLTAGE FROM 140 KV TO 110 KV

The results shown in Tables I-S through IV-S show what happens when the accelerating

voltage of the 3.6 KW process is reduced from 140 KV to 110 KV.

Underbead Width: Changing the accelerating voltage per se did not influence bottom

width but the influence of speed is significant and appears to be more drastic than was the

case when the accelerating voltage was 140 KV. The absence of any effect of accelerating

voltage on a dimension such as underbead width that logically can be considered to be

penetration sensitive might appear to be an anomaly. However, the data on Table I also

indicated that underbead was not sensitive to factors affecting current density or focus and

accelerating voltage would fall into the same category.

Porosity: There appears to be little difference in the two accelerating voltages at

lower speeds. The failure of the auxiliary shield during the 110 KV bench mark series and

its replacement by an unimproved shield may explain the severe porosity encountered at the

lower KV value. The 140 KV - 3.6 KW series was run with a shield that had been modified

to provide improved shielding around the orifice so that no comparison can be drawn with

assurance.

Underbead Contour: Lowering the accelerating voltage reduced underbead drop

through. There appears to be an anology between penetration into a block and uncleibead

drop through.
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Upper Surface Contour: The behavior of the upper surface parallels that of the

underbead as accelerating voltage is reduced.

As a general comment, it appears that the lack of significance of the lens current and

virtual absence of two-factor interactions suggests that the low accelerating voltage reduces

t}_e sensitivity (and perhaps flexibility) of the process. Possibly there are optical effects in

force at 110 KV that offset any influence that lens current or any of the two-factor inter-

actions that were observed at 140 KV might otherwise exist.

Once again, as noted in 140 KV welds, changes which intensify and sharpen the beam

(i.e., focus) cause metal to be displaced vertically but do not narrow or widen the weld.

Underbead width is narrowed or widened by what goes on inside the workpiece not by what

goes on inside the gun.

DISCUSSION OF SECTION I-A RESULTS

The results of Task A Series A may be viewed in two ways. First, they provide

guidance for the adjustment of procedure details during the optimization of a welding

procedure for future applications. Second, the trends described in Figures 5 through 13

can be considered, deductively, to present a picture of the various phenomenon that take

place during the progressive fusion and solldificate of a joint in an assembly that is being

welded by the non-vacuum electron beam process.

With regard to the various thermal phenomena that operate during welding, there is

a strong suggestion that some thermal focus phenomena exists outside of the welder and

inside of the workpiece. This "point" can be made more diffuse and/or moved toward the

top and bottom of the weld by manipulating procedure details. Its location determines

the cross sectional shape of the molten pool that forms the fusion zone. The shape of the

molten pool,and perhaps other factors,in turn controls underbead drop through and undercut.

The width of the process that produces the molten pool alone seems to control underbead
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width. Short or long focal positions do not effect it. Thus with this tentative picture the

welding engineer can exert a control over these characteristics to suit a particular application.
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SECTION A-2

RELATIONSHIP BETWEEN POROSITY AND PROCEDURE DETAILS

INTRODUCTION

Control of porosity is essential to the application of this process to aerospace hardware.

Such control, in conventional welding processes, places constraints on nearly every feature

of the welding procedure and the nature of these constraints must be determined before any

procedure can be optimized.

The major culprit insofar as gas porosity in aluminum is concerned is generally conceded

to be hydrogen. Hydrogen is quite soluable as nacent H+ in molten aluminum. The hydrogen

in the metal will be rejected in the form of porosity as the metal freezes. The welding

engineer must consider three aspects of the porosity problem at all times.

1. Source of the hydrogen.

2. Mechanisms that govern the entrance of the hydrogen into the metal and

rejection from the metal in the form of gas nuclei.

3. Growth and floatation (on entrapment as detectable porosity) of the gas

nuclei.

The most direct method for reducing porosity appeared to lie within the technology

associated with shielding. Improved shielding (with efficient cleaning) minimizes the amount

of H+ available to the melt.

Therefore, the major experiment was designed to improve the shielding and in a

subsequent series of trials (not statistically desianed experiments) some cleaning variations

were investigated.

Radiography was accomplished using the following procedure:

KV = 100

Ma = 3.5

Distance = 48"

Time = 65 seconds

Film = Kodak M

Sensitivity = 2-2T
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The film was then read using a 7X glass equipped with scale that could be read to

.005 inch. Because the trailing shield tends to pull air into its gas flow when it overhangs

the ends of the weld, readings were confined to the center 1-1/2 inches of the four-inch

long weld.

RESULTS OF SECTION A-2 EXPERIMENTATION

The following paragraphs cover the findings from that portion of the program concerned

with the radiographic quality of welds as it applied to porosity.

ROLE OF MACHINE SETTINGS IN SUPPRESSING POROSITY

All test plates from the factorial experiment described in the previous section were

subjected to x-ray examination. The diameter of each indication that could be observed

at 7X was recorded and placed in one of the following catagories.

Range Nominal Diameter Volume 9
(inches) (inches) (inches x 10- )

.007 - .015 .005 60

.007 - .015 .010 500

.015 - .025 .020 4,000

.025 - .050 .040 321000

Thus the information on the film was made amenable to an analysis of variance. Such

analysis was carried out using pare diameter and pare volume. The results are discussed

in the following paragraphs.

Each of the variables A, B, C, and D is significant with regard to its ability to

influence the amount of porosity in the weld. Power level, in general, and speed at high

power levels appear (Figure 14) to have the greatest effects. Both would be expected to

exert this effect through such phenomena as freezing rate and thermal gradient. The effect

of the two factors, lens current and working distance, which might be expected to influence

current density is much less.
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Only working distance (B) appears to operate independently (Figure 15). It should

be noted that increasing working distance also resulted in an increase in the gap between

the inert gas shield and the surface being shielded (from 1/16" to 9/16" approximately)

which may have contributed to the porosity.

The effect of lens current on porosity is involved in an interaction with power levels.

Figure 16 indicates an insensitivity (or slight suppression of porosity) at the 3.6 KW power

levels as lens current is changed from high to low. As the lens current is decreased at 6 KW,

porosity increases sharply.

Most notable in both Figure 14 and Figure 16 is the tremendous effect of power.

EFFECT OF SHIELD CONFIGURATION ON POROSITY (SERIES B)

The shields used for all tests described previously (experimentally identified as

Series A) were constructed as an accessory to the existing 10 KVA welder. Under these

circumstances sealing around the nozzle of the welder was not very effective. The shields

overheated at their midpoint. This destroyed the seal by causing a lengthwise bow. In

addition to the bowing problem, severe oxidation of the diffuser material (steel wool and

screen) necessitated frequent changes of the shield so that the experimental variance was

high in Series A. Since Series B was primarily concerned with porosity as a function of

shield configuration, the nozzle was redesigned to accept mounting plates for the various

shield test configurations - a "test bed" which could be tightly sealed to the welder.

This test bed was cooled to assure its dimensional stability during tests. Shield configurations

that provided a simple, easily studied, gas curtain around the beam, were built up from

modular components. These were fastened to the test bed with solder. Thus a modification in

length or width could be accomplished in a few hours. A bottom view of an outer perimeter

and filler-gas manifold soldered on the cooled mounting plate is shown in Figure 17.

Experimental Design: Several features of shield configuration were to be evaluated.
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Assembled Gas Curtain Test Shield 
(Bottom View) 

FIGURE 17' 
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These were:

Length of Shield: 2 levels

Width of Shield: 2 levels

Volume of chambers (gallery)into which gas was introduced: 2 levels

Level of gas flow (for one type of gas): 2 levels

The total number of tests was reduced to 32 through the use of a 1/4 factorial design.

Effect of Shield Configuration: Only the distance that the manifold pipes were spaced

aport (shield width) was shown to be a significant factor in controlling porosity (Figure 18).

The extending of the shield ahead and behind the beam caused no significant effect when

an analysis of variance was applied. The volume of the gallery chamber into which the gas

was introduced prior to being directed onto the surface had no effect on porosity.

EFFECT OF THE ADDITION OF A DIFFUSER AND DISCUSSION OF THE ROLE OF OTHER
PROCEDURE VARIABLES ON POROSITY

Qualitative observations of the influence of variables ranging from speed to post

cleaning procedures on the formation of porosity emphasize need for strict attention to a

multitude of details. In this section some of the effects of details such as the addition of a

diffuser in the filler block and other procedure variables will be discussed. Actual radio-

graphs will be used to illustrate the findings. As the Task A program approached a point

where optimum procedures had to be selected in order to proceed with Task B, no single

parameter such as pore volume could be relied upon alone to relate weld quality to

existing specifications.

Figure 19 illustrates the severe porosity that can occur in bench mark welds at

relatively high power levels (6 KW) when cleaning and shielding are marginal as was the

case in Series A of Task A. Simply reducing the power to 3.6 KW under the same shielding

conditions accomplished the improvement illustrated in Figure 20. The responsible phenomena

would appear to relate to freezing rate or other factors that control the growth of porosity.
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Radiographic Survey of Early Specimens with Non-Optimum Shielding and Cleaning Shows 
Severe Porosity for High Speed (60-70 ipm), High Power (6 KW) Procedure 
2x Top---Bottom; Short, Long, Medium Focus Welds 88-90 

FIGURE 19 
28 7 



3.6 KW Procedure Produces Only Moderate' Porosity fn Spite of Non-Optimized Shielding 
and Cleaning Practices 
2.25x Top-to-Bottom; Short, Long, Medium Focus Welds 53-5 

FIGURE 20 
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Optimum Shield Configuration (Closely Spaced Gas Manifolds) Reduces Porosity from 6 KW 
Welding Procedure to Feasible Level 
2x Top-to-Bottom; 60 ipm (BM); 50 ipm; 40 ipm 

FIGURE 21 
Welds 166-8 
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Porosity Level Obtained Using Shield Which Incorporates Both Diffuser and an Optimum Gas 
Manifold Configuration 
2x Welds 254-6 Top-to-Bottom; 60 iprn (BM); 50 ipm; 40 ipm 

FIGURE 22 
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Porosity Level Obtained Using Optimized Shield, Diffuser and Chemical, (instead of Mechanical) 
Cleaning Plus an Underbead Shield 
2x Welds 297-9 Top-to-Ebttom; 60 ipm (BM); 50 ipm; 40 iprn 

FIGURE 23 
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Note that the more"V" shapedweld formedwhena high lens current wasused(upper

weld_appearssomewhatlessporous,reinforclng the role of freezing rate and direction as

they relate to poregrowth and floatatlon.

The quantitative observation that moving the parallel inert gas manifolds toward the

center llne resulted in an improvemenbis qualitatively illustrated in Figure 21 (though the

weld procedure is comparable to the first 6 KW illustration). The improvement resulting

when the manifolds were moved together suggests a thermal turbulence in the volume of

gas surrounding the beam and weld. When the manifolds were far apart the parallel streams

of inert gas failed to meet above the path of the weld. Under these circumstances an open

corridor existed ahead of and behind the beam impingement area. Down this corridor air

could be drawn into the turbulent volume about the intensely hotwelding zone. When the

manifolds moved together the parallel streams met ahead and behind the weld so that all

gas drawn by convection into the weld zone was furnished by these inert gas streams.

Placing a diffuser between the manifolds (i.e., in the corridor) simply reduced reliance upon

the meeting of the streams and assured a supply of inert gas directly ahead of the process. The

improvement resulting from the diffuser particularly at the bench mark speed is illustrated in

Figure 22. A review of the cleaning (mechanical) on this plate indicates removal of less than

.001 inch total from both sides - this would not now be considered adequate cleaning.

Additionally alcohol was used after cleaning. This practice has been discontinued.

At this point in the optimization effort, blanketing of the weld area apparently was

rather effective because the substitution of argon (with its high cross section for electrons)

for helium severely altered the penetrating qualities of the process. Thus it was felt that

the shield was working and the search for sources of porosity was switched to other areas from

which hydrogen might emanate. An analysis of two test coupons from Series B indicated less

than .3 ppm H2 so that the base metal was not believed to be unduly effecting porosity -

particularly the bench mark speed porosity.

Chemical cleaning did not decrease the volume of porosity but appeared to change

the nature of the porosity by increasing its size (Figure 23). It may be that chemically
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cleaning once and then producing the high speed weld may have very effectively dried the

plate so that succeeding welds on the same plate were always somewhat less exposed to

moisture. Additionally alcohol was not used on chemically cleaned welds. Both of these

changes from the original mechanical cleaning procedure would reduce sources of H2 and

tend to produce a more favorable picture of chemical cleaning than might b_ the actual

case.

Underbead shielding added to either cleaning methods improved the appearance of

the underbead and produced the welds shown in Figure 24. These are among the most

acceptable welds even though their numerical rating was not significantly different than

those observed for welds without underbead shielding. Underbead protection (20 cfh of

helium) also reduced or eliminated an "abrasive" surface condition that had been observed

on some underbeads. This condition was sometimes linked with undue porosity in slow welds.

DISCUSSION OF SECTION A-2 RESULTS

DISCUSSION

While the several remedies tried above produced welds that could be accepted under

actual specifications such as ABMA-PD-R-27A it should be noted that the greatest degree

of acceptability was achieved in welds made at speeds representing 85% of the bench mark

speed (about 50-60 ipm for 6 KW). On the other hand bench mark welds (60-75 ipm)

exhibited marked increases in porosity. According to Sappersteln and Pollock* the inter-

mediate speeds should have been rapid enough to minimize porosity whlle the fatest speed

should have exhibited even less tendency toward porosity. It would be desirable to eliminate

this apparent anomaly thus permitting the speed of the optimized non-vacuum electron beam

welding process to correspond with the potential maximum speed of the process.

*Sapperstein, Z. P. and Pollock, D.D.,"Porosity Formation and Solidification Phenomena"
Minutes - Aluminum Welding Symposium, July 1964, p. 99.
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PART II TASK B

USE OF THE 10 KVA WELDER TO OPTIMIZE

AS-WELDED/V_CHANICAL PROPERTIES

Recognizing the constraints imposed by the relationships developed in Task A, two

series of tests have been completed on material in the -T37 condition, The tests are in

the process of being repeated on -T87 material. These tests are:

Series A - One-side, one-pass welds

1. 6 KW (140 KV) Procedure (BM; 85% BM; 70% BM)

2. 3.6 KW Procedure (BM; 85% BM; 70% BM)

(a) 140 KV accelerating voltage

(b) 110 KV accelerating voltage

Series B - Minimum Thermal Cycle Welds (two-slde, one-pass welds made at

120 ipm)

Since Task B is aimed at sorting out effects, the number of side effects has been

minimized by using the bead-through-plate approach. Plates were scraped to remove .003

inch of material and no Further cleaning applied (i.e., the use of alcohol was discontinued).

Tensile testing was accomplished on ASTM-E-8 Figure 7 specimens. The root reinforcement

was removed from a few specimens as noted (no significant crown was observed). The testing

rate was set so that the .2% offset yield (as determined by a strain gage on a calibration

sample) was reached in 60 seconds. This is equivalent to a crosshead rate of .001 inch per

minute.

RESULTS: ONE-SIDE - ONE-PASS WELDS (-T37)

Only ultimate strengths were available for this paper, and these were limited to T37

base material. The Series A (one-side one-pass) welds are shown on Figure 25 super imposed

on specific points of data presented for other processes and related to a general relatior, ship
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(between strength and heat input) and has been suggested* by other investigators.

The bench mark and 85% bench mark non-vacuum electron beam welds were stronger

than either the one-side one-pass TIG joints or the two-side one-pass MIG. joints (reported in

the reference*) for either the 3.6 KW or 6 KW procedure. In fact, there is little difference

in strength between the welds produced by the 3.6 KW or 6 KW processes. This observation

is more easily verified from Figure 26 where the relative positions of the two groups of

data has been shown in a less detailed manner than in Figure 25.

RESULTS: TWO SIDE - ONE PASS (-T37)

The strongest of the two-side one-pass welds (5 KW each side) coincides with the

lowest energy input (10 Kj /in/in) and also the highest radiographic quality. Apparently

slight increases in power result' in considerable loss of strength when the two-slde procedure

is applied. Some of the loss may have come from ,ncreased porosity.** Usually high speed

processes are not as sensitive to procedure changes so, tentatively, the cause of the

degradation seems to be related to the use of opposing weld beacts of excessive penetration.

The behavior of the duplex weld wherein a low power (4 KW) pass placed against the toe of

a 7 KW pass failed first suggests that placing a second weld near the underside of an over

penetrated first weld is undesirable.

Moving the workpiece from 1/2" to 1/4" below the beam exit (Figure 27) reduced

bead widths and increased penetration:

Penetration (inches)Power Bead Width (inches)

(KW) D T = I/2" D T = I/4" DT= I/2" D T = I/4"

4.5 .090 .145 (.207) .185

5.0 .I 15 .150 .218 .195

6.0 .160 . 175 .233 .200

However there did not seem to be any effect on weld strength even though the increased

penetration permitted welds to be made at heat input rates as low as 9 K./in/in.
I

* "Minutes of Aluminum Welding Symposium", NASA-MSFC/ME, July 1964, p. 153

** Since the one-slde one-pass weld will not be used for Task C it has not been optimized and
is used here only to permit study of high welding speeds with the 10 KVA equipment.
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SUMMARY

Prior to the initiation of the present contract it appeared that the Model XWEB 15121

welder permitted the electron beam welding process to be freed from the constraints imposed

by the vacuum environment. Further the Model XWEB 15121 had also been freed from its

adjunct stationary pumps and power supply (so that the gun could be brought to the workpiece

if necessary).

Each step of the Phase I experimental welding programs has thus far served to illustrate

and demonstrate the practical applicability of non-vacuum welding in terms of actual

quai ity standards.

1. At the conclusion of the first section of the experimental program the machine

settings that must be controlled in a detailed welding procedure were clearly identified.

2. The relationship of these settings to the physical characteristics of a weld

(undercut, width, contour, etc.) was defined for the ranges and intervals studied and these

have been quantitatively set forth for at least one thickness of aluminum.

3. At the conclusion of the TaskA, the influence of practical procedure details and

shielding methods on porosity in welds was studied. Welds that appear to meet radiographic

soundness criteria were produced in at least one thickness of aluminum.

4. Combining the procedure detail necessary for achievement of an acceptable set

of physical characteristics with the details required to achieve radiographic soundness in the

third step of the program (Task B) produced weld strengths in one-side, one-pass welds that

exceed the strength of one-side one-pass welds produced by TIG in the .250 inch thickness

of aluminum.

5. Using present best shielding and cleaning techniques, porosity increases with

increasing speed. Thus the power and speed of the optimum process (though it is producing

attractive welds and about three times faster than conventlona! processes) do not co|ncide

with the maximum available from the equipment.
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RECOMMENDATIONSFORFURTHERSTUDY

ID

The relationship between power-speed-porosity is anomolous when compared to work

carried out by other investigators. This suggests that a careful study of the factors causing

voids be accomplished under conditions where such factors as surface and atmospheric

contamination can be carefully controlled. A better understanding of the formation of

porosity under these high speed welding conditions would assist in utilizing the maximum

capabilities of the process and provide information that might extend our present understanding

of porosity formed in all open arc processes.
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Abstract

The flexibility afforded by a portable induction brazing system for

metallic tubing used in aerospace applications has been enhanced by the

recent development of a compact, lightweight VLF power supply operating

in the 3 to 15 Kcps region. The principles of induction brazing are

discussed in this paper along with a consideration of the effects of fre.

quency and tube geometry on depth of current penetration and thermal

efficiency. The application of the new brazing power supply with both

existing and anticipated brazing tools is described along with predicted

improvements in induction brazing equipment.

Introduction

The extensive application of metal tubing to missile liquid propellant and

hydraulic systems has created a need for a safe method of tube repair. The

repair of tubing on a missile is facilitated by lightweight equipment which

can be readily transported to the location of the fault. This is particu-

larly true if the missile is erected on the launch pad. In this case, the

equipment should be light enough to be hand-carried. The majority of tub-

ing repairs are accomplished by cutting away the defective portion of

tubing and brazing a new section in its place. The conventional open-flame

method of brazing in this application is both difficult and hazardous. It

is difficult since there is a good chance that the repair must be made in a

congested area. The hazard results from the possibility of fire damage to

surrounding cables or components as well as the proximity of flammable or

explosive substances. Thus, in order to effect a successful tube repairing

procedure, the repairing system must be flameless, light in weight, usable

in congested areas, and most important, capable of producing a reliable

brazing joint. All of these characteristics point to the use of induction

brazing as a means of repairing metal tubing. Using solid state electronics

the power supplies for induction brazing can be built small enough to be

hand-carried. Induction brazing tools are presently available to fit in

reasonably congested areas. With continued design effort these brazing

heads can be made smaller. In addition, there is no flame associated with

induction heating.

PP_ECEDING PAG_ _LANK NOT FILMED.
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Principles of Induction Brazing

At this point it is worthwhile to discuss induction heating and the con-

ditions that are necessary in order to induction heat effectively. The

basic elements required for induction heating are an electric coil and the

material to be heated. A cross-section of an induction coil and a piece

of metal tubing is shown in Figure 1. Alternating current flows in the

induction coil and causes a changing electromagnetic field to exist around

the coil. If a conductor offers a complete path for the flow of current,

the induced electromagnetic field causes current to flow in the path. Work

is being done when the current overcomes the resistance of the path; this

work appears as heat. It is this heat that makes induction brazing possible.

As alternating current flows in the conductor path a skin effect phenomenon

occurs. Skin effect is the reduction of current density from the surface

to the interior of a conductor carrying alternator current. Since it is

the flow of current in a conductor that causes heat, and the current density

decreases from the exterior to the interior of the conductor, the heat gen-

erated by the current will also decrease in the same proportion. This

effect is very important in brazing tubing, since it is desirable to heat

uniformly throughout the thickness of the tubing. For non-magnetic mater-

ials the depth of heat penetration is a function of the electrical resis-

tivity of the conductor and the frequency of current. Mathematically this

is expressed as follows:

where:

t .__

P=

f=

(1)

depth of penetration in inches

electrical resistivity in microhm centimeters

relative permeabilitY

frequency in cps

Figure 2 shows the plot of depth of current penetration versus frequency
for stainless steel material. In the case of hollow tube brazing it is

desirable to have a depth of penetration that is equal to the thickness of

the tubing. Thus, the tubing will be heated uniformly throughout its thick-

ness and a better brazing joint may be attained. If the depth of penetra-

tion is much greater than the thickness of material, high magnetizing forces

are required to deliver power to the material. This is undesirable since

the efficiency is low and excessive heating of the brazing tool results.

Figures 3 and 4 show the power that is delivered to 2.0 inch and .25 inch

diameter stainless steel tubing as the frequency is varied from 1 Kcps to

50 Kcps. From these curves the frequency at which the delivered power

starts dropping off is easily determined.

If the depth of penetration is equal to or greater than the tube thickness

for a non-magnetic material, _he cylinder can be analyzed as though it were

a short-circuited, single-turn secondary of an air-core transformer. The

power delivered to the tube under these conditions can be expressed mathe-

matically as follows:
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P=+l.6t=JtFtxlO -2

(2)

where

p

f
t
d =
P :

H

power density in watts per square inch

frequency cycles per second

tube thickness in inches

tube diameter in inches

resistivity in microhm-centimeters

_eak magnetizing force in oersteds

The peak magnetizing force, H ,

H: o.TNI

can be expressed as:

(3)

where

N = pitch of the coil in turns per inch

I = current in the coil in amperes rms.

Figures 5 and 6 show the relationship of current into the coil versus

power into stainless steel tubing of 2.0 inch and 0.25 inch diameter. For

these curves the frequency was held constant at i0 Kcps. Once the power

into the tubing is determined the theoretical temperature rise (assuming

no heat losses) of the tubing can be determined. The temperature rise of

stainless steel tubing versus power input is shown in Figures 7 and 8 for

2.0 inch and 0.25 inch diameters. The temperature rise of the tubing can

be expressed mathematically as:

P : IO561VI c (_)

where

p

M =

C =

AT=

power input in watts per second

pounds of material heated

specific heat of material

temperature rise in °F. per second

Using equations (I) through (4) all the information is available to predict

the power input, the correct operating frequency and the expected tempera-

ture rise of the metal tubing, With this information the induction brazing

tool and the power supply to drive the tool can be designed.

Induction brazing tools are available to braze metal tubing from 1/4 inch

to 2-1/2 inch sizes. These tools consist of split coils which can be

opened and slipped over a section of tubing. Because of the high currents

flowing through the induction coil, these tools must be cooled while operat-

ing.
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Description of Induction Brazing Power Supply

The power supply is a 7.5 KW unit which has an adjustable frequency range

from 3 Kcps to 15 Kcps. The block diagram of the unit is shown in Figure

9. A description of the functions of the power supply system as shown in

Figure 9 will follow.

Rectifier

D.C. Power Supply

A standard, full-wave, 3 phase, bridge type rec-

tifier. The output is 300 VDC at 30 amps.

Provides outRuts at 28 VDC, 10 VDC, 5 VDC and

-iO VDC to supply power for the control circuitry.

Oscillator - A unijunction oscillator which is capable of fre-

quency adjustment from 3 Kcps to 15 Kcps.

Voltage Control Consists of an operational amplifier and two pulse

binary counters which control the duty cycle of the

output. The rms output voltage is proportional to

the percent of duty-cycle.

Driver - A transistorized push-pull amplifier which provides

the base drive for the power transistors.

Power Bridge Consists of three power transistorized bridges.

Thyristors (SCR's) are used to prevent short cir-

cuits due to slow turn-offs of power transistors.

The power bridge can continuously deliver 30 amps

at 300 V at frequencies up to 15 Kcps.

Tank Circuit

Load

The tank circuit consists of a capacitor - tuned

transformer circuit. The tapped output transformer

matches the tool impedance to the power supply thus

providing high current at low voltage to the brazing

tool. The values of capacitance and the transformer

ratio are chosen to tune the load to unity power

factor. The tank circuit has a 15 KVA continuous

rating.

Consists of an induction heating coil (brazing tool)

and the material to be heated.

The unit has short circuit protection which will turn the system off within

five microseconds if the current in the power semiconductors exceeds their

rated values. Preset timers are used to cycle the pre-purge (inert gas),

the power on and the post-purge (inert gas) cycles.

Power Factor Correction

The power factor presented by the induction brazer to the power supply is

approximately 20 percent. This means that only one fifth of the KVA going

into the load is doing work. Thus, it is impractical to design a power

supply without employing power factor correction. A parallel tuning capa-

citor is used in the Lear Siegler, Inc. induction brazing system to linear-

ize the load seen by the power supply. Oil-filled paper power factor
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correcting capacitors for operation at 15 Kcps at a level of 15 KVA weigh

apDroximately 40 pounds. If a capacitor bank is to be provided to tune the

several brazing tools throughout the frequency range, the weight of the

paper capacitors will become prohibitive.

One of the new innovations to the induction brazing system resulting from

the present development contract is the use of poly-carbonate dielectric

c_pacitors to replace the bulky oil-filled paper capacitors. The weight

of poly-carbonate capacitors to handle 15 KVAR at 15,OOO cps is approxi-

mately 3 pounds. This represents a significant reduction over the con-

ventional paper capacitors. The use of poly-carbonate capacitors make a

power factor correction capacitor bank feasible for use in a portable

system.

As a result of unity power factor tuning, the rating of the power supply

can be reduced 5 to 1 and shill deliver the same power to the tool. The

use of poly-carbonate tuning capacitors has reduced the weight of the

capacitors by a factor of 13.

Lightweight Output Transformer

The output transformer for the induction brazing application should have

the transformer secondary designed for low voltage but extremely high

current (approximately 800 amperes). In order to reduce I2R loss, large

diameter copper wire must be used. In the induction brazing application,

this problem is compounded due to skin effect on a conductor at high fre-

quencies. At 15 Kcps the impedance of a copper wire is much higher than

its d.c. resistance.

In order to reduce secondary I2R losses, the conductor should have a thin

cross-section. In the application of the output transformer, a unique

coil design was used. This coil is shown in Figure iO. With this design

it can be seen that the transformer winding consists of a center conductor

within an outer conductor separated by a ceramic insulator. Thus, the

center conductor acts as the primary winding and the outer conductor acts

as the secondary. This coil design provides three advantages:

I. It conserves space; it can be used with a minimum window area

in the transformer core.

o It provides a secondary that is thin walled, but has a large

volume of copper.

3. There is extremely low flux leakage between the primary and the

secondary of the transformer.

These coils can be stacked on a C core and interconnected to arrive at

the transformer step-down ratio required. It is estimated that a saving

in transformer weight by a factor of approximately 2 to 1 results from the

use of this technique.
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Conclusions

The successful design of a fully practical, lightweight portable induction

brazing system has resulted from a direct confrontation of the problems which

have previously made such a unit impractical. The solution of the power

factor correction problem by application of the latest components and tech-

niques has made the concept of portability feasible. In particular, the

use of polycarbonate dielectric capacitors along with a unique type of out-

put transformer in the tuned load circuit has resulted in system weight

reductions by a factor of 2.

The principal design objective of the solid state power supply development

program was achievement of the desired output power over the required fre-

quency range and limiting total hardware weight to permit portability. In

future developments, two design changes can be made which will reduce the

weight of this package by more than 50%. The first change is the incor-

poration of airborne packaging techniques. At present steel cabinets are

used in which only 33% of the volume is utilized for the power supply com-

ponents. Thus, the unit is larger and heavier than necessary.

The second item which would reduce weight considerably is the modification

of the power stage design to incorporate thyristors (SCR's) as switching

elements. At present, the power bridge consists of 12 power transistors

and 12 power diodes along with four thyristors for short circuit protec-

tion. All these components require heat sinks which add significantly to

system weight. In addition to the reduction in power state devices, the

six two amp driver circuits, which are needed to drive the power transis-

tors, can be eliminated. Thus, the thyristor power bridge implementation

would result in a considerable weight reduction.

The development model of the 7.5 KW brazing power supply including con-

trols, power stages, and tank circuit weighs approximately 300 pounds with

a volume of about seven cubic feet. This size and weight is significantly

below that of a conventional brazing power supply. The next generation of

equipment can be reduced to a total weight below lOO pounds and a maximum

volume of 2.0 cubic feet by the use of the latest packaging techniques and

thyristors in the power stages.
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